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Abstract 

In recent years, piezoelectric materials and structures have gained significant attention for 

energy harvesting purposes. This attention can be attributed to the enhancement of low-

power electronics and the high energy density of piezoelectric materials compared to other 

forms of energy conversion and transduction. This work explores the recent contributions to 

the field of piezoelectric energy harvesting, contributing two novel methods that can be 

implemented to improve the power output and efficiency of a single piezoelectric element. 

 

The methods that have been investigated in this thesis are based on the buckling of 

piezoelectric material. The initial method examines a diaphragm preformed piezoelectric 

element, where numerical and simulation model has been carried out. This work has then 

been validated through experimentation, where empirical data has been collected verifying 

the COMSOL model and future optimising the manufacturing process of the diaphragm. This 

work contributes to a peer-reviewed paper άtƻǿŜǊƛƴƎ ƭƛƎƘǘǎ ǿƛǘƘ tƛŜȊƻŜƭŜŎǘǊƛŎ ŜƴŜǊƎȅ-

ƘŀǊǾŜǎǘƛƴƎ ŦƭƻƻǊǎέ ǇǳōƭƛǎƘŜŘ ƛƴ the journal Energy Technology. This work shows that 

employed a diaphragm structure can increase both efficiency and power output with an 

increase of efficiency from 0.522% to 3.765%. The observed power output increase from 

191.686µJ to 644.16µJ.  

 

The second method investigates a preloaded piezoelectric curved structure with elastic walls. 

The use of nonlinear materials is critical to the development of a buckling structure, allowing 
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energy to be stored upon actuation while reducing input stresses. The result of this is a 

reduced buckling force, with an increased energy output and efficiency for the whole system. 

The findings of this work demonstrate that efficiency can be increase from 0.522% to 16.813% 

while achieving a greater power output from 191.686µJ to 208.577µJ. Furthermore, this work 

identifies that a monostable structure as opposed to a bi or multi-stable structure can 

significantly produce higher power outputs than conventional methods, whilst achieving long 

life within a small compact area.  A COMSOL simulation of the mechanical behaviour coupled 

with the constitutive equations has been developed to enable future optimises to structure 

and design and validated using the empirical data. In additional, two equations have been 

developed using empirical data to aid in selection of buckling force and power output for an 

energy harvester. This is to enable developers of low-power electronics to select the 

optimised system for their application reducing the need for primary batteries within 

electrical devices. 

 

This work contributes to a peer-reviewed paper άtƻǿŜǊƛƴƎ ƭƛƎƘǘǎ ǿƛǘƘ piezoelectric energy-

ƘŀǊǾŜǎǘƛƴƎ ŦƭƻƻǊǎέ ǇǳōƭƛǎƘŜŘ ƛƴ 9ƴŜǊƎȅ Technology and one world patent WO2020095064A1: 

Improvements in or relating to energy generation in a piezoelectric switch. Published in May 

2021 with a Priority date 09-11-2018. 
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 ς  Introduction 

 

 

 

Summary 

This chapter consists of three sections: the first section provides a clear argument for the 

need for this research, through addressing the need to reduce carbon emissions and 

electronic waste. The second section outlines the aim and objectives of this research to 

ensure timely completion to the highest standard. Finally, the thesis structure will be 

discussed, highlighting the novel contributions that have been discovered.  
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1.1  Background  

In the late 19th century, a Swedish chemist named Svante Arrhenius put forward the notion 

of climate change that is due to more significant amounts of solar energy absorbed by gases 

in the atmosphere, leading to increased global temperatures. However, it was not until the 

1960s, where scientists identified the trend between Carbon Dioxide (CO2) concentrations 

within the atmosphere and global temperatures, this data when plotted, Figure 1-1, is known 

as the Keeling curve [1]. The solid line depicts the average amount of CO2 measured in the 

atmosphere per year.  

 

Figure 1-1 Keeling curve of CO2 (Parts Per Million) versus time (Years) [1] 
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The increasing level of CO2 within the atmosphere can be attributed to a range of factors. 

These include; growing population, Gross Domestic Product (GDP), and demand for energy. 

These factors are closely linked, with the demand for energy being increased through either 

population growth or increased GDP. Conversely, through an industrial revolution, the need 

for energy increases, resulting in more CO2 production. However, it enables the population to 

grow and increase GDP, creating a knock-on effect where the increased population demands 

more energy and as a result, more CO2 is produced. This effect can be observed in countries 

such as Brazil, India and China. Therefore, research must be performed to change how energy 

is generated to break this cycle and dependence on fossil fuels. Figure 1-2 demonstrates the 

amount of CO2 emitted by Organisation for Economic Co-operation and Development (OECD) 

countries, Non-OECD countries and the combined global emissions. The results show that 

non-OCED nations currently ǇǊƻŘǳŎŜ ƻǾŜǊ см҈ ƻŦ ǘƘŜ ǿƻǊƭŘΩǎ /h2. 

 

Figure 1-2 Global CO2 emissions from fuel combustion [2] 
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It was not until the 1990s that an environmental stance was taken by politicians, a key factor 

to the development of renewable energy sources. This change in policymaking can be 

attributed to the concern about Chlorofluorocarbons (CFCs) in the atmosphere that depletes 

the Ozone (O3) layer. This concern for the environment has continued to influence 

governmental policies with the focus expanding to include climate change and waste 

reduction.  

 

The first factor in the development of renewable energy technology to be discussed is the 

increased political pressure to reduce heat-trapping gas emissions such as; CO2, Methane 

(CH4), Nitrous Oxides (NOx), Hydrofluorocarbons (HFCs), Perfluorocarbons (PFCs) and Sulphur 

Hexafluoride (SF6). Currently, these gases are released to the atmosphere at a higher rate 

than they can be removed [3], leading to increased global temperatures and accelerated 

climate change [4-6]. Furthermore, climate change increases the likelihood of catastrophic 

weather events such as; flooding, wildfires, droughts and famine [4-7]. This physical change 

has led to the development of multiple environmental policies. The Climate Change Act of 

2008 by the UK government was introduced to reduce greenhouse emissions and to increase 

public awareness of climate change. The legislation states that by 2050 the UK shall have 

reduced its annual emissions by at least 100% compared to the levels produced in 1990 [8].  

 

According to the Office for National Statistics and the Department of Energy and Climate 

Change, in the 2013 government report UK Greenhouse Gas Emissions, the total greenhouse 

gas emissions are specified to be 777.6 million tonnes of carbon dioxide equivalent (MtCO2e) 
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in 1990 [9]. A 100% saving would mean that by 2050 only 388 MtCO2e in emissions should be 

produced by the UK each year. Alongside the climate change act of 2008, there are other 

legislation and incentives to increase the research, production, and employment of 

renewable energy technologies. An example of this would be the promotion of the use of 

energy from renewable source regulations 2011, which aims for the renewable energy sector 

to gain at least 15% of the energy market share by 2020 [10]. 

 

On a global scale, the United Nations Framework Convention on Climate Change (UNFCCC) 

has set up the Kyoto Protocol in which, 192 parties across the globe have agreed to reduce 

the emissions produced to combat the effect of climate change [11]. The most recent and 

notable climate change act is the Paris Agreement. The agreement has been used to increase 

the contribution of all countries, to reduce climate change, keeping global temperatures 

below a 2хC increase on pre-industrial temperatures. Furthermore, the agreement is designed 

to help developing countries implement low emission sources of energy, increase the carbon 

captured through reservoirs and distribute knowledge, technology and finance. Currently, the 

targets set are well within reach and are expected to be reduced further, thus, achieve a more 

significant reduction of greenhouse gas emissions. 

 

Due to government incentives and research funding attributed to renewable energy, another 

factor for moving to renewable energy sources is simply the cost savings. When economists 

discuss climate change, the transition from fossil fuel-based energy generation to renewable 

energy generation, and the ǇƘǊŀǎŜ ΨōŀŎƪǎǘƻǇ ǘŜŎƘƴƻƭƻƎȅΩ ƛǎ ƛƴǘǊƻŘǳŎŜŘΦ .ŀŎƪǎǘƻǇ ǘŜŎƘƴƻƭƻƎȅ 
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can be explained as the point where the cost of extracting and processing fossil fuels rises 

beyond the cost of implementing renewable technology [12]. It is at this point, a snowball 

effect will occur, causing exponential investment in research, production and application of 

renewable energy technologies. In turn, this will continue to drive down the costs of 

renewable energy, causing fossil fuels to cease to be used for energy generation. 

 

Energy harvesting captures the energy that otherwise would be lost to the environment, with 

power generation in the nano to microwatt region. Therefore, it would not be suitable to be 

implemented for grid power generation. However, with the development of ultra-low-power 

electronic components [13, 14], it is now possible to develop electronics that require no 

batteries, a significant step into reducing electronic waste and CO2 from the production and 

end of life recycling of batteries.  

 

To further reduce the CO2 produced by the European Union (EU), a directive (2018/84) 

relating to single-use batteries and electronic waste has been introduced. Cells contain rare 

earth and heavy metals, which contaminate soil when they leak, where contamination may 

inevitably enter waterways and aquifers, causing damage to wildlife and ecosystems. The 

directive aims to minimise the number of single-use batteries and electronic waste through 

reusing, repurposing and recycling. However, more research and implementation need to be 

performed to reduce this waste further. In 2016, 214,000 tonnes of batteries were sold in the 

EU, and only 93,000 tonnes were recycled with the remainder ending up in landfill sites. 

Additionally, with the rise of the Extended Producer Responsibility (EPR), product 



Nathan Counsell University of Hertfordshire Page 7 
 

manufacturers are having to take responsibility for the lifetime of their products, including its 

carbon footprint and recyclability, creating a niche for energy harvesting devices in modern 

electronics as a power source.  

 

There are three methods of energy harvesting that can be used to create battery-less devices; 

electromagnetic, electrostatic and piezoelectric [15, 16]. Although piezoelectric energy 

harvesters are often selected for generating energy due to the high energy density and 

simplicity of circuitry [17], they produce very high voltages, thus, requiring an external power 

management circuit to condition the output signal.  

 

The development of high-efficiency piezoelectric harvesters has been an area of investigation 

for many researchers where optimising the geometry of a vibration harvester, added proof 

masses and magnets to the tip of the harvester have resulted in increased power output [16, 

18-24]. These techniques reduce the natural frequency of the harvester to be closer to the 

excitation frequency, thus increasing the power output. Although these methods produce 

more energy than a natural cantilever system, it is often found that these devices do not have 

a low natural frequency.   

 

Another method of piezoelectric energy harvesting is the use of a bi-stable system [16, 24-

26]. A bi-stable structure has two states such that when a threshold input force is achieved, 

the device will rapidly switch to the other state. A promising area of research is bi-stable 

piezoelectric energy harvesting as these systems can achieve much higher output electrical 
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energies than conventional piezoelectric energy harvesting methods such as cantilevers [22, 

27-32]. As previously mentioned, bi-stable systems have two stable states; in between these 

positions, the structure is chaotic, creating a snapping motion. This rapid motion results in 

higher internal forces and reduces the impulse time ǿƛǘƘƛƴ ǘƘŜ ǇƛŜȊƻŜƭŜŎǘǊƛŎ ƳŀǘŜǊƛŀƭΩǎ 

structure. There are three methods in which a bi-stable system is formed; magnetic repulsion 

[33-37], beam buckling [38-41] and inverted pendulum buckling [42-44]. 

 

Having performed a literature review on piezoelectric energy harvesters and acknowledged 

the research landscape, it has been identified that buckling of ceramic piezoelectric elements 

has very little research. This has been attributed to the difficulty of ensuring that the 

piezoelectric ceramic does not fail after a single or few actuations. Following the investigation 

into bi-stable, buckling beam and formed harvesters,  bistable systems appear to be the most 

effective method to produce a system that could have commercial appeal. This is due to the 

compact nature of the system, the simplicity of the structures and the high energy outputs. 

However, for these methods to be employed for piezoelectric ceramics bi-stable systems 

cannot be used, simply the forces involved in these systems are too great and are better 

suited for piezoelectric polymers such as PVDF and it copolymers. Instead, a proposal of work 

that investigates monostable buckling has been performed. Monostable buckling although 

generates less energy when compared to equivalent bistable systems. The forces involved are 

sufficiently lower, this will protect the ceramic and ensure longevity of the power source.  

Furthermore, when comparing the charge developed from an applied force perpendicular to 

the polarisation field (d33) the piezoelectric polymers observed in monostable and bistable 

piezoelectric energy harvesters can be observed to have 20 times less power output unit of 
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force, when compared to piezoelectric ceramics. This work has potential to enable the 

replacement of primary batteries (coin cells) in low power electrics. 

 

The basis of a mono-stable system forms around the idea of a bi-stable system. However, 

instead of two stable states in-which the structure snaps between, only a single stable state 

is achieved. The single stable state results in highly chaotic behaviour for more extended 

periods, thus generating more electrical energy. A single stable state can be achieved through 

two methods; the first is reducing the energy in the systems so that the structure cannot 

achieve the energy to escape the first energy well and create a second stable state. In this 

case, the system is more linear, comparable to a fixed cantilever. Another method is to create 

a system that has excess energy. This excess means that although a second stable state can 

be achieved, excess energy causes the systems to return to its original position. This is the 

better option for energy harvesting. However, with an increase in energy comes undesirable 

effects, like the failure of piezoelectric ceramics because of excessive stress.  

The work used three methods to validate the work performed, first is a theoretical approach, 

coupling buckling and piezoelectric theory, it is possible to predict the power output for a 

buckling piezoelectric structure. Secondly, COMSOL Multiphysics was used to simulated the 

proposed designs and to validate theoretical values and gain an more representative models 

ŀƴŘ Ǝŀƛƴ ƛƴǎƛƎƘǘ ƛƴǘƻ ǘƘŜ ǎȅǎǘŜƳǎΩ ōŜƘŀǾƛƻǳǊΦ CƻƭƭƻǿƛƴƎ ǘƘƛǎΣ ŀƴ ŜȄǇerimental approach will be 

taken to validate the models and create a numerical equation that can be employed to 

calculate the power output. 
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1.2 Aim and Objectives 

This study has investigated buckling piezoelectric energy harvesting structures for 

micropower generation applications, which can be used to power low-power battery-

operated electronics such as RF communication devices. The main objectives of this 

investigation are to: 

¶ Perform an extensive literature review of fundamentals, theories and techniques used 

within the field of piezoelectric energy harvesting and sensing; 

¶ Identify techniques and knowledge that can be used to improve the power output of 

piezoelectric energy harvesters; 

¶ Experimentally investigate the different methods of energy harvesting to increase 

power output, efficiency, reliability and reduce size; 

¶ Investigate piezoelectric energy harvesting circuits and its effect on the overall system 

performance; 

¶ Develop a simulation model capable of accurate prediction of buckling piezoelectric 

characteristics; 

¶ Develop a buckling piezoelectric energy harvester for micropower generation 

applications; 

¶ Conduct experimental tests to optimise the power output, efficiency and reliability of 

the buckling micropower generator;  

¶ Develop empirical models for the optimisation of buckling piezoelectric energy 

harvesters. 
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1.3 Thesis Structure 

This thesis presents the research and work, which has been performed by the author on 

behalf of the University of Hertfordshire, from October 2015 through to June 2020. Chapter 

1 provides background information on energy demand, energy security and global warming, 

justifying the need for the presented research work.  

 

Chapter 2 presents a detailed literature review of piezoelectricity that includes; the history of 

piezoelectricity, manufacturing methods, types of piezoelectric materials, and piezoelectric 

energy harvesting techniques. This reviews will critically evaluate the previous work 

performed by other researchers within the field, allowing for identification of new research 

that can be used to develop knowledge further.  

 

Chapter 3 describes the methodology used for this research to ensure reliability and 

repeatability of all experiments, simulations and theoretical models. Methods that have been 

used to numerically define the behaviour are based around buckling theory such as Euler-

.ŜǊƴƻǳƭƭƛΩǎ Ŝǉǳŀǘƛƻƴ ŀƴŘ ¢ƛƳƻǎƘŜƴƪƻΦ  

 

Chapter 4 investigates the effect of energy harvesting circuitry which has later been used to 

validate the power output of the proposed novel energy harvesting structures and 

technology.  
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Chapter 5 involves experimental testing of a pre-formed buckling piezoelectric harvester, 

where the resulting power output is compared to existing harvesters to evaluate the effect of 

the differing structures. Also included is the effect of a buckled beam piezoelectric energy 

harvester, where simulation and experimentation of a single buckling beam have been 

performed and evaluated. 

 

Chapter 6 reports on the conclusion of the research work where the novel claims are 

highlighted and recommendations for future work are presented.   

 

1.4 Novel contributions to knowledge 

This section of the thesis highlights the novel contributions to knowledge that has been 

achieved from the presented research work.  

¶ Development of two novel buckling piezoelectric energy harvesting methods, which 

increases the energy output, efficiency and reliability of piezoelectric energy 

harvesters. 

¶ One patent for piezoelectric energy harvesters, based on the buckling energy 

harvester method.  WO2020095064A1: Improvements in or relating to energy 

generation in a piezoelectric switch. Published in May 2021 with a Priority date 09-

11-2018. 

¶ Two analytical models that can be used to optimise the structure of a buckling 

piezoelectric harvester and predict its power output. 
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¶ One paperΥ άPowering lights with piezoelectric energy-harvesting floors.έ Published in 

Energy Technology (Wiley) 
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 ς  Literature Review 

 

 

Summary 

Within this chapter, an in-depth review of the existing literature has been performed in the 

area of piezoelectric energy harvesting. The review initiates with a history of energy 

harvesting which follows piezoelectricity until the late 1990s. From there, the investigation 

moves into the fundamentals of piezoelectric where characteristics, materials, manufacturing 

techniques, constants and constitutive equations are discussed, creating a solid foundation 

for the work performed. Following this, energy harvesting applications has been investigated 

to identify harvesting techniques that yield high energy outputs.  
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2.1 History of Energy Harvesting 

The use of energy harvesting is not a new phenomenon; in fact, energy harvesting was one of 

the first forms of energy conversion. Forms of energy harvesting date back to as early as 

5000BC, where ancient Egyptians used the wind to power their boats along the river Nile [45]. 

In 200BC, there were windmills located in China used to pump water from the ground and to 

grind grain [46]. In the Middle East during the 11th-century, windmills were widely used, and 

were introduced to Europe a few centuries later, by Dutch merchants [45]. The Dutch 

improved on the designs brought back from the Middle East and used them to pump water, 

freeing land in the marshes around the river Rhine. In the 19th-century windmills transitioned 

to wind turbines. In America, rural parts that were not connected to the National grid had to 

produce electricity from other methods. This method was done through the use of a Direct 

Current (DC) generator being connected to a windmill. In the 1930s, most of America was 

connected to the grid, making the need to generate electricity irrelevant [45]. However, due 

to increasing fossil fuel prices, the return of wind turbines as energy generators has increased. 

 

An energy harvesting device can be defined as a tool to convert energy from one medium to 

another; in most cases, it is used to create electricity. Typical forms of macro energy 

harvesting are wind turbines, photovoltaic (solar) panels, nuclear reactors and geothermal 

power plants. Due to more focus on renewable technology and the development of smart 

low-power energy devices, research into micro energy harvesting is becoming a more popular 

field of study. 
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2.2 A Brief History of Piezoelectricity 

Within this chapter, a review of the history of piezoelectricity, pyroelectricity and 

ferroelectricity has been performed. These three phenomena have been reviewed together 

as they are closely related. There has been a recent influx of interest and development of 

piezoelectric materials for energy harvesting purposes; however, for this to have happened, 

scientists from the 19th and 20th century played a vital part in the development and application 

of piezoelectric materials. 

 

Pyroelectricity was first observed over 2000 years ago. The Greek philosopher Theophrastus, 

the successor to Aristotle, is believed to have written the earliest observation. A material 

referred to as lyngourion showed signs of attraction to straws, bits of wood and even small 

bits of copper and iron [47]Φ  {ƛŘƴŜȅ .Φ [ŀƴƎ ǎǘŀǘŜǎ ά¢ƘƻǎŜ ŀǘǘǊŀŎǘƛƻƴǎ ǿŜǊŜ ƴƻ Řƻǳōt the 

ŜŦŦŜŎǘǎ ƻŦ ŜƭŜŎǘǊƻǎǘŀǘƛŎ ŎƘŀǊƎŜǎ ǇǊƻŘǳŎŜŘ ōȅ ǘŜƳǇŜǊŀǘǳǊŜ ŎƘŀƴƎŜǎέ [48]. 

 

In 1717, Louis Lemery described pyroelectricity; however, it was Carl von Linné, who was the 

first to relate pyroelectricity to a material referred to as tourmaline. This material was known 

for its ability to attract materials without being magnetic. Tourmaline was further studied 

throughout the 18th century with significant contributors to the field such as Franz Ulrich 

Theodor Aepinus, Johann Karl Wilcke, Benjamin Wilson, Joseph Priestly, John Canton, and 

Torben Bergman [48]. In 1824 David Brewster was the first author to use the term 

pyroelectricity. This was due to his work with the material Rochelle salt. 
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Piezoelectricity was first postulated by Charles-Augustin de Coulomb when he theorised that 

material would be able to produce an electrical charge from an applied force [49].  It was this 

work that inspired other scientists such as René Just Haüy and Antonie César Becquerel to 

individually conduct experiments to prove this theory and both their experiments noted an 

electrical charge being produced. Results were, however, inconclusive and it could not be 

determined if the charge had been produced due to piezoelectricity or friction [50]. Ballato 

ƎƻŜǎ ƻƴ ǘƻ ǎŀȅ ά.ŜŎǉǳŜǊŜƭ ŘƛŘ ƳŀƪŜ ŀ ǇǊŜǎŎƛŜƴǘ ǊŜƳŀǊƪ ƛƴ ǊŜǎǇŜŎǘ ǘƻ ŎƘŀǊƎŜǎ ƻŎŎŀǎƛƻƴŜŘ ōȅ 

stretching rubber; he conjectured that experiments with crystalline minerals might show 

effects due to their anisotropyά [50]. This allowed for Haüy to theorise integrated molecules, 

ǘƘŀǘ ƭŀƛŘ ǘƘŜ ōǳƛƭŘƛƴƎ ōƭƻŎƪǎ ŦƻǊ ǇƛŜȊƻŜƭŜŎǘǊƛŎƛǘȅΦέ [51]. 

 

On August the 2nd 1880, the Curie brothers identified a method for producing electricity when 

Rochelle salt was subjected to a pressure [52]. It should be noted that the Curie brothers were 

trying to perform experiments on pyroelectric materials when they discovered 

ǇƛŜȊƻŜƭŜŎǘǊƛŎƛǘȅΦ άLƴ муумΣ IŜǊƳŀƴƴ IŀƴƪŜƭ ǎǳƎƎŜǎǘŜŘ ǘƘŜ ƴŀƳŜ ΨtƛŜȊƻŜƭŜŎǘǊƛŎƛǘȅΩ ǘƘƛǎ ƴŀƳŜ 

ƘŀŘ ōŜŜƴ ŘŜǊƛǾŜŘ ŦǊƻƳ ǘƘŜ DǊŜŜƪ ǿƻǊŘ ΨtƛŜȊŜƴΩ ƳŜŀƴƛƴƎ Ψǘƻ ǇǊŜǎǎΩέ[49]. This name was widely 

accepted by the scientific community; thus, it was adopted. Later that year, Gabriel Lippmann 

used mathematical models, using fundamental laws of thermodynamics, to predict that 

application of an electric field to a piezoelectric material would cause deformation of the 

material [53]. This process is known as converse or indirect piezoelectric effect. This 

prediction was subsequently proven by the Curie brothers through their experimentation. 
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In 1893, Lord Kelvin produced work on piezoelectricity that has proven to be the basis of the 

modern understanding of piezoelectricity. This was done through an atomic model to 

describe the piezoelectric effect [49]. From this model the field of piezoelectricity was 

established, drawing in more curious scientists. However, it was not until 1910 when 

Woldemar Voigt showed the relationships between electromechanical and piezoelectricity. 

This then became the standard reference guide in the field of piezoelectricity [51]. 

 

By 1915 interest in piezoelectricity was gaining momentum and was becoming a widely 

studied area for physicists. Two of these physicists were Ernest Rutherford and Paul Langevin. 

The two physicists were enlisted by England and France, respectively, to develop devices to 

detect enemy submarines. They both identified piezoelectric materials as the best method to 

detect submarines; however, that is where their similarities in work ended. Rutherford 

alongside Albert Wood and Harrold Gerrard developed a system to monitor noise from enemy 

submarines similar to an underwater phone. This led to the application and development of 

hydrophones. Langevin, on the other hand, had more extensive knowledge of piezoelectricity 

compared to Rutherford. This allowed him to push further into applications. Langevin used 

his knowledge to focus on problems with emitting and receive signals which ultimately led to 

the development and application of ultrasonic sonar. This technology paved the way for later 

technologies such as; modern medical scanners, frequency control and quartz clocks [54]. 

 

In 1920, Joseph Valasek further studied the properties of Rochelle salt and discovered that 

the material was ferroelectric [48]. During the 1940s the field started to gather momentum, 



Nathan Counsell University of Hertfordshire Page 19 
 

due to the development of piezoelectric ceramics; Barium Oxide and Titanium Oxide. These 

materials were found to exhibit dielectric constants that were ten times larger than that of 

single crystals such as quartz and Rochelle salt [55]. Subsequent research on the Barium group 

resulted in a new class of ferroelectric materials. Later it was discovered that the method of 

applying a high voltage would cause spontaneous polarisation of the ceramics [55]. This poling 

technique showed an increase in the dielectric properties of the materials. The increase in 

dielectric properties led to the development of more powerful sonar along with piezoelectric 

igniters and phonographs [53]. 

 

In 1946 Cady published a book ǘƛǘƭŜŘ άPiezoelectricity: an introduction to the theory and 

applications of electromechanical phenomena in crystalsέ [56], which comprehensively 

explains the early history of piezoelectricity which has become ǘƘŜ ŦƛŜƭŘΩǎ primary reference 

book. 

 

During the Second World War, pyroelectric materials were further investigated for 

applications such as infrared detectors, yet no results were published. It was not until 1962, 

where J Cooper analysed the behaviour of IR detectors made from Barium Titanate [48]. 

 

In 1969 Kawai discovered large piezoelectric constants with poled Polyvinylidene Fluoride 

(PVDF) with results comparable to that of some piezo-ceramics. This led to research into other 

ferroelectric polymers and copolymers. In 1991, copolymers of PVDF such as Poly (vinylidene 

fluoride trifluoroethylene) P (VDF-TrFE) and nylons were developed due to a greater 
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understanding of the Curie point [57]. These discoveries have led to an increasing interest in 

the field of piezoelectric polymers. This is mainly due to their elastic nature which results in 

excellent fatigue performance and the ability to be formed into flexible sensors and actuators. 

Furthermore, they contain non-toxic and biocompatible materials, allowing for a higher 

number of applications compared to piezoelectric ceramics. 

 

2.3 Energy Harvesting Structures Using Piezoelectric Materials 

Piezoelectric Energy Harvesters (PEH) can be used to harvest energy from vibration. However, 

to harness the large amounts of energy, the PEH must be placed in high-stress (i.e. high 

vibration) environments. This section investigates different applications of PEHs, highlighting 

the limitations of the piezoelectric materials and the energy output. 

 

2.4 Unmodified Piezoelectric Energy Harvesting Structures 

Heel Strikes Energy Harvesting (HSEH) is the most common method of energy harvesting [136-

148]. The development of such devices can be attributed to the large amounts of energy 

produced from a heel strike. The energy available from human motion was first discussed by 

Starner in 1996 [149]. It was suggested that 67W could be produced from heel strikes when 

walking at the speed of 2m/s. This is a significant amount of energy compared to other forms 

of movement, such as the expansion of the diaphragm when breathing, which only produces 

0.83W. Figure 2-1 ŘŜǇƛŎǘǎ {ǘŀǊƴŜǊΩǎ ǇǊŜŘƛŎǘƛƻƴ ƻƴ ŀǾŀƛƭŀōƭŜ ǎƻǳǊŎŜǎ ƻŦ ƘǳƳŀƴ ŜƴŜǊƎȅΦ ²ƛǘƘ 

heel strikes producing 67W and occurring frequently, it is apparent why researchers are 

producing heel strike generators. However, the predictions by Starner have been 
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contradicted by Niu et al. [141]. They suggest that with a shoe-mounted PEH, the shoe would 

absorb most of the force with only 2W of useful energy being available. The power suggested 

by Niu et al. coincides with a large number of design results, where most devices have an 

efficiency between 1-10%. Therefore, the available energy suggested by Niu et al. appears to 

be more reliable. Furthermore, Gonzalez, Rubio and Moll [138] concur with Niu et al., 

reporting that the energy available from walking in their study was approximately 1.265W. 

Figure 2-1 Starner's approximation of human energy [149] 

 

Contrary to HowellΩs cam design, Shenck and Paradiso [143] developed an energy harvesting 

shoe insole. Two designs are purposed and investigated: the first is a hexagonal sole made 

from two stacks ƻŦ ŜƛƎƘǘ ну˃Ƴ ǘƘƛŎk PVDF encapsulating a 2 mm flexible epoxy; the second is 
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a PZT dimorph [143]. The latter is made from a PZT layer applied to sprung metal and attached 

to a metal plate. A second spring is applied to the opposite side of the plate. Design one and 

two both work by being compressed as the user walks, converting the mechanical to electrical 

energy. The two designs are developed for different shoe types. The PVDF design was applied 

to a pair of sports shoes, keeping weight to a minimum while maintaining comfort for the 

user. 

 

On the other hand, the PZT design was applied to a sturdy military boot since a durable heel 

was needed. The PZT dimorph is actuated on heel strikes, converting the mechanical to 

electrical energy. The results of the testing show that the PVDF sole would generate 

approximately 1.3mW of power when walking at the frequency of 0.9Hz, while the PZT design 

produced 8.4mW at the same impact frequency [143]. The PZT design produces less than 10% 

ƻŦ ǘƘŜ ǇƻǿŜǊ ƻǳǘǇǳǘ ƻŦ ǘƘŜ IƻǿŜƭƭǎΩǎ ŘŜǎƛƎƴ. However, Shenck ŀƴŘ tŀǊŀŘƛǎƻΩǎ ŘŜǎƛƎƴ ƛǎ ƳƻǊŜ 

compact and therefore, more comfortable to implement.  

 

Shenck and Paradiso investigated the use of a small low power circuit to power a Radio 

Frequency Identification (RFID)) communication system, which could be used for keyless 

entry to a motor vehicle. The system transmits a short-range 12-bit wireless signal that can 

be picked up by a receiver. The circuit uses a rectifier to change the polarity of the negative 

voltage peaks from the piezoelectric dimorph. This signal is then used to charge a capacitor 

which powers the RFID transmitter circuit, resulting in a wireless signal being generated and 

picked up by a receiver [143]. This design has many applications which could be very beneficial 

to modern living such as smart housing, temperature controls and vehicle settings. Shenck 
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ŀƴŘ tŀǊŀŘƛǎƻΩǎ ǿƻǊƪ Ƴŀȅ ōŜ ƻƭŘ; however, it is still relevant especially as the use of low power 

electronics is now an established area of research and smart housing is becoming a highly 

desired area to produce technology. Further research should be put into implementing bi-

stable or fan PZT generators into shoe soles. This has been suggested as research shows that 

the use of these designs results in more significant amounts of output energy. 

 

More recently, Gupta and Sharma [144] developed a shoe insert with a single piezoelectric 

element made of PZT, shown in Figure 2-2. This single element was then used to identify the 

location of the point at which maximum mechanical to electrical energy conversion occurs. 

The sensor was positioned in four places; the heel, the sole, the toes, and between toes and 

sole. The results indicated that the area with the maximum energy output was the toes, 

closely followed by the heel. When designing energy harvesting from shoes, these two areas 

should be considered to obtain a higher efficiency PEH. 

Figure 2-2 Gupta and Sharma Piezoelectric energy harvesting shoe [144] 

 

Alghisi et al. [145] developed a piezoelectric energy transducer used to harvest energy from 

pre-fabricated piezoelectric buzzers. The pre-fabricated buzzers are mounted into a cube, in 

which a steel ball bearing is placed. As the user walks the ball bearing moves, striking the 
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piezoelectric buzzers. The impact results in an electric pulse being generated by the buzzer. 

The ball bearing then ricochets off the buzzers striking yet another. This method of energy 

harvesting has been chosen in this investigation since linear actuators previously developed 

by other researchers are only efficient when they operate at their resonant frequency which 

is usually significantly higher than the naturally occurring frequencies such as walking. Alghisi 

et al. furthered this research by optimising the power management that is used to power a 

temperature sensor. A voltage doubler is chosen for this design since energy losses are lower 

compared to a full bridge rectifier. 

 

Furthermore, the use of a voltage doubler allows for more voltage to be stored in the 

capacitor.  For smart energy management, a trigger circuit has been used, which allows 

voltage to be stored to a certain threshold. However, once this threshold is achieved, the 

circuit closes, allowing for the energy to be used in another circuit. Once the voltage drops to 

the lower threshold the circuit opens, allowing for the charge to accumulate where the 

process starts over again. It was found that with the user running at 7km/h a peak power of 

16mW was generated and that over 260s of walking at 2km/h enough energy was stored to 

power the temperature sensor and to read and transmit the data. 

 

Integrating PEHs into shoes is an advantageous method of powering personal electronics. 

However, another form of converting heel strike energy into electricity is to embed PEHs into 

flooring. Boby et al. [5] developed a PEH tile that integrates a PZT element mounted to a brass 

substrate into the flooring to reduce the size of the device. Using more than one PZT 

component and point load actuator allowed for an increase in the amount of electricity 
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produced from a user walking over the tile. It was found that a combination of series and 

parallel PZT layout allowed for an optimum amount of energy to be harvested. With the 

device producing a maximum of 0.09W with a user with a mass of 75kg. Removing all 

mechanical actuators has resulted in the reduced thickness of the flooring tile. This, however, 

leads to ǘƘŜ ǇƻǿŜǊ ǇǊƻŘǳŎŜŘ ŦǊƻƳ ǘƘŜ ǘƛƭŜǎ ōŜƛƴƎ ŘŜǇŜƴŘŜƴǘ ƻƴ ǘƘŜ ǳǎŜǊΩǎ Ƴŀǎǎ ǿƘƛŎƘ Ƴŀȅ 

affect the amount of electrical energy produced by the device. It is suggested that a 

mechanical actuator should be used to increase the voltage output and give a more 

reproducible power output. 

 

Sharpes et al. [137] designed a PEH floor tile that transmits a signal to smart enabled devices. 

In this case, a signal was sent to a light, which turned it on and off. The tile works using four 

cymbal transducers. Sheets of steel were pressed into a near oval shape and bonded together 

with the PZT transducers located in the centre of the tile, as shown in Figure 2-3. 

Figure 2-3 {ƘŀǇŜΩǎ ŀǎǎŜƳōƭŜŘ ŎȅƳōŀƭ ǘǊŀƴǎŘǳŎŜǊ ώмнфϐ 

 

The PEH works by inducing a strain in the d31 direction of the PZT, through the compression 

of the curved sheets. These transducers were mounted into a tile so that all four could be 

activated simultaneously. The peak energy harvested from the tile ǿŀǎ нΦрт˃Wκb, which was 

not sufficient to transmit a wireless signal; thus, a storage circuit was used along with a 

Schottky bridge rectifier. However, it was identified that the diode bridge had a high leakage 
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current above 15V. Using an optimised ǎǘƻǊŀƎŜ ŎŀǇŀŎƛǘƻǊ ƻŦ мл˃C, the energy stored would 

accumulate to the point where a signal could be sent and turn the lighting on and off.  

 

Won et al. [152] developed a wearable energy harvester using poly(vinylidene fluoride 

trifluoroethylene) (P (VDF-TrFE)). P (VDF-TrFE) due to its biocompatibility and ability to form 

ǎǘŀōƭŜ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭǎ ŀǎ ƻǇǇƻǎŜŘ ǘƻ t±5C ǿƘŜǊŜ ʰ ǇƘŀǎŜ ŎǊȅǎǘŀƭǎ ŀǊŜ ǘƘŜ ǎǘŀōƭŜ ŎǊȅǎǘŀƭƭine 

form. The material was synthesised using solution spin coating. This method involved 

dissolving PVDF and TrFE granules into a solvent; in this case, methyl ethyl ketone (MEK). 

Subsequently, the solution was heated and spun through a nozzle while being subjected to a 

high electric field. The solution was then deposited onto paper substrates. To achieve high 

crystallisation, annealing was used, it was stated that annealing close to the melting point 

allowed for high crystallisation; however, slow cooling resulted in a porous structure. It was 

found that quenching the material on chilled steel prevented a porous structure from 

forming, resulting in dense piezoelectric material. The P (VDF-TrFE) and cellulose paper were 

then attached to the back of a glove and tested. Under the excitation of 0.25Hz and 2Hz, the 

single harvester produced 0.4V and 0.6V, respectively. To further improve upon this design, 

the use of a rectangular square should be investigated. Furthermore, the use of thin fibres 

would increase the amount of stress, resulting in more significant amounts of energy to be 

harvested. 

 

Song and Yun [153] investigated the use of flexible PVDF to harvest energy from wearable 

energy harvesters. The design that was investigated was of PVDF through silicone thread. The 

system produces energy through stretching the PVDF over the silicone thread. When the 
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device was stretched, the silicone treads created local stress on the PVDF, leading to larger 

amounts of energy to be harvested. It was found that the thickness and amount of the PVDF 

stripes highly affect the output of the device and that the optimum thickness was 3mm which 

resulted in the power output of 425µW at the excitation frequency of 6Hz. This is a very high 

power output even compared to PZT based energy harvesters. This high power output could 

be attributed to the time at which the device was actuated, in reality, the device would only 

be actuated at frequencies below 1Hz which would provide a more accurate assumption of 

the power the device would produce in real-world applications.  

 

Yoon et al. [154] have also investigated generating electricity from a skin mounted P (VDF-

TrFE) to harvest energy from an arterial pulse. Simply, stretching of P (VDF-TrFE) from the low 

forces of an arterial pulse would not generate much energy, however, through the use of an 

innovative window technique the theoretical energy generated was increased 45% when 

compared to a sheet P (VDF-TrFE) generator. Furthermore, the use of the windows reduced 

the bending stiffness of the harvesters, increasing the sensitivity of the harvester. The window 

technique works by increasing localised stress at the edges of the window, resulting in larger 

energy output.   

 

Yang et al. [155] have investigated the use of PEHs for battery-less wireless switch (BWS) 

applications. They developed a harvester that produced 220µJ of energy. This was achieved 

using a single actuation, meaning that there were two pulses, a positive and negative signal. 

However, using smart power management 160µJ was delivered to the RF transmitter, which 

was enough to transmit a 4 - byte signal over 10m. 
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Tan et al. [157] investigated the implementation of a low-power and low-cost wireless sensor. 

This was achieved using a pushbutton piezoelectric igniter. Results show that the igniter 

produces 67.61µJ of energy per actuation which was used to transmit two 12-bit signals. It 

was suggested that the use of a hybrid system would be more suitable for an energy 

harvesting switch. However, this would involve using a battery storage system. This 

introduces maintenance into the system that is not desirable. Therefore, an investigation into 

using other materials or actuation methods was suggested. 

 

Ferrari et al. [158] investigated energy harvesting from ambient vibrations to charge a battery 

for wireless switch applications. Energy harvesting from ambient vibrations appears to be 

desirable; however, other methods of energy harvesting such as thermoelectric and 

photovoltaic are widely available and generate more energy. This said the harvester is to be 

placed in an environment where it is monitoring vibration. It was found that using two passive 

sensors, and a signal can be sent intermittently.  Through further optimisation of the circuit, 

the harvester was able to transmit data wirelessly without decreasing the effectiveness of the 

harvesters. 

 

Paradiso and Feldmeier [159] used a piezoelectric striker to produce energy to power an ID 

radio transmission. This was then applied to a push-button; however, it was found that the 

striker applied too much force to the harvesters, causing micro-cracks to form in the ceramic. 

The force was reduced, and different actuation methods were investigated, including 
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hydraulics. However, it was found that this would not produce enough energy to transmit a 

signal. It was suggested that using multiple strikers would achieve a successful transmission. 

 

In 2008 Potkay and Brooks [171] produced a prototype piezoelectric energy harvesting artery 

cuff [177]. The device is a cut cylinder that wraps around an artery, as shown in Figure 2-4. 

The expansion and contraction of the artery as a result of blood being pumped around the 

body causes stress on the piezoelectric material, generating an electrical output. The 

prototype cuff was designed considering its final application. It was designed out of 

biocompatible materials to ensure medical approval. Unlike other researchers, the 

piezoelectric material was chosen based on the need to be biocompatible, and this led to the 

use of PVDF. The cuff was made out of silicone on which the PVDF was bonded to using 

medical grade epoxy. It was then sealed using more silicone to ensure there were no exposed 

electrodes. To achieve the curl, the silicone was stretched during curing. This device was 

tested externally using a pressurised pipe, simulating an artery. It was found that the device 

produces a peak power of 16nW. This was very little compared to other forms of energy 

harvesting; however, the non-intrusive and straightforward design may allow for larger 

devices of similar design to be implemented into the body to increase the power output to 

ƳŀǘŎƘ ǘƘŜ м˃² ƴŜŜŘŜŘ ǘƻ ǇƻǿŜǊ ŀ ǇŀŎŜƳŀƪŜǊΦ CǳǊǘƘŜǊƳƻǊŜΣ ŘǳŜ ǘƻ ŀǊǘŜǊƛŜǎ ōŜƛƴƎ ŦƻǳƴŘ 

around the body, the location of the cuff is not limited to powering a pacemaker, it could also 

be used to power insulin monitors which can be located in the lower abdomen.   
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Figure 2-4 Artery cuff energy harvester  [177] 

 

In 2009 Qi et al. [178] investigated biocompatible and flexible PZTs. It was identified that the 

piezoelectric efficiencies of PVDF would not be enough to power implantable energy 

harvesters. Efforts were then made to make a biocompatible and flexible PZT composite. This 

was achieved through the use of polydimethylsiloxane (PDMS). The process involved 

depositing PZT onto MgO and then etching using sulphuric acid after annealing. This process 

was used to loosen the PZT from the MgO surface. A thin sheet of PDMS was then transferred 

into contact with the loose PZT and rapidly removed. This resulted in the PZT staying in 

contact with the PDMS as a result of Van Der Waals forces. The PZT was then poled for 12 

hours at 100KV/cm, resulting in a d33 coefficient of 101pm/V. It should be noted that this is 

half of the coefficient of pure PZT piezoelectric material. However, this d33 is still four times 

larger than that of PVDF. A further suggestion of this work would be to increase the poling 

temperature and pressure during polling through the use of hot plates and contact 

electrodes. These techniques have been shown to produce higher piezoelectric coefficients 

when optimised. 
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Zhang et al. [163] have investigated the use of an implantable device to harvest energy from 

the blood pressure in the aorta. Two tests have been conducted, one in vitro and one in vivo. 

Simply a piezoelectric PVDF film was wrapped around a silicone tube. The tube was then 

inflated and deflated using an intra-aortic balloon pump which replicated the pressures of the 

heart, allowing for accurate measurement of the energy available from the pulsing heart. It 

was found that maximum power output was 681nW on a rŜǎƛǎǘƻǊ ƻŦ ооaʍ ŀƴŘ ŎƻǳƭŘ ŎƘŀǊƎŜ 

ǘƻ м± ŀŦǘŜǊ пл ǎŜŎƻƴŘǎ ŦƻǊ ŀ м˃C ŎŀǇŀŎƛǘƻǊΦ CƻƭƭƻǿƛƴƎ ǘƘŜ testing, the system was implanted 

into a pig to confirm the findings of the first test. The results confirm the power output 

observed in the initial tests and that tƘŜ ǎȅǎǘŜƳ Ŏŀƴ ŎƘŀǊƎŜ ŀ мр˃C ŎŀǇŀŎƛǘƻǊ [151].   

 

Dagdeviren et al. [179] have investigated the application of PZT to harvest energy for an 

internal implant. The authors suggest that aluminium oxide does not generate enough energy 

to power an implantable device such as a pacemaker. The device was then implanted into 

both a cow and sheep was found that the device produced a maximum power of 1.2µW/cm2, 

which was five times larger than the predicted output of the harvester. Figure 2-5 shows the 

energy harvesting system during operation on a bovine heart.    

Figure 2-5 Energy in situ on the bovine heart [179] 
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Lu et al. [170] have investigated the use of PZT on a flexible substrate to harvest the energy 

from heartbeats. The device was sutured to the heart of a swine and tested. It was found that 

the device produced a 3V peak to peak under excitation. Although the actual power output 

of the device is not stated, the authors reported that there is enough energy to power a 

pacemaker. 

 

Deterre et al. [169] have developed an energy harvesting implant that generates energy from 

the pressure of the heart. The device harvests energy using a spiral patterned substrate with 

PZT deposited on its surface. The harvester is placed into an isolated container and is actuated 

by the compression of bellows. The device is to be placed into the right ventricle of the heart 

and harvests the energy from the pressure of the blood within the chamber. Experimental 

testing of the device revealed that the ƳŀȄƛƳǳƳ ŜƴŜǊƎȅ ƻŦ пΦмр˃²κŎƳ3 could be harvested; 

this is less than half the preŘƛŎǘŜŘ ƻǳǘǇǳǘ ǇƻǿŜǊ ƻŦ мл˃²κŎƳ3 [166]. 

Another form of hybrid energy harvesting investigated is piezo-photovoltaic (PPV) hybrid 

systems. Solar or photovoltaic systems do not require any mechanical work to harvest energy, 

unlike the electromagnet method, this allows for different applications, such as flooring. A 

solar cell can produce a near-constant voltage in the presence of direct and diffuse sunlight, 

and this energy can be used to charge a circuit. The piezoelectric element can then be used 

to boost the signal for sensing proposes and efficiency. Choi et al. [134] developed a device 

that harvests both solar and mechanical energy, as shown in Figure 2-6. The photoactive layer 

is composed of P3HT: PCBM. In this setup ZnO is used for two primary purposes; the first is to 

act as the electron transparent layer for the solar part of the device and the other it to 

generate electricity due to piezoelectric nature of the material. A conductive anode and 
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cathode are placed on either side of the device to harvest the generated electrical charge. It 

was reported that the device could power a microcontroller and several Light Emitting Diodes 

(LEDs). LEDs were used to show the signal from the solar part of the device and two LEDs for 

the piezoelectric part. The latter LEDs were used to show the amplitude of the force applied 

as the device is pressed. It was found that the piezoelectric part produces between 20mV and 

40mV depending on the force applied and that the solar component would produce an 

average of 0.546V. Choi et al. suggest that this type of hybrid harvester could be used for 

mobile touch screen devices to improve battery life. 

Figure 2-6 Hybrid energy harvester Choi et al. [134] 

 

 

2.5 Cantilevered Piezoelectric Energy Harvesters 

Sang et al. [133] have developed a hybrid piezo-electromagnetic generator. Four designs were 

produced to implement the hybrid system shown in Figure 2-7. The design chosen utilises a 

piezoelectric cantilever with a permanent magnet attached to the tip which works as a mass 

that reduces the natural frequency of the beam. It was found that using the combination of 

electromagnetic and piezoelectric can increase the efficiency of the energy harvester up to 

81.4%. This is a significant increase in the amount of energy harvested. 
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Figure 2-7 Vibration-based hybrid energy harvester [133] 

 

Howells [150], has produced an energy harvesting heel-strike system, which can be attached 

to shoes. The system uses four PZT bimorphs to convert mechanical energy to electricity, and 

these transducers are actuated through the use of a star shape cam, as shown in Figure 2-8. 

When the heel strike generator is compressed, the lead screw causes the cam to rotate which 

in turn causes the PZT bimorphs to bend following the shape of the cam. This mechanism 

allows the PZT to convert the linear motion of the heel into useable electricity. This work 

aimed to produce 0.5 Watts, sufficient to small power electronics such as a GPS receiver. 

Unfortunately, this was not achieved since on average; the device produced 0.0903W [150]. 

Although this may not be enough to power a device, it would be enough to extend the life of 

a portable device such as a pager or a two-way radio. Howells, by not directly actuating the 

piezoelectric elements from the source stimuli has taken a different approach compared to 

previous studies. This approach allows for a more controlled period when energy can be 

harvested and a more consistent amount of energy being produced. However, the major 

drawback of this system is its size. This device is larger than if the PZT was directly actuated 

by the heel strike; this is due to the use of the lead screw and cam setup. Unfortunately, the 

size of the system outweighs any of the benefits achieved by using the cam-actuated system. 
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Figure 2-8 Howells novel method of generating power from a heel strike [150] 

Xie and Cai [142] reported that an amplification of the force is needed since shoe insoles 

absorb and dissipate most of the mechanical energy generated during walking. This 

amplification was achieved by using a triangle jig that forces two trapezoidal plates apart, as 

shown in Figure 2-9, causing the PZT bimorphs to be displaced. A spring then causes the plates 

to return to their original position. This results in the PZT bimorphs to vibrate in the horizontal 

direction. An energy harvesting circuit was used to evaluate the electrical energy produced 

by a user who weighed 68kg and was 180cm tall. Testing was performed at gaits 

approximately 1, 1.2 and 1.5Hz. Experiments were conducted to evaluate the effect of the 

human gait on the performance of the energy harvester, concluding that the device causes a 

ƴŜƎƭƛƎƛōƭŜ ŀƳƻǳƴǘ ƻŦ ŜƴŜǊƎȅ ƭƻǎǘ ŘǳǊƛƴƎ ǘƘŜ ǳǎŜǊΩǎ ƎŀƛǘΦ hƴ ǘƘŜ ƻǘƘŜǊ ƘŀƴŘΣ ǘƘŜ ƛƴŎǊŜŀǎŜŘ 

weight of 106g per shoes may lead to increased fatigue.   
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Figure 2-9 Xie and Cai's novel V shaped harvester [142] 

 

Although many in shoe energy harvesting designs use a beam configuration, the main 

shortcoming of this design is that the maximum deflection of the beams far exceeds the 

dimensions of the shoe. Mateu and Moll [140] investigated the optimum beam of PVDF that 

can be placed in a shoe, to achieve maximum output energy. It was reported that the use of 

a triangular cantilever is superior to that of a rectangular counterpart, with the rectangular 

beam producing 25 percent less strain than the triangular beam. Furthermore, it was found 

that an asymmetric heterogeneous bimorph that is simply supported and is loaded with a 

distributed force is required for optimum power generation. In addition, it was ascertained 

that the maximum deflection plays an essential part in the energy generation, the larger the 

deflection, the greater the output. This knowledge will help identify designs that have the 

possibility of generating more power than others aiding in the evaluation of the designs 

purposed. 

 

Moro and Benasciutti [136] performed an investigation into the power harvested from heel 

strike PEHs. Through the work that was performed, an analytical model and a prototype heel 

strike energy harvester were developed. The analytical model allowed for acceptable 

predictions of the power generated compared to experimental results. It should be noted that 

after 0.3 seconds, the error in the model led to the results being out of phase, however, after 

this time the voltage attenuated back to zero with the predicted power output being 6% less 

than the achieved experimental results. Subsequently, modeling variables such as width, 
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length, thickness and tip mass were evaluated. Using the analytical model combinations of 

these variables were predicted to optimise the dimensions of the HSEH. It was found that 

ǿƘŜƴ ǘƘŜ ǎƛƴƎƭŜ t½¢ ǊŜŎǘŀƴƎǳƭŀǊ ōƛƳƻǊǇƘΩǎ ŘƛƳŜƴǎƛƻƴǎ ǿŜǊŜ optimised, it could produce an 

ŀǾŜǊŀƎŜ ƻǳǘǇǳǘ ǇƻǿŜǊ ƻŦ офр˃²Σ ǿƛǘƘ ǘƘŜ ƻƴƭȅ ƭƛƳƛǘƛƴƎ ŦŀŎǘƻǊ ōŜƛƴƎ ǘƘŜ ŎƭŀƳǇƛƴƎ ŎƻƴŘƛǘƛƻƴǎ 

of the bimorph. This was due to the increased strain at the clamped end, where the tip mass 

increased. 

 

Furthermore, the natural frequency of the cantilever contributes to the largest effect on the 

power output of the design. This was observed in simulations where an increase in the tip-

mass or length of the cantilever resulted in a peak in power. This peak was attributed to the 

natural frequency of the beam. Using tip masses and increased beam length, the natural 

frequency was reduced to the point where the heel strike would cause excess vibrations in 

the beam, thus improving the output of the harvester. However, increasing the tip mass and 

length beyond a specific limit resulted in the natural frequency of the beam to fall lower than 

the excitation frequencies, producing less power. This report has provided an analytical 

function that can be used to model piezoelectric cantilevers accurately. This is important, as 

PEH systems can be assessed with minimal prototyping and experimental testing.       

 

Pillatsch et al. developed a rotary piezoelectric energy harvester that produced a peak power 

ƻǳǘǇǳǘ ƻŦ по˃² [152]. This was achieved through the use of a rotating proof mass, permanent 

magnets and a PZT bimorph. The PZT produced electricity through bending using permanent 

magnets. This reduces the mechanical wear in the product, extending the harvesters life. 

Through the development stage, higher outputs were achieved; however, the piezoelectric 
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element was overstressed and resulted in a dramatic reduction in the output of the harvester. 

This was resolved by increasing the distance between the two permanent magnets, reducing 

the repulsion force, thus eliminating the overstressing. The use of a proof mass allowed for 

energy harvesting over the broad spectrum of frequencies that human motion produces. This 

is a simple yet effective way to harness linear and rotational energy from human motion. 

Furthermore, the size of the product allows for it to be worn inconspicuously by the user or 

incorporated into existing designs which could be used to add extra features such as heart 

rate monitoring, temperature sensing or as a GPS. 

 

Jeong et al. [156] designed a multi-array energy harvesting switch. The switch produced 

324.9µJ of energy from a single actuation. This was achieved using four piezoelectric 

transducers (35mm X 35mm) mounted on a substrate (40mm X 50mm). This energy was used 

to send an infrared signal. The elements were clamped together at one end and separated via 

a spring at the other, creating a snapping mono-stable structure.  This method of actuation 

increases the output energy while minimising the size of the harvester. However, due to the 

signals being in opposite phase, full-wave bridge rectifiers are needed for every two elements. 

Thus the number of transducers are directly proportional to the number of rectifiers, making 

this method of energy harvesting costly and not comparable to existing methods such as wire 

push buttons. 

 

Karami and Inman [167] investigated the use of powering a cardiac pacemaker using PZT to 

convert the vibrations from a heartbeat into usable electrical energy. It was stated that a 
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ǇŀŎŜƳŀƪŜǊ ǳǎŜǎ м˃² ƻŦ ǇƻǿŜǊΣ ŎƻƛƴŎƛŘƛƴƎ ǿƛǘƘ ǘƘŜ ǇƻǿŜǊ ǇǊƻŘǳŎŜŘ ōȅ ǇƛŜȊƻŜƭŜŎǘǊƛŎ ŜƴŜǊƎȅ 

harvesters. In this investigation, a zig-zagged piezoelectric energy harvester, Figure 2-10, was 

developed and optimised for harvesting energy at 39Hz, which is a regular frequency 

produced by the heart along with a high amplitude. High amplitude is critical as this produces 

higher stresses on the PZT, resulting in larger energy yields. The zig-zagged PZT was bonded 

to a brass substrate using epoxy resin. At this point, it should be noted that neither of the 

materials is biocompatible and thus must be encased in a biocompatible material. Testing was 

performed on the mono-stable PEH. When subjected to simulation, ǘƘŜ t9I ǇǊƻŘǳŎŜŘ мл˃², 

which is ten times the energy required to power a pacemaker. It was found that a mono-

stable PEH is very dependent upon the input frequency, which is not desired for charging a 

pacemaker, as heart rates vary affecting the input frequency. Another design was therefore 

produced utilising magnets to make the structure a bi-stable. A bi-stable design allows for a 

broad range of frequencies to be harvested, increasing the electrical yield. A bi-stable design, 

when implemented into a PEH, can produce more electrical energy than a mono-stable PEH 

since it can be triggered by a broader range of frequencies. The use of magnets increases the 

complexity of the PEH and increases its size. Therefore these should also be considered when 

designing the PEH. 

Figure 2-10 Method of reducing natural frequency [167] 
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Ansari and Karami [180] investigated a technique of harvesting energy for an implantable 

leadless pacemaker. They used a novel technique of fan-folded piezoelectric beams. The zig-

zag system has point masses attached to the end of each beam, the point masses cause a 

reduction in the natural frequency from 50Hz to 16.18Hz, resulting in possible output power 

ƻŦ млΦнп˃²Φ  

 

2.6 Bistable Piezoelectric Energy Harvesters    

Cao et al. [37] investigated the effect of linear, mono-stable and bi-stable piezoelectric energy 

harvesting devices. To identify the most appropriate energy harvesting technique, a leg 

mount device was manufactured and tested, as shown in Figure 2-11. The device was used to 

test the performance characteristics of each energy harvesting method. Their results coincide 

with that of others where the linear type of harvester produced an average peak power of 

оΦнм˃²Φ ¢Ƙƛǎ ǿŀǎ ŘǳŜ ǘƻ ǘƘŜ ŦǊŜǉǳŜƴŎȅ ƻŦ ǘƘŜ ƭƛƴŜŀǊ ƘŀǊǾŜǎǘŜǊ ōŜƛƴƎ tuned to a particular 

frequency. If the applied frequency is not close to that of the linear harvester, then the energy 

harvested is minimal. After introducing magnets to the design a mono-stable harvester was 

produced, this is when the cantilever, much like the linear harvester, returns to one single 

state after excitation. The magnets amplify the frequency of the cantilever causing high 

excitatƛƻƴΣ ǇǊƻŘǳŎƛƴƎ ŀƴ ŀƭƳƻǎǘ ŜǉǳƛǾŀƭŜƴǘ ǇƻǿŜǊ ƻǳǘǇǳǘ ƻŦ муΦто˃² ŀǘ ƘƛƎƘ ƻǇŜǊŀǘƛƴƎ 

ǎǇŜŜŘǎ ŎƻƳǇŀǊŜŘ ǘƻ ǘƘŜ ноΦн˃² ǇǊƻŘǳŎŜŘ ōȅ ǘƘŜ ōƛ-stable harvester at the same speeds [37]. 

However, this was not the case for all other speeds, which is what gives bi-stable designs their 

advantage for energy harvesting purposes. A bi-stable design has two stable states, and rapid 

switching will occur when an excitation at any frequency is transferred to the system. This 

rapid switching causes significant stresses within the cantilever, increasing the voltage output. 
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Furthermore, the instability of having more than one location to settle causes a reverse 

damping effect, meaning that it takes longer for the system to reach an equilibrium state, 

thus increasing the energy output of the system. It is essential to highlight that the energy 

available is dependent on ǘƘŜ ǎǿƛƴƎ ŀƴƎƭŜ ƻŦ ǘƘŜ ǳǎŜǊΩǎ ƭŜƎ ŀǎ ǿŜƭl as the frequency [37]. 

Figure 2-11 Leg mounted piezoelectric energy harvester [37] 

 

Mathieu et al. [172] investigated the use of PVDF to power a pacemaker. In their research, 

the twisted piezoelectric polymer was used to harvest the energy from blood pressure within 

the heart, this increased the stress on the material and as a result, produced higher voltage 

outputs. Testing was done by placing the harvester in a sealed bag to which pressure was 

applied. The output voltage was rectified using a diode bridge and stored in a capacitor. It was 

found that 3V could be stored in the capacitor which could supply an LED with a constant 

supply. However, the time limit for the LED to be illuminated was not stipulated and would 
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allow for a better assumption on the amount of energy available to charge or power a 

pacemaker per heartbeat. 

 

A promising area of research is bi-stable piezoelectric energy harvesters; these devices 

achieve much higher output energy than conventional harvesters such as cantilevers [22, 27-

32]. This is due to that fact that cantilever based harvesters have a narrow excitation band 

and in most cases need to be directly actuated, which is ideal for applications. However, this 

is not the case for the majority of vibration-based energy harvesting applications [181, 182, 

253-256]. As the name suggests, a bi-stable system has two stable states; however, in-

between these two states, the structure is chaotic, creating a snapping motion. This rapid 

motion results in higher internal forces within an energy harvester; this has been depicted in 

Figure 2-12. There are three methods by which a bi-stable system can be manufactured; 

magnetic repulsion [33-37, 183], beam buckling [38-41, 184, 185] and magnetic attraction 

[42-44].  
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Figure 2-12 Double- well bi-stable a) inner-well oscillations b) chaotic multi-well oscillations 

c) inter-well oscillations [186] 

 

As previously stated, there are two important properties that researchers have strived to 

optimise in piezoelectric energy harvesters; reduction in the natural frequency and increase 

in the bandwidth of the energy harvesting device. Optimisation of any or both factors results 

in a significant increase in power output of the harvester. Li et al. [187] produced a bi-resonant 

system made of two PVDF bimorph cantilevers with natural frequencies of 15Hz and 22Hz. 

Proof masses were attached at the ends of the cantilevers to reduce the natural frequency of 

the system. It was reported that this system, when excited between 14Hz and 28Hz, resulted 

in a power increase of 81% (0.35µW). The system vibration collisions between the two beams 

were observed, spurring the beams to vibrate for longer and with greater amounts of stress 

[187].  

 

Passive systems have been further investigated, and these are defined by not adapting to 

changing vibrational inputs [188, 189]. Contrary to this, Lallart et al. [188] performed research 

on the active turning of piezoelectric energy harvesting beams, where a low power circuit was 

used to change the structure of the harvester depending on the acceleration and 

displacement of the system leading to a further increase in output compared to that of a 

linear system. 

 

A standard method of creating a bistable energy harvester is through the use of magnets. This 

can be either through repulsion or attraction. Through the use of multiple permanent 
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magnets, it is possible to create systems of two or more energy wells or stable positions [190-

195]. The initial system design was based around a piezoelectric cantilever with a proof mass 

attached to the end of the beam. The proof mass was then made from a magnetic material. 

The use of a single magnet of opposite polarity perpendicular to the cantilever would then 

create two zones in which the beam could come to rest [36]. Cottone et al. [36] were first to 

investigate this novel form of energy harvesting shown in below Figure 2-13. They reported 

that the implementation of this system produced 400% to 600% more energy than a 

traditional cantilever. It was this work that changed the development of energy harvesting 

and turned the spotlight to piezoelectric energy harvesting over inductive and capacitive 

energy harvesting techniques. 

Figure 2-13 Cottone et al. novel bi-stable energy harvesting system [36] 

 

Jiang et al. [25] developed a buckling beam that is driven by magnetic induced buckling, using 

alternating magnetic poles, a PZT transducer snaps between an attracted and repulsed state. 

!ǎ ŀ ǊŜǎǳƭǘΣ лΦр˃² ǿŀǎ ƎŜƴŜǊŀǘŜŘ ǿƛǘƘ ŀ ƭƻŀŘ ǊŜǎƛǎǘŀƴŎŜ ƻŦ оΦоaʍ ŀǘ оIȊ [25]. Li et al. also 
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studied the application of magnetic induced buckling to develop a harvester to identify critical 

parameters to optimise a harvester using stochastic Melnikov theory [196]. 

 

An investigation into implementing linear and bi-stable energy harvesters for energy 

harvesting shoes and bridges have been performed by Green et al. [197]. In their work, they 

discuss the inaccuracy of using Gaussian white noise, to which realistic data was obtained and 

used to model the two harvesting techniques. Their results showed that the linear harvesters 

were more efficient than the proposed bi-stable harvesters. This was attributed to the low 

energy exerted on the model. The data revealed that there simply was not enough energy to 

move out of one energy well to the other. In other words, the energy used to excite the 

piezoelectric cantilever was not sufficient to push through the magnetic field of the 

permanent magnet to its second state. This was due to the repulsion of the two permanent 

magnets in the system. However, the implementation of strong magnets into small electronic 

systems can cause interference. Furthermore, the complexity of the system is increased [39, 

198].  

 

The next area of bi-stability to be investigated is the Duffing oscillator, this non-linear system 

have been studied in detail both experimentally and theorestically for many years. This forms 

the basis of most bi-stable and mono-stable systems [199-206]. Duffing based energy 

harvesters show a broad resonance frequency which can be further increased by changing 

parameters based around; damping, input force, input acceleration, displacement, and 

nonlinearity strength (magnet strength, spring stiffness or structural stiffness). Changing 
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these parameters can result in a significant increase in power output for the energy harvester. 

Furthermore, these resonant frequencies are typically far lower than that of a linear based 

system, meaning that they have better transference into real-world applications. 

Characteristically, a duffing bistable system will have a snap through the event during its 

operation. This is due to the previously discussed energy well. The development of two energy 

wells means that to switch between states, more energy must be transferred into the system; 

this extra energy creates more stress in the system. Once the threshold energy is met, the 

system changes state, expelling the energy as erratic kinetic energy which is then captured by 

the piezoelectric materials and converted into an electrical charge. 

 

An area that should be focused on is buckling energy harvesters or buckled beam energy 

harvesters. It is this type of system that has a place in modern-day electronics as it is simple, 

compact, and develops comparatively large amounts of usable energy [207-213]. Masana and 

Daqaq [208, 209] have performed a detailed assessment of post-buckled beam energy 

harvesters. Although they performed far better than a linear device, it was reported that a 

return system was needed as the energy generated was not significant enough compared to 

other bi-stable systems. This is due to a single impulse of energy other than a vibration 

cantilever. As the system can work at very low frequencies, it is possible to use this in more 

locations, enabling a potentially higher amount of energy that can be harvested. This 

observation made by Masana and Daqaq appears to concur with other researchers in the 

field. It was highlighting an area that could be built upon and investigated in more depth.  

 



Nathan Counsell University of Hertfordshire Page 47 
 

Eltanany et al. investigated the effect of a PEH based on a buckled beam, with the view to 

harvesting very-low-frequency vibration from a handshake using two 25mm X 10mm X 

лΦлрƳƳ t½¢ ǘǊŀƴǎŘǳŎŜǊǎ ǿƘŜǊŜ мл˃² ƻŦ ŜƴŜǊƎȅ ǿŀǎ ƘŀǊǾŜǎǘŜŘ [40]. 

 

Although there are demonstrated advantages of bi-stable systems, there is still certainly room 

ŦƻǊ ƛƳǇǊƻǾŜƳŜƴǘΦ 9ǊǘǳǊƪ ŀƴŘ LƴƳŀƴΩǎ [201] work illustrated that mechanical shock to the 

system would help a system stay in a state where a bi-stable system snaps between stable 

states, generating maximum power output upon a single actuation. The downside of this 

system is it relies on constant high amplitude actuations that cause detrimental damage to 

the piezoelectric material, significantly reducing the life of the energy harvesting unit. Sebald 

et al. [214] proposed an active system that the output impedance changes depending on the 

input impedance. However, the extra energy is taken to power this active circuit results in a 

system that produces less power.  

 

2.7 Mono-stable Energy Harvesters 

A mono-stable system shows the greatest benefit to modern-day electronics. This is a system 

that returns to its original position and produces large amounts of energy, however not as 

much as a bi-stable system. It is of intrest as it produces less stress within the piezoelectric 

element without damaging the material. This means that the system can last longer as a 

result.  From the research performed, it was found that most mono-stable systems are a 

piezomagnetoelectric system, which much like the bi-stable system means that a magnet is 

used to create a single stable state. The power is extracted via a piezoelectric material [215-
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218]. Nasser et al. [215] used two attractive magnets to create a buckling effect in a 

piezoelectric beam. Their findings suggest that although the power output was lower than 

that of a bi-stable system, the range of frequencies that could be harvested was found to be 

much larger. This suggests that a well-placed system could collect power from wind vibrations 

of all speeds. Similarly, Fan et al. [218] developed a model where their findings showed a 54% 

increase in bandwidth and a 253% increase in the power output of the system. Hajati and Kim 

[246] investigated a clamped-clamped beam with a mass in the centre, this caused the beam 

to sag and create a mono-stable system which when excited with was able to produce double 

the power output and increased the bandwidth of the systems.  

 

Having performed a literature review on piezoelectric energy harvesters and acknowledged 

the research landscape, it has been identified that buckling of ceramic piezoelectric elements 

has very little research. This has been attributed to the difficulty of ensuring that the 

piezoelectric ceramic does not fail after a single or few actuations. Following the investigation 

into bi-stable harvesters, buckling beam and formed bistable systems appear to be the most 

effective method of produce a system that could have commercial appeal. This is due to the 

compact nature of the system, the simplicity of the structures and the high energy outputs. 

However, for these methods to be employed for piezoelectric ceramics bi-stable systems 

cannot be used, simply the forces involved in these systems are too great and are better 

suited for piezoelectric polymers such as PVDF and it copolymers. Instead, a proposal of work 

that investigates monostable buckling has been performed. Monostable buckling although 

generates less energy when compared to equivalent bistable systems. The forces involved are 

sufficiently lower, this will protect the ceramic and ensure longevity of the power source.  



Nathan Counsell University of Hertfordshire Page 49 
 

Furthermore, when comparing the charge developed from an applied force perpendicular to 

the polarisation field (d33) the piezoelectric polymers observed in monostable and bistable 

piezoelectric energy harvesters can be observed to have 20 times less power put unit of force, 

when compared to piezoelectric ceramics. This work has potential to enable the replacement 

of primary batteries (coin cells) in low power electrics. 

2.8 Structural Modelling of Piezoelectric Energy Harvesters 

Multiple theories have been developed over time for modelling piezoelectric elements, 

however, two methods are key to the modelling of stresses within beams and plates. The first 

being Euler-.ŜǊƴƻǳƭƭƛΩǎ ōŜŀƳ ǘƘŜƻǊȅΣ ǘƘƛǎ ƛǎ ǘȅǇƛŎŀƭƭȅ ǳǎŜŘ ǘƻ ƳƻŘel cantilever type harvesters 

from this the top surface stresses can be obtained which is then inputted into the 

piezoelectric equations to find the voltage and charge produced from an actuation.  

Developing upon this Timoshenko beam theory has been applied this takes into about the 

deflection of the elements and as a result produces a much more accurate stress, especially 

with modelling dynamic loads [257 - 266]. 

Ajitsaria et al [257], a comparison of the two beam methods was investigated, comparing 

both the models they found an acceptable degree of accuracy with experimental data 

ŎƻƭƭŜŎǘŜŘΦ ¦ǎƛƴƎ ǘƘƛǎ ƛƴŦƻǊƳŀǘƛƻƴΣ ƛǘ Ƙŀǎ ōŜŜƴ ƛŘŜƴǘƛŦƛŜŘ ǘƘŀǘ ōƻǘƘ 9ǳƭŜǊ ŀƴŘ ¢ƛƳƻǎƘŜƴƪƻΩǎ 

methods are an effective method of determining the voltage and thus the power output of a 

piezoelectric energy harvester. Throughout this report it was repeatedly highlighted that 

comparison of buckling beams has been shown minimal attention. This has been attributed 

to two reasons; the first is piezoelectric energy harvesting is dominated with cantilever 

harvesters, and the second being the complex modelling of bistable and post-buckling 
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behaviour that many authors overlook performing buckling on monostable systems through 

Euler-.ŜǊƴƻǳƭƭƛΩǎ ŀƴŘ ¢ƛƳƻǎƘŜƴƪƻΩǎ ǘƘŜƻǊƛŜǎΣ Ƴŀȅ ōŜ ŀ ǇƻǎǎƛōƭŜ ƳŜǘƘƻŘ to extract stresses 

which can be used to identify the power output of buckling monostable harvesters [267-270].  

In addition to Ajitsaria, Ly et al [259], used both Euler and Timoshenko to optimise the shape 

and resonant frequency of a cantilever, their woǊƪǎ ŜƳǇƭƻȅŜŘ IŀƳƛƭǘƻƴΩǎ ǇǊƛƴŎƛǇƭŜ ǿƘƛŎƘ ǿŀǎ 

computed using the modal decomposition method. Their findings demonstrated that the first 

modal response was much smaller than the first and generated significantly less power.  

 

2.9 Piezoelectric Polymer 

PVDF can be synthesised through multiple methods; hot pressing, extrusion, solution casting, 

spin casting, Langmuir-Blodgett, NTIPS (Non-Solvent Thermal-Induced Phase Separation), 

TIPS (Thermally-Induced Phase Separation) and VIPS (Vapour-Induced Phase Separation). 

¢ƘŜǎŜ ƳŜǘƘƻŘǎ ǇǊƻŘǳŎŜ ǘƘŜ ŘŜǎƛǊŜŘ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭ ŦƻǊƳŀǘƛƻƴ ƛƴ t±5CΦ ¢Ƙƛǎ ǎŜŎǘƛƻƴ will 

investigate the methods of manufacture to establish areas in which research has not been 

performed while producing a comprehensive picture of PVDF production. 

 

The first method that will be investigated is hot press; this method involves compressing PVDF 

powder at extremely high pressures and elevated temperatures. This produces a transparent 

film with low piezoelectric properties. The reason for the low piezoelectric properties can be 

ŀǘǘǊƛōǳǘŜŘ ǘƻ ŀ ƳƛȄǘǳǊŜ ƻŦ ʰ ŀƴŘ ʲ ŎǊȅǎǘŀƭǎ ōŜƛƴƎ ǇǊŜǎŜƴǘ ǿƛǘƘƛƴ ǘƘŜ ƳŀǘŜǊƛŀƭ ŀƴŘ ǘƘŀǘ ǘƘŜǊŜ 

ŀǊŜ ƴƻ ŦǳǊǘƘŜǊ ƳŜŎƘŀƴƛǎƳǎ ǘƻ ƛƴŎǊŜŀǎŜ ǘƘŜ ʲ ǇƘŀǎŜ ŎƻƴǘŜƴǘ ƻǊ ƻǊƛŜƴǘŀǘŜ ǘƘŜ ŘƛǇƻƭŜ ƳƻƳŜƴǘ 

of the polymer chains causing net polarisation of the overall material. Much like the hot press, 
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extrusion produces similar results. However, other researchers improved upon the first 

technique by stretching the polymer and applying a high voltage [58-62]. The stretching 

ƛƴŎǊŜŀǎŜŘ ǘƘŜ ǇŜǊŎŜƴǘŀƎŜ ƻŦ ʰ ǘƻ ʲ ŎƻƴǾŜǊǎƛƻƴ [63, 64]. The high voltage across the material 

caused the dipole orientation resulting in a significant increase in the output. It should be 

ƴƻǘŜŘ ǘƘŀǘ ǎǘǊŜǘŎƘƛƴƎ ŘƻŜǎ ƴƻǘ ǊŜǎǳƭǘ ƛƴ млл҈ ʰ ǘƻ ʲ ŎƻƴǾŜǊǎƛƻƴ ŀƴŘ ǘƘŀǘ ƻǘƘŜǊ ƳŜŎƘŀƴƛǎƳǎ 

should be investigated such as solution casting. Solution casting is now the most commonly 

practised method of manufacture; this is attributed to the ease of manufacture, and the 

ƘƛƎƘŜǊ ǇŜǊŎŜƴǘŀƎŜ ȅƛŜƭŘ ŦƻǊ ʲ ŎǊȅǎǘŀƭǎ [65-69].  

 

Stretching PVDF has been known to increase the ȅƛŜƭŘ ƻŦ ʲ ŎǊȅǎǘŀƭ ŦƻǊƳŀǘƛƻƴΦ ¢ƘŜ Ƴŀƛƴ 

variables that have been investigated by researchers are; drawing ratio, drawing speed, and 

ǘŜƳǇŜǊŀǘǳǊŜΦ {ǘǊŜǘŎƘƛƴƎ Ƙŀǎ ŀ ǎƛƎƴƛŦƛŎŀƴǘ ŜŦŦŜŎǘ ƻƴ ǇǊƻŘǳŎƛƴƎ ʲ ǇƘŀǎŜ ǇƻƭȅƳŜǊ ŎƘŀƛƴǎΦ ¢Ƙƛǎ 

ƳŜǘƘƻŘ ǇǊƻŘǳŎŜǎ ǎǳŎƘ ŀ ƘƛƎƘ ȅƛŜƭŘ ŘǳŜ ǘƻ ǘƘŜ ǎǘǊǳŎǘǳǊŜ ƻŦ ǘƘŜ ǇƻƭȅƳŜǊ ŎƘŀƛƴǎΦ !ǎ ʰ ǇƘŀǎŜ 

chains get elongated, a conversion occurs where the trans-gauche trans-gauche (TGTG) 

ŎƘŀƛƴǎ ŎƘŀƴƎŜ ǘƻ ʲ ǇƘŀǎŜ ŀƭƭ-trans (TTTT) chains. Iǘ ǿŀǎ ŦƻǳƴŘ ǘƘŀǘ ƻƴŎŜ ǘƘŜ ʰ ŎƘŀins have 

been stretched by 20% more than their original length, they will transfer to the ̡  ǇƘŀǎŜΦ 

It should be noted that the optimum stretch is not wholly agreed upon within the research 

community; however, the consensus is that stretching PVDF at a ratio higher than 4:1 will 

result in significant h  ǇƘŀǎŜ ŎƻƴǾŜǊǎƛƻƴΦ {ƻƳŜ researchers believe stretching beyond the ratio 

mentioned above is ineffective ŀǎ ǘƘŜ ŎƘŀƴƎŜ ƛƴ ʲ ŎǊȅǎǘŀƭ ŎƻƴǘŜƴǘ ƛs minimal. In contrast, 

ƻǘƘŜǊǎ ǎǳƎƎŜǎǘ ǘƘŀǘ Ǌŀǘƛƻǎ ǳǇ ǘƻ сΥм ǇǊƻŘǳŎŜ ǘƘŜ ƘƛƎƘŜǎǘ ŀƳƻǳƴǘ ƻŦ ʲ ŎǊȅǎǘŀƭΦ !ƭǘƘƻǳƎƘ ǘƘŜ 

optimum drawing ratio is not agreed upon, the other variables such as drawing speed and 
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temperature have been. The drawing speed is a critical variable to enhance the output of 

PVDF. The faster the drawing rate, ǘƘŜ ƘƛƎƘŜǊ ǘƘŜ ȅƛŜƭŘ ƻŦ ʲ ǇƘŀǎŜ ǿƛǘƘƛƴ ǘƘŜ ƳŀǘŜǊƛŀƭΣ ǎƭƻǿ 

stretching speeds allow for the chains to move through the material resulting in minimal 

change in structure. The final variable to be discussed is the temperature at which the 

ƳŀǘŜǊƛŀƭ ƛǎ ǎǘǊŜǘŎƘŜŘΦ ¢ƻ ŀŎƘƛŜǾŜ ǘƘŜ ƘƛƎƘŜǎǘ ŀƳƻǳƴǘ ƻŦ ʲ ǇƘŀǎŜ ŦƻǊƳŀǘƛƻƴ ǘƘŜ ǘŜƳǇŜǊŀǘǳǊŜ 

Ƙŀǎ ǘƻ ōŜǘǿŜŜƴ слх/ ŀƴŘ улх/ [64, 66]. The elevated temperature causes the material to 

become more pliable and soft, allowing it to reach stretching ratios of over 4:1. Temperature 

is a critical mechanism for PVDF production.  

 

Poling can be described as the orientation of domains within a material. This is achieved 

through the application of force and high voltage. This process is essential for increasing the 

output of piezoelectric and ferroelectric materials, allowing for more significant amounts of 

energy to be converted from mechanical inputs. 

 

The main factors identified affecting the output of a material can be linked to variables during 

the poling process, these are; mechanical strain applied to the material, poling voltage, poling 

time, temperature and rate of cooling. These factors differ depending on the material 

properties. 

 

The poling process can be the same for each classification of material. However, when 

comparing polymers and ceramics, one vital process differs. For piezoelectric ceramics, the 

material is usually subjected to a compressive strain, whereas polymers are subjected to 
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tensile strain. Having said this, no material is the same and tailored poling should always be 

considered to improve properties. 

 

The literature on PVDF has been reviewed to evaluate what is known about the poling 

process. This material has been chosen as it processes high piezoelectric constants compared 

to other materials, is Ultra Violet (UV) resistant and is compatible with organic tissues. These 

properties make PVDF a desirable piezoelectric energy harvesting material, such that many 

researchers and academics have investigated the material to harvest energy in a variety of 

applications. 

 

There are two main manufacturing techniques through which PVDF is produced; from melt 

or solution. The most common technique for producing PVDF is melt draw. Much like injection 

moulding, PVDF granules are placed into a hopper, and a lead screw is heated to above the 

ƳŜƭǘƛƴƎ Ǉƻƛƴǘ ƻŦ ǘƘŜ t±5C όмтлх/ύΦ ¢ƘŜ ǎŎǊŜǿ ŎƻƳǇǊŜǎǎŜǎΣ ƘŜŀǘǎ ŀƴŘ ǘƘŜƴ ŦƻǊŎŜǎ ǘƘŜ ƳƻƭǘŜƴ 

PVDF out of a nozzle. The material is then quenched by blowing ambient air over the material 

[70]Φ ¢Ƙƛǎ ǘŜŎƘƴƛǉǳŜ ƛǎ ǎƛƳǇƭŜ ŀƴŘ ŜŦŦŜŎǘƛǾŜ ŀǘ ǇǊƻŘǳŎƛƴƎ ʰ ǇƘŀǎŜ t±5C ƻƴ ŀ ƭŀǊƎŜ ǎŎŀƭŜ, as 

shown in  

 

Figure 2-14; however, the material needs further post-processing ǘƻ ŎƻƴǾŜǊǘ ʰ ǇƘŀǎŜ ŎǊȅǎǘŀƭǎ 

to the ̡  ǇƘŀǎŜΦ 

 



Nathan Counsell University of Hertfordshire Page 54 
 

 

Figure 2-14 Industrial PVDF stretching and poling [70] 

 

The second manufacturing technique is solution base deposition; this technique has many 

good attributes compared to melt drawing. The method of producing PVDF is achieved by 

dissolving PVDF granules into a base solution. However, to achieve a material with high 

ŀƳƻǳƴǘǎ ƻŦ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭǎ, dimethylformamide (DMF) should be used as the base solution 

(i.e. solvent) [71]. The solution is deposited on a smooth, clean surface and then annealed to 

evaporate any moisture and DMF from the solution. Once cooled to room temperature, the 

remaining PVDF can be observed to be in the ̡  ǇƘŀǎŜ. However, results have also shown other 

ŎǊȅǎǘŀƭƭƛƴŜ ǇƘŀǎŜǎ ǎǳŎƘ ŀǎ ʰΣ ʴΣ ŀƴŘ ʵ. The crystal formation is dependent on the annealing 

temperature and cooling rate. Another method ƻŦ ǇǊƻŘǳŎƛƴƎ ʲ ǇƘŀǎŜ t±5C ŦǊƻƳ ǎƻƭǳǘƛƻƴ ƛǎ 

electrospinning. This method produces the most significanǘ ŀƳƻǳƴǘ ƻŦ ʲ ŎǊȅǎǘŀƭ ŦƻǊƳŀǘƛƻƴΦ 

The PVDF solution is placed in a syringe and spun at high speeds, and a small nozzle allows 

the solution to escape at very low speeds of 1ml per hour. A high voltage is then applied to 

ǘƘŜ ǎƻƭǳǘƛƻƴΦ ¢ƘŜ ǊŜǎǳƭǘ ƛǎ ŀ Ƴŀǘ ƻŦ ŦƛōǊŜǎ ǘƘŀǘ ǇƻǎǎŜǎǎ ƘƛƎƘ ʲ ŎǊȅǎǘŀƭ ŎƻƴǘŜƴǘΦ 
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PVDF usually occurs in a stable form; this is known as the ʰ ǇƘŀǎŜΦ ¢Ƙƛǎ ǇƘŀse is a non-

ŦŜǊǊƻŜƭŜŎǘǊƛŎ ŎǊȅǎǘŀƭƭƛƴŜ ŦƻǊƳΦ ¢ƘŜ ʰ ŦƻǊƳŀǘƛƻƴ ƛǎ ƴƻǘ ŦŜǊǊƻŜƭŜŎǘǊƛŎ ōŜŎŀǳǎŜ ǘƘe formation is 

made up of trans-gauche trans-gauche (TGTG) chains [72, 73]. These chains are arranged so 

that the molecular dipoles cancel each other, with the resultant net polarisation of zero.  

Piezoelectric characteristics of PVDF can be obtained ōȅ ǘǊŀƴǎŦŜǊǊƛƴƎ ŦǊƻƳ ʰ ǇƘŀǎŜ ǘƻ ŜƛǘƘŜǊ 

ƻŦ ƛǘǎ ǘƘǊŜŜ ƻǘƘŜǊ ǇƘŀǎŜǎΤ ʲΣ ʵ ƻǊ ʴ [63]. This said piezoelectric PVDF could be made up of any 

combination of these four different crystalline states. To achieve the largest piezoelectric 

coefficients, t±5C ƴŜŜŘǎ ǘƻ ōŜ ƛƴ ƛǘǎ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭ ŦƻǊƳŀǘƛƻƴΦ ¢ƘŜ ʲ ǇƘŀǎŜ ƻŦ t±5C ǎƘƻǿǎ 

the most significant coefficients due to its formation of all-trans (TTTT) molecules [72, 73], 

this is highly desirable as this formation allows for all dipole moments along the chain to be 

aligned in the same direction, resulting in large piezoelectric outputs. 

 

Quenching can be described as rapid cooling of a material from an elevated temperature to a 

lower temperature [58-60, 67, 74-77]Φ ¢Ƙƛǎ ǘŜŎƘƴƛǉǳŜ ǿŀǎ ŦƛǊǎǘ ǳǎŜŘ ǘƻ ǇǊƻŘǳŎŜ ʲ ǇƘŀǎŜ 

crystals in PVDF when manufactured from melt. The process involves putting PVDF granules 

into a hopper, and under pressure and temperatures above the melting point, they are turned 

into a gel. The gel is then extruded from the hopper, where it is immediately quenched into a 

plastic material using air. However, other methods have been developed that result in an 

increased piezoelectric output of PVDF, leading to the less frequent use of quenching. 

Quenching has recently been the focus of several investigations. This is attributed to a better 

understanding of the Langmuir-Blodgett technique [77-82] where the interaction between 

ǿŀǘŜǊΩǎ ƘȅŘǊƻƎŜƴ ŀǘƻƳǎ ŀƴŘ t±5CΩǎ /-F bonds cause the orientation ƻŦ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭǎΣ 

resulting in a material that does not require electric polarization [68, 78]. Furthermore, the 
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NIPS (non-solvent induced phase separation) technique for the production of porous 

membranes uses quenching [83-93]. This area is new and emerging, where solution cast PVDF 

can achieve high piezoelectric properties with considerably lower production energy and cost. 

Figure 2-15 Langmuir-Blodgett technique [94] 

 

A Digital Scanning Calorimeter (DSC) is often used to identify crystal formations within 

materials. A DSC takes a sample and weighs it. It is then heated at a set ramp-rate to a target 

temperature, held and then cooled. The system measures the weight of the material and the 

surrounding temperature continuously. This is then used to highlight any endothermic or 

exothermic peaks indicating crystal growth and crystal melting, respectively. Table 2-1 depicts 

the test procedures, and associated crystalline formation identified by various authors.  
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Table 2-1 DSC test procedures and associated crystalline peaks 

Digital Scanning Calorimeter 

Author 
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Ŝ
ŀ
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ʴ
 
ό
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ELmezayyen et al. 10 200 158.7 161 162.8 

Ma et al. 10 180 162.6 165.1  

Benz and Euler 

[95] 

10 175 157.9 165 161.3 

Zhang et al.  5 200  167  

Mohajir and 

Heymans [96] 

10 227  167 183 

 

Identifying peaks using DSC is a subject in much debate. However, this technique can also be 

used to identify the degree of crystallinity. This is achieved using equation 2.1, where H100 is 

equal to 103.4 J g-1 ŦƻǊ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭǎ ƛƴ t±5CΦ 

 
Ўὢ

ЎὌ

ЎὌ
 ρππ 

2.1 

 

Fourier Transform Infrared Spectrometry (FTIR) is also used to identify crystal formations 

within materials. Infrared light at different wavelengths are passed through the material; 

some of these wavelengths are absorbed, while others pass through. A detector then 
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identifies these wavelengths, dŜǇŜƴŘƛƴƎ ƻƴ ǘƘŜ ǎŀƳǇƭŜΩǎ ŎǊȅǎǘŀƭ ŦƻǊƳŀǘƛƻƴ, specific 

wavelengths should be stronger than others. A comparison of literature can then be used to 

identify not only which crystals are present but also their percentage of the overall structure. 

Identifying the crystal formations within the polymer samples allows for an accurate 

ǇǊŜŘƛŎǘƛƻƴ ƻŦ ǘƘŜ ǇŜǊŎŜƴǘŀƎŜ ŎǊȅǎǘŀƭƭƛǎŀǘƛƻƴ ŀƴŘ ʲ ǇƘŀǎŜ ŎƻƴǘŜƴǘΦ IƻǿŜǾŜǊΣ ǘƘŜǊŜ ƛǎ ƴƻǘ ŀ 

consensus on the exact points where crystals form. Table 2-3 summarises the FTIR and DSC 

Ǉƻƛƴǘǎ ǿƘŜǊŜ ʰΣ ʲ ŀƴŘ ʴ ŎǊȅǎǘŀƭǎ form in PVDF.  

Table 2-2 Review of critical peaks within PVDF 

Fourier Transform Infrared Spectrometer 

Author Parameter ʰ ²ŀǾŜ bǳƳōŜǊ 

(cm-1) 

ʲ ²ŀǾŜ bǳƳōŜǊ 

(cm-1) 

ʴ ²ŀǾŜ bǳƳōŜǊ 

(cm-1) 

Elmezayyen et 

al. [97] 

Absorbance 615, 764, 795, 

975 

840, 1276, 1433 1433,  

Kumar and 

Viswanath [98] 

Transmittance 764, 795, 973, 

1183, 1211 

840, 1272  

Jia et al. [99] Intensity 614, 764 510, 840, 1234 840, 1234 

Zhang et al. 

[67] 

Reflectance  762, 796, 975, 

1210, 1383, 1423 

840, 1234, 1275 776, 812, 833, 

840, 1234 

Sencadas et al. 

[100] 

Transmittance 410, 531, 615, 

765, 795, 855, 

976 

442, 468, 510, 

840 
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Gregorio and 

Borges [65] 

Transmittance 408, 532, 614, 

764, 796 

444, 510, 840 431, 512, 770, 

812, 833 

Wang et al. 

[101] 

Absorbance 796, 764, 614, 

532 

840, 510 1274 

Xiao et al. [89] Absorbance 1211, 1149, 

1069, 975, 854, 

794, 763 

1275, 840  

Ma et al. [69] Transmittance 796,764, 614, 

532, 408 

840, 510, 445 813, 432 

Garain et al. 

[102] 

Absorbance 1212, 976, 764, 

614, 532 

1276, 841, 510 1236, 841, 510 

Benz et al. 

[103] 

Absorbance 1423, 1383, 

1210, 974, 762, 

532,  

1431, 1286 1234 

Gregorio [104] Transmittance 408, 532, 614, 

764, 796, 855, 

976 

445, 510, 840 512, 431, 776, 

812, 833, 840 

Cui et al. [105] Transmittance 409, 532, 613, 

764, 795, 972 

445, 470, 511, 

600, 840 

431, 512, 776, 

812, 833, 840 

 

As shown in Table 2-2-3Σ ǘƘŜ Ƴƻǎǘ ŎƻƳƳƻƴƭȅ ŀƎǊŜŜŘ ǇŜŀƪǎ ŦƻǊ ʲ ŎǊȅǎǘŀƭǎ ŀǊŜ ŀǘ ппрΣ рмлΣ уплΣ 

and 1275. However, other peaks suggested ŦƻǊ ʰ ŀƴŘ ʴ ǎƘƻǳƭŘ ōŜ ŎƻƴǎƛŘŜǊŜŘ ŦƻǊ ǘŜǎǘƛƴƎ ǘƻ 

identify other crystals within the structure to either improve the piezoelectricity or reduce it. 



Nathan Counsell University of Hertfordshire Page 60 
 

 

2.10 Lead Zirconate Titanate  

Unlike the piezoelectric polymer PVDF, PZT is a ceramic. This means that production of such 

materials involves a different approach; the most common difference between the 

production of a polymer and ceramic is the elevated temperatures ceramics take to form. 

Most polymers cannot withstand temperatures about 200ᴈ, whereas ceramics due to their 

excellent thermal capabilities and manufacturing processes can withstand temperatures 

above 1000ᴈ [106] . Although some ceramics can be produced under melt conditions, most 

are produced from powder conditions. This can be broken down into four stages; powder 

preparation, forming, firing and poling [107].  

 

Lead Zirconate Titanate ς Solid-state reaction  

Mixing of PZT plays an essential part in the production of high piezoelectric and dielectric 

constants. Simply, poor mixing will result in an inhomogeneous solution where complete 

perovskite structure is not achieved at later stages of production. To ensure a homogenous 

mixture is achieved a vigorous motion must be used to break up any aggregates formed prior 

to and during mixing. It is often recommended to use a ball mill for mixing. The next stage of 

PZT production is calcination. Calcination is the use of high temperatures to achieve three 

objectives: removal of moisture, carbonates and volatile impurities; to react the mixture to 

form a solid solution; and to reduce the proportion of the structure during final firing. 

Problems with calcination and PZT are the use of volatile materials such as lead oxide in its 

composition. Calcination at higher temperatures will result in the removal of this core 
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ingredient to achieve the perovskite structure. However, higher temperatures are needed to 

ensure reaction and bonding between the substances.  

 

It was found that calcination at set stages reduces the reaction temperature; as a result, this 

consumes less energy and retains lead oxide. In a single-state reaction, the temperature to 

bond the three materials is in excess of 800ᴈ, which is too high for lead oxide, thus preventing 

the formation of the piezoelectric perovskite structure. A two-stage calcination method was 

introduced, which lowers the calcination temperature from above 800ᴈ to 600ᴈ. The first 

stage involves the calcination of ZTO, while the second stage results in the calcination of ZTP 

and PbO. Not only the yield is higher, but it also creates finer powders, requiring less 

processing. This method is the most common method of PZT manufacture in an industrial 

setting, due to; low material cost, low energy consumption, relatively high yield of 

piezoelectric PZT and its simplicity of production. 

 

Lead Zirconate Titanate ς Coprecipitation 

Coprecipitation is one of the oldest methods of wet deposition, as discussed by Jaffe [55]. The 

method consists of the preparation of a liquid solution which when a precipitating reagent is 

introduced, causes the suspended product to be separated from the liquid. This can then be 

collected via filtering and thermal treatments. Due to the product being suspended in an 

aqueous solution, it is relatively simple to ascertain the perfect ratio of powders to achieve 

high purity and small particle size at low cost [108-110].  
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Lead Zirconate Titanate ς Sol-gel 

A promising method of PZT production is solution ς gel processing. Similar to the 

coprecipitation method, the sol-gel method involves dissolving the components. However, 

with this method, they are dissolved into an organic solvent; during this phase of production, 

an amorphous gel is produced. The continued stirring of the solution results in a homogenous 

solution. Also, polymerisation starts to occur; this is observed from the cross-linking of the 

metal oxides and salts, creating a three-dimensional structure [111]. Subsequently, the gel is 

dried and heated to extract all the organic solvent, leaving only the pure PZT mixture [111-

116]. This method of production is excellent for manufacturing thin-film PZT at lower 

temperatures of 200ᴈ [114] .  

 

Methods of forming PZT are the same as other ceramics, including dust pressing, casting, 

centrifugal casting, extrusion, isostatic pressing and hot pressing [115, 117]. The most 

common production method is to have the calcined PZT powder mixed with an organic binder 

which, when heated, will evaporate from the ceramic, yielding pure PZT. Depending on the 

shape desired, either hot pressing or extrusion can be used.  

 

Sintering is critical to the production process. Which usually occurs at temperatures between 

700  and 1350 , thus creating a hard ceramic material that can then be finished by 

polishing, grinding or cutting. Over recent years scientists have investigated methods to 

reduce the sintering temperature, for two reasons; reduced synthesis energy and the ability 
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to apply electrodes such as silver during the sintering process. This results in reduced 

processing time and low resistance electrodes [106, 118].  

 

Doping is essential when producing piezoelectric materials, enhancing the d33 and permittivity 

coefficients, thus resulting in higher charge outputs. Three types of dopants are used when 

producing piezoelectric materials; isovalent, donor, and acceptor. An isovalent dopant is a 

dopant that has the same number of cations as the material it is replacing or enhancing, for 

example; the lead (Pb+2) in PZT can be replaced with Barium (Br+2). This type of doping leads 

to higher permittivity and a lower Curie temperature [119]. Donor dopants, as the name 

suggests, have a more significant number of cations, this causes the material to exhibit a 

larger d33 as there are more electrons present in the material. In contrast, the acceptor dopant 

has fewer cations present, compared to the receptor material. This lowers the permittivity 

and causes and ion vacancy in the oxygen for perovskite structured piezo-ceramics [119]. 

 

It has been identified that poling copolymers of PVDF such as; Poly (vinylidene fluoride 

trifluoroethylene) or P (VDF-TrFE) require less energy and manufacturing steps to achieve 

piezoelectricity [120-122]. The TrFE causes the PVDF to align all domains, reducing 

randomised domain orientation. Consequently, the opposing domain orientation also 

reduces, further increasing the electrical output of the material. However, the introduction 

of TrFE alters the structure of the material, resulting in a less efficient mechanical to electrical 

conversion compared to pure PVDF. 
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Furthermore, other materials can be added to the ferroelectric polymers to increase the 

number ƻŦ ʲ ŎǊȅǎǘŀƭǎ ŦƻǊƳŜŘ ŦǊƻƳ the solution. This reduces the amount of mechanical work 

ƴŜŜŘŜŘ ǘƻ ƛƴŘǳŎŜ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭ ŦƻǊƳŀǘƛƻƴ ǿƛǘƘƛƴ ǘƘŜ ǇƻƭȅƳŜǊ ŀǎ ǘƘŜ ŘƻǇŀƴǘǎ ŀŎǘ ŀs 

ƴǳŎƭŜŀǘƛƻƴ ǎƛǘŜǎ ŦƻǊ ǘƘŜ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭǎΦ 

 

The conductivity of a piezoelectric material contributes vastly to the piezoelectric properties 

exhibited. Research has been performed on increasing the conductivity of PVDF through the 

use of doping with conductive materials such as; Carbon Nanotubes (CNTs), Silver Nanowires 

(Ag-NWs) and Zinc Oxide Nanowires (ZnO-NWs). Although these are the most common 

research areas of doping, other areas of doping have been explored. 

 

Yu et al. [123] investigated the effects of doping PVDF, from solution, using Multi-Walled-

Carbon-Nano-Tubes (MWCNTs). Samples of PVDF were then produced with 3wt%, 5wt%, 

7wt%, and 10wt% MWCNT. Using electrospinning, the solutions were then spin-cast at 18kV. 

It was found that solutions with 3wt% and 5wt% induce the most substantial ŀƳƻǳƴǘ ƻŦ ʲ 

phase formation compared to pure PVDF. Much like TrFE doping, nanotubes act as a catalyst 

ƛƴ ǘƘŜ ŦƻǊƳŀǘƛƻƴ ƻŦ ʲ ŎǊystals. Moreover, they also cause PVDF to align in a more determined 

orientation, resulting in the better orientation of the PVDF chains. Therefore, less energy is 

needed to produce a high piezoelectric response in the material. 

 

Li et al. [124] investigated doping PVDF with Ag-NWs. Much like doping with CNTs, the 

percentage weight is critical to producing PVDF with more significant ŀƳƻǳƴǘǎ ƻŦ ʲ ǇƘŀǎŜ 
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crystals. Large amounts of dopant results in the PVDF molecules forming a tightly clustered 

substance; ǘƘƛǎ ŎƭƻǎŜ ǇŀŎƪƛƴƎ ƭŜŀŘǎ ǘƻ ǘƘŜ ŦƻǊƳŀǘƛƻƴ ƻŦ ǎǘǊŀƛƎƘǘ ʰ ǇƘŀǎŜ ŎǊȅǎǘŀƭ ŎƘŀƛƴǎ ŀǎ 

opposed to the zig-ȊŀƎƎŜŘ ʲ ǇƘŀǎŜ ŎǊȅǎǘŀƭ ŎƘŀƛƴǎΦ ¢ƘŜ ǇǊƻŎŜǎǎ ƻŦ ƳŀƴǳŦŀŎǘǳǊŜ ƛǎ ǎƛƳƛƭŀǊ ǘƻ 

that of Li et al., where the material is dissolved and electro-spun. It was found that a high 

piezoelectric coefficient was achieved with a 1.5wt% solution, 29.8pC/N, this is a 64% increase 

compared to pure PVDF, 18.1pC/N. This technique yields a piezoelectric response equal to 

that of P (VDF-TrFE). 

 

The use of dopants can reduce the energy required to produce a high piezoelectric response 

from PVDF. Another factor that produces a high piezoelectric response is the interactions 

between the C-F bonds and the dopant. It is suggested that an investigation should be 

conducted to produce a comparison between different dopants. Furthermore, another 

investigation should be completed to identify a conductive material, which is cheap and 

interacts with the C-F bonds in the PVDF to produce a large piezoelectric response. 

 

2.11 Lead-Free Ceramics 

The concern for public health has always been paramount. In 2002, the European Union (EU) 

passed a directive to reduce, remove and replace heavy metals such as mercury, lead and 

cadmium from electronic parts (EU Directive 2002/95/EC) [125]. This directive was put in 

place due to the increasing amount of electrical waste produced by the EU, increasing the 

concerns of heavy metals poisoning the waterways and humans. The directive states that the 

maximum amount of heavy metals used in a device should be 0.1 wt%. This said, Lead 
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Zirconate Titanate (PZT) is currently exempt in the EU due to lack of alternative substitutes. 

However, PZT shall not be allowed to be used when a more suitable material with the same 

or higher d33 becomes available [125, 126]. Therefore, research into lead-free alternative 

piezoelectric materials has been the subject of many investigations. 

 

A material identified for such a purpose as to replace PZT is (Ba, Ca) (Zr, Ti) O3 (BCZT). BCZT is 

a ferroelectric ceramic with a perovskite structure, much like PZT, which under certain poling 

conditions can achieve a very high d33 constant of 620pC/N [127, 128]. This d33 is higher than 

most soft PZT compositions, signifying the importance of this material. To achieve a d33 so 

high, researchers have investigated the effect of the system that sits between two or more 

ferroelectric-phases. An example of this would be cubic to rhombohedral. The point where 

two or more changes occur is known as the Morphotropic Phase Boundary (MPB) [55, 127, 

129, 130]. The MPB causes instability between different piezoelectric structures; this 

instability allows for simple orientation of domains within the material, resulting in higher 

piezoelectric coefficients [127, 131, 132]. 

 

2.12 Electronics 

Piezoelectric materials are known for producing an electrical charge when an external force 

is applied to them; the amount of charge produced depends on the materialΩs d constants. 

For these experiments, PZT (Lead Zirconate Titanate) has been used with a d33 of 374 pC/N. A 

piezoelectric material behaves similarly to a capacitor. When a force is applied, a sharp 

voltage is achieved; however, over time, the charge will return to zero, even if the force is 
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kept constant. After removing the force, the structure of the material returns to its original 

position, resulting in an opposing signal to the applied force. Repetitions of this cycle will 

result in a sinusoidal wave formation, known as an alternating current (AC). AC power is 

problematic for piezoelectric energy harvesters since most electrical devices and circuits rely 

on a constant DC power. Therefore, the signal needs to be converted from AC to DC form; this 

is achieved through implementing a signal conditioning circuit. This circuit enables the 

harvester to power electrical circuits and devices. Figure 2-16 shows a flow chart that 

illustrates the transfer of energy from a mechanical form to an external circuit. 

Figure 2-16 Energy transfer in a piezoelectric energy harvester 

 

It should be noted that the implementation of a signal conditioning circuit introduces further 

losses into the system. Therefore, the efficiency of the circuit is critical for achieving enough 

usable energy to power external circuits and devices. In this section, an investigation into 

different methods of signal conditioning has been performed, with the view to reduce the 

electrical losses, thus increasing the available energy to power external electrical circuits.  

 

Piezoelectric materials typically have a high input impedance, as a result of this, a large 

variation between the circuit impedance and that of the energy harvester will lead to 

increased losses of electrical energy. This matching is comparable to the frequency tuning 
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performed for most cantilever based energy harvesters. The closer the impedance of the 

loaded circuit and generator are, the smaller the losses of electrical energy. Equation 1.2 

demonstrates how to calculate the impedance of the piezoelectric element.  

 
ὤ

ρ

ς“ὅ  ‫
 

2.2 

 

Where; Z is the impedance of the piezoelectric energy harvester 

  ̟is the frequency of excitation for the energy harvester 

 ὅis the capacitance of the energy harvester  

Impedance is measured in ohms (ɋ); therefore, to match the two circuits, resistors must be 

used. Using resistors in series will increase the value of impedance between the two circuits, 

passively. However, because the frequency of excitation can vary considerably, especially 

with broadband harvesters, an active system is much more desirable. What is meant by this 

is when the energy harvester is actuated; the impedance of the load will change with the 

changing input frequency of the energy harvester [219]. An active method that can be applied 

to achieve an active system is the use of maximum power point tracking (MPPT). This is an 

effective method of generating an increased power transfer, but only when the energies 

generated are more significant than that dissipated by the additional circuit [220].  Trade-offs 

with using the MPPT system, involve the power consumed by the circuit, the speed at which 

it reacts to the change in the signal, and the accuracy that it can predict the maximum load. 

The more accurate the circuit is, the more energy it will consume and dissipate. Therefore, it 

should be noted that this system does not increase the net energy harvested by the 
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generator. There are commonly two algorithms that have been investigated; hill climbing and 

fractional open-circuit voltage. The former relies on a feedback loop that checks if the power 

output has peaked, if this has not happened it will then increase the resistance further until 

it starts to drop, upon which the resistance is reduced [221]. The second method, fractional 

open-circuit voltage, works similarly; however, an open circuit is needed for the period of 

operation, to ensure that the optimum amount of power is being harvested. 

 

The most common component used in signal conditioning circuits is diodes. Diodes behave 

similarly to one-way valves. A one-way valve only allows fluid to flow in one direction, as 

shown in Figure 2-17; however, with enough force, this can be overcome. Furthermore, there 

is inertia related to the amount of force it takes to open the valve. There are many types of 

diodes; however, for energy harvesting purposes, three types have been investigated; P-N 

type, Schottky, and Super-barrier. 

Figure 2-17 One-way valve operation 

A P-N diode uses semi-conducting metals that can be doped positively and negatively, 

producing a positive and negative region in the diode, illustrated in Figure 2-18. The depletion 

Fluid Flow 
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zone gives this type of diode its properties when no charge is applied the depletion zone acts 

as an open circuit, preventing any current from flowing. However, when a charge is applied 

to the anode, electrons build-up reducing the depletion zone. Once a certain amount of 

charge builds up, the depletion zone disappears, allowing current to flow through the 

component. This amount of charge is determined by the dopants of the semiconductors. 

Typically, a silicon diode has a threshold voltage between 0.7-1.2V, whereas a germanium 

type diode has a lower threshold of approximately 0.3V.  

 

Figure 2-18 P-N Junction Diode 

 

Ideally, a diode will only allow current to pass in one direction, from anode to cathode. 

However, this is not always the case. When enough current or voltage is applied to the 

cathode, the depletion zone is once again reduced, creating a closed circuit through the diode. 

This is known as the reverse breakdown voltage. It should be noted that the line before the 

reverse breakdown voltage is achieved is not equal to zero. This means that the voltage is 

being lost before the component fails. A component that does not do this would be ideal to 
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ensure the maximum amount of energy is harvested. Figure 2-19 illustrates the regions 

mentioned above. 

Figure 2-19 Diode Characteristics 

 

Schottky diodes are commonly used in electronics; this is due to their low voltage drop, 

typically between 0.15 and 0.4 V. Furthermore, these diodes have high switching speeds 

[222]. These diodes are made with a semiconductor- metal junction. The metal acts as an 

anode and the semiconductor as the cathode, this reduces the depletion zone and provides 

the fast switching characteristics. A fast switching diode with low forward voltage is ideal for 

piezoelectric energy harvesting, as often the energy generated is over a short time and of 

both positive and negative signs. Of course, these diodes do have drawbacks. A Schottky 

diode has a low reverse leakage. This means that when loaded in the reverse direction, a 

Schottky diode would allow more current to pass compared to a silicon diode [223]. This is 

because the depletion zone in the Schottky diodes is much smaller. 
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Implementation of a super barrier diode rectifier is an essential step in energy harvesting. 

Currently, these types of diodes are not being used for energy harvesting purposes. This is 

because it is a relatively new development. A super barrier rectifier (SBR) is important as it 

possesses the good characteristics of both Schottky and P-N type diodes, these are; low 

forward bias, high switching frequencies, high reverse recovery speeds, and high reverse 

breakdown voltage [223]. This is achieved using the metal oxide semiconductor channel, 

which is created just below the gate oxide, as shown in Figure 2-20 [223].   

Figure 2-20 SBR structure [223] 

 

For the power generated by the energy harvester to become usable, energy harvesting circuit 

must be employed. These circuits can be separated into four different areas of research, AC-

DC, Two-stage, synchronised switch and synchronous charge extraction. Most commonly 

used is a fully way bridge rectifier, which relies on diodes to switch negative charge to positive. 

This then allows for charge to be stored on to the capacitor for later used as a DC source. 
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As stated previously, a piezoelectric element generates an alternating current (AC), typically 

low-power electronics depend of direct current (DC) to work. Therefore the first stage of any 

piezoelectric energy harvesting circuit involves AC-DC rectification [251, 252]. Continued 

research has lead to the development of two-stage piezoelectric energy harvesting circuits. 

Taking the first principle of rectifying the AC to DC, and then storing into the charge generated 

into a capacitor. Two-stage energy harvesting then utilises a buck converter or step down 

converter to take the high voltages generated, which are not ideal for logic components, and 

increase the current. This system allows for better utilisation of the energy generated. This 

system is limited by three factors; the diodes switching and forward bias, the storage 

capacitors leakage, and the buck converters conversion efficiency. Therefore when put in a 

position to select a circuit it can be more efficient to size a capacitor purely for storage which 

will lead to greater useable energy. 

 

An area of great promise is synchronised switch harvesting on inductor (SSHI) [248, 249, 

250]. The energy harvested from a piezoelectric energy harvester can be significantly 

increase through the use of this non-linear technique. It is based on the resonant circuit 

created between the capacitor like behaviour of the piezoelectric transducer and an 

external inductor, this enables the energy, which otherwise would have been lost driving 

the bridge rectifier to be stored and then captured with a considerable reduction wasted 

energy. When compared with a bridge rectifying circuit what can be observed is charge 

returning to the opposite pole, short circuiting the piezo and reducing the power out of the 

piezo on. The SSHI circuit surmounts this problem in a conventional circuit by using a switch 

and an inductor. The switch opens when the capacitor voltage reaches maximum in the 
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opposite polarity, to result in the flipping of the capacitors voltage. This enables the circuit 

to use the power stored into the capacitor to prime the diodes and enable greater power to 

be harvested. 

 

  There are two methods of employing an switch-inductor circuit that is with them in parallel 

with the rectifier or in series. It can be observed that both methods increase the power 

output. 

 

The final circuit to be discussed is the Synchronous electrical charge extraction (SECE) circuit 

[247]. Unlike the previous method the power generated by this circuit does not rely on the 

load, meaning that load does not affect the efficiency of the circuit. This said, the used of a 

control circuit is needed. The system operates when the rectified voltage meets the control 

circuits threshold, this then opens the gate on a MOSFET allowing the charge to transfer to a 

coupled inductor, once all of the charge transferred to the inductor, and the control circuits 

lower threshold it met, the gate is closed. This then allows all of the charge to transfer from 

the inductor to the storage capacitor. This type of energy harvesting circuit highly depends 

of the control circuit. Ideally, this circuit will consume very little energy, however, in practice 

this is not the case and simply is not as efficient as a simple rectifier circuit. 
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2.13 Conclusion 

From all of the work reviewed, a theory has been formed that will allow for large amounts of 

power to be generated without complex mechanisms, magnets and damage to the 

piezoelectric element. This will be done through blending mono-stable and bi-stable system 

thinking and developing a system that buckles in a mono-stable manner with the power 

output of a bi-stable system.  
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 ς  Methodology 

 

 

 

 

Summary 

Within this chapter established methodologies relating to buckling and piezoelectric theories 

are explored and discussed to direct the research and build upon existing theories.  
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3.1 Mechanical ς Buckling Introduction 

Buckling has been a long-established area of research. All load-bearing structures will fail, 

given enough force is applied to the structure. However, this is determined from many 

characteristics; structure type, load type (dynamic or static), material properties, and 

boundary conditions (pinned or fixed).  

 

The simplest form of buckling is that of a column that is long and slender, as illustrated in 

Figure 3-1. When a load is placed in-plane with the structure, the member will compress until 

a critical load has been achieved. It is at this stage the structure will cease to be horizontal 

and will bend perpendicular to the axis that the load is applied. The beam has now buckled 

under the load that has been applied.  

Figure 3-1 First buckling mode for a perfect beam 

 

An excellent example of this phenomenon is the buckling of cylindrical drinks cans. When the 

can has no imperfections, is open and empty, it is possible that the thin walls of the can 

structure are able to support a force greater than the yield stress of the material, which it is 

made from. However, when an imperfection is introduced to the wall, the can will collapse 

and plastically deform. The importance of this observation is that structures can be designed 

to withstand stresses far beyond a materials yield stress, the point at which a material 

plastically deforms, causing permeate deformation of the structure. This research has 
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investigated the effect of buckling structures on piezoelectric energy harvesters, with the 

view of creating a buckling structure that elastically deforms and returns to its original 

position, while generating stresses higher than any cantilever system can induce.  

 

To demonstrate an ideal buckling column Figure 3-2 has been produced. Is it is made of two 

rigid bars of equal length that are connected with a pin and rotational spring; it is the spring 

that the elasticity of the model will be focused. The boundary conditions of the system are 

then connected to pins with one end fix and the other on a roller bearing. Finally, an in-plane 

force is then applied to the column. This then causes the column to rotate around the pin; in 

reality, the beam would be curved; however, this simplified design demonstrates that same 

principle.  

Figure 3-2 Ideal column structure for a perfect beam 
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Assume that from the buckled position is in equilibrium with the applied force, this creates 

an angle όʻύΣ in which point B is out-of-plane with points A and C. If the system was to then 

be subjected to a larger force, a larger ̒  will be observed. This means that as in-plane force 

increases, as does the angle of curvature ( )̒. ¢ƻ ƳŜŜǘ bŜǿǘƻƴΩǎ third law, a reaction force in 

the rotational spring will be observed. This creates a moment that resists the curvature 

increases. If the applied force to the column is reduced, it will tend towards its original 

position, this is known as a restoring moment. This behaviour can be used to describe stable 

and unstable conditions.  A stable system would be one that when the load is removed from 

the system, the restoring moment will cause the structure to return to its original position. 

However, if the in-plane force is too great, then the angle of ̒ will continue to increase until 

the structure completely fails, creating an unstable structure, known as lateral buckling. 

 

3.2 Mechanical ς Buckling Critical Load  

The force at which a system switches from stable to unstable is known as the critical buckling 

load represented as Pcr. The critical buckling load can be found to make a free body diagram 

of the simplified system.  

 ὓ ς—Ὧ  3.1 

  

ὓέάὩὲὸίπ 3.2 
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Where k is the rotational spring stiffness,  ̒is the angle of curvature and M is the moment 

about the centre of curvature for the column. Assuming that the angle of ̒  is small, the 

following equation can be used 

  

—ὒ

ς
 

 3.3 

 

Where L is the length of the beam. Summing the moments about the centre point will result 

in the following equation 

 
ὓ ὖ

—ὒ

ς
π 

 3.4 

 

Where P is equal to the reaction force of the beam. 

Which is equal to 

 
ςὯ

ὖὒ

ς
— π 

 3.5 

 

Therefore, when the angle is equal to zero, there is no observed defection within the system. 

If the above equation was then solved to find P, the critical load could be found with the 

resulting equation. 
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ὖ

τὯ

ὒ
 

 3.6 

 

The above equation can then be used to identify the critical buckling load of the system. 

Simply this is the limit of the stable system if any more force is applied, the system will become 

unstable and buckle. Through observation of the above formula, it is clear that two factors 

play a significant part in the critical buckling load; stiffness and length. As the length of the 

structure increases, the systeƳΩǎ ōǳŎƪƭƛƴƎ ƭƻŀŘ ŘŜŎǊŜŀǎŜǎ, and the opposite can be observed 

for the stiffness of the structure.  

 ὖ ὖ ὛὸὥὦὰὩ 3.7 

  

ὖ ὖ ὟὲίὸὥὦὰὩ 3.8 

 

To demonstrate the effect of ̒ ŀƴŘ ςὯ  έὶ ὖ have on the stability of an ideal column 

the below graph (Figure 3-3) has been produced. 
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Figure 3-3 ŘŜƳƻƴǎǘǊŀǘƛƻƴ ƻŦ ǘƘŜ Ŝǉǳŀǘƛƻƴ ǿƘŜǊŜ ʻ ƛǎ ŀǎǎǳƳŜŘ ǘƻ ōŜ ǎƳŀƭƭΦ  

 

It can be observed that when ςὯ  is equal to zero a plateau appears, showing the 

system to be neither stable nor unstable. This point is known as the bifurcation point. 

Bifurcation can be explained as the point where two or more equilibriums can occur. The 

bifurcation point occurs at the critical buckling point for structures. It is from this point two 

outcomes can occur. When force is applied to a structure deformation occurs, as the force 

reaches the bifurcation point, two equilibriums can occur, either force and be continued to 

be applied to the structure without change or the structure with chaotically fail. It extends 

both positively and negatively as the curvature of the beam can curve in any direction. The 

neutral equilibrium line is limited and can only be satisfied when equation 3-3 ̒  is equal to 

zero. In summary, the structure can be in three states; stable, neutral and unstable. A stable 

state has one singular final position. This position can be likened to a ball being drop into a 

bowl, and it will always return to its singular settled position at the bottom of the bowl. A 

neutral system is where the ball in this example is static. However, any input to the system 

t 

л  ̒

bŜǳǘǊŀƭ 9ǉǳƛƭƛōǊƛǳƳ 

¦ƴǎǘŀōƭŜ wŜƎƛƻƴ 

{ǘŀōƭŜ wŜƎƛƻƴ 



Nathan Counsell University of Hertfordshire Page 83 
 

could cause it to become either state or unstable. It is in this state where the system is 

extremely chaotic. This behaviour can be likened to the balancing a ball on another ball, 

where the outcome could be a number of states, for example, does it fall left or right?  

To validate these states, the applied force must be compared to the critical buckling load. The 

simplest method if to evaluate using the below equations; 3.11, 3.12, and 3.13. These relate 

to the moment, shear force and load ǘƻ ¸ƻǳƴƎΩǎ ƳƻŘǳƭǳǎ (E), I and deflection 

 

%
3ÔÒÅÓÓ

3ÔÒÁÉÎ

ʎ

ʀ

&ÏÒÃÅ
!ÒÅÁ

#ÈÁÎÇÅ ,ÅÎÇÔÈ
/ÒÉÇÉÎÁÌ ,ÅÎÇÔÈ

 

3.9 

  

Ὅ
ὦὨ

ρς
 3.10 

  

ὉὍὺ ὓ 3.11 

  

ὉὍὺ ὠ 3.12 

  

ὉὍὺ ή 3.13 

 

The simplest solution can be found using the bending moment equation.  Where M is the 

bending moment, ὺ is the deflection of the beam in the lateral axis, V is the shear force, and 

q is the load.  

Where 
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 ὓ ὖὺ π Ḉὓ ὖὺ 3.14 

 

Which is then equal to 

 ὉὍὺ ὖὺ π 3.15 

 

Introducing in a new constant Ὧ which is equal to 

 

Ὧ
ὖ

ὉὍ
Ḉ Ὧ

ὖ

ὉὍ
 

3.16 

  

ὺ Ὧὺ π 3.17 

  

ὺ ὅÓÉÎὯὼ ὅÃÏÓὯὼ 3.18 

 

Where ὅ and ὅ are constants from integration that are linked to the boundary conditions 

of the system. Now evaluating the equation for the deflection is equal to zero. This can only 

occur at two positions where the column/beam is simply supported.  

 ὼ π ὥὲὨ ὼ ὒ 3.19 

  

ὺπ π ὥὲὨ ὺὒ π 3.20 

 

The first condition this yields C2 equal to zero, therefore: 
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 ὺ ὅÓÉÎὯὼ 3.21 

 

And the second condition: 

 ὅÓÉÎὯὒ π 3.22 

 

To evaluate these two zero equations two cases will be considered, C1=0 and ÓÉÎὯὒ π. 

If the constant C1 equals zero, then the deflection ὺ is also zero given by equation 3.21, and 

therefore the column has no observable curvature. As a result equation, 3.22 can be any value 

which is the same for the applied load (P). This is known as the trivial solution which gives the 

behaviour of an ideal column that is in equilibrium and straight from the compressive load. 

The second state that satisfies equation 3.22 is known as the buckling equation. This equation 

identifies the shape in which the ideal beam has buckled.  

 ÓÉÎὯὰπ 3.23 

 

 This equation is only satisfied if it is equal to; 0, ,́ 2́  and so on. When ÓÉÎὯὰπ the applied 

load is therefore also equal to 0, and this means that for valid solutions this answer will not 

ōŜ ŎƻƴǎƛŘŜǊŜŘ ŀƴŘ ƻƴƭȅ ǿƘƻƭŜ ƴǳƳōŜǊǎ ƻŦ Ǉƛ όнΣ оΣ пΧύ ǿƛƭƭ ōŜ considered. 

 ὑὒ ὲ“ 3.24 

 

Using the previous equation 3.24 and putting this into equation 3.6, the following equation 

can be written.  
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ὖ
ὲ“ὉὍ

ὒ
 

 3.25 

 

This the buckling equation that can be used to observe the critical buckling load where 

 n = to the buckling mode of the structure.  

 E = Elastic modulus of the column 

 I = the Second moment of Inertia  

 L = is the original length of the column 

 

It should be noted that for larger buckling modes to be observed webs or stiffeners must be 

put into place along the column. This form of buckling is known as Euler buckling, which 

predicts the critical load for an ideal long/slender beam.  

 

After analysis of the column for its critical load the critical buckling stress can be calculated 

by dividing the critical buckling load by the cross-sectional area of the column, giving the 

following equation 

 
„

ὖ

ὃ

“ὉὍ

ὃὒ
 3.26 
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Introducing the radius of gyration, this is the equation which describes that distribution of the 

cross-sectional area around its central axis.  

 

ὶ
Ὅ

ὃ
 

3.27 

Where  

 r = radius of gyration 

 I = second moment of inertia 

 A = cross-sectional area of the beam/column 

 

This, when applied to equation 3.26, gives: 

 
„

“Ὁ

ὒ
ὶ

 

3.28 

 

Where  

 
ὛὰὩὲὨὩὶὲὩίί ὶὥὸὭέ

ὒ

ὶ
 3.29 

 

The slenderness ratio is a dimensionless ratio that is related to the dimensions of the 

column/beam. The greater the slenderness ration, the lower the critical stress for the beam 

to buckle. Conversely, the lower the slenderness value, the stiffer the beam, thus the greater 
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the critical stress needed for the beam, note that the elastic limit for a given material is the 

limit for this buckling theorem. 
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3.3 Piezoelectricity ς Introduction 

A basic understanding of piezoelectricity is needed to understand applications for energy 

ƘŀǊǾŜǎǘƛƴƎΦ ¢ƘŜ ǿƻǊŘ ΨǇƛŜȊƻŜƭŜŎǘǊƛŎƛǘȅΩ was derived from the DǊŜŜƪ ƳŜŀƴƛƴƎ άto ǇǊŜǎǎέ, thus 

piezoelectricity meaning electricity from pressure [144]. This name was first used to describe 

this effect by Hermann Hankel in 1881 [49], as stated in the previous chapter. 

Figure 3-4 Perovskite structure for piezoelectric Lead Zirconate Titanate 

 

What makes the phenomena of piezoelectric materials so intriguing for energy generation is 

the ability to produce an electric charge when a material subjected to an external force. This 

is known as the direct piezoelectric effect. It should be noted that the reverse is also possible. 

Applying an external charge to a piezoelectric material would then cause the structure to 

deform. This is known as the indirect piezoelectric effect. Figure 3-4 describes the basic 

characteristics of a piezoelectric material that has no external load applied. From all 

directions, the material is electrically neutral. This is due to the positively charged atoms and 

negatively charged atoms being equally distributed throughout the structure Figure 3-5 A; 

illustrates a piezoelectric material that has an external compressive load applied.  It can be 

noted that under compression, polarisation occurs due to the imbalance of atoms. Figure 3-5 
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B; displays a piezoelectric material that has an external tensile load applied; this again shows 

an unbalance of atoms. If electrodes were to be placed on the surfaces perpendicular to the 

external forces and connected in a closed circuit via a voltmeter, a voltage could be registered. 

Depending on the composition of the material and load applied the voltage may be seen as 

positive or negative. 

Figure 3-5 A. Piezoelectric material with a compressive load applied. B. Piezoelectric material 

with a tensile load applied. 

 

3.4 Piezoelectricity ς Important Constants and Terms 

As with all fields of research, there are constants associated with piezoelectric materials. It is 

ƛƳǇƻǊǘŀƴǘ ǘƻ ǳƴŘŜǊǎǘŀƴŘ ǘƘŜǎŜ ŎƻƴǎǘŀƴǘǎΦ 9ŀŎƘ Ŏƻƴǎǘŀƴǘ Ƙŀǎ ǘǿƻ ǎǳōǎŎǊƛǇǘǎ ΨƛΩ ŀƴŘ ΨƧΩΦ ¢ƘŜǎŜ 

subscripts identify the direction of polarisation for the material and the direction of the 

applied mechanical or electrical force, respectively. It should be noted that polarisation is 

usually stated to be coincidental with the Z-axis. Figure 3-6 [224] shows that forces in the X, 

Y and Z direction are denoted as numbers 1, 2, 3, respectively. Torsional forces about the X, Y 

and Z axis are denoted as 4, 5 and 6 respectively. Understanding this system allows the user 
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to identify the most appropriate application for a piezoelectric material to optimise the 

output of a given device depending on which direction a material produces the strongest 

output. 

 

tŜǊƳƛǘǘƛǾƛǘȅ ƻǊ ŘƛŜƭŜŎǘǊƛŎ Ŏƻƴǎǘŀƴǘ όʶij). Permittivity is the ability for a dielectric material to 

ǇƻƭŀǊƛǎŜ ǳƴŘŜǊ ŀƴ ŜȄǘŜǊƴŀƭ ŜƭŜŎǘǊƛŎŀƭ ǾƻƭǘŀƎŜΦ ¢ƘŜ ǎǳōǎŎǊƛǇǘ ΨƛΩ ƛŘŜƴǘƛŦƛŜǎ ǘƘŜ ŘƛǊŜŎǘƛƻƴ ƻŦ ǘƘŜ 

applied voltage, ŀƴŘ ǘƘŜ ΨƧΩ ǎǳōǎŎǊƛǇǘ ǎƘƻǿǎ ǘƘŀǘ ǘƘŜ ƳŀǘŜǊƛŀƭ ƛǎ ŜƛǘƘŜǊ ƛƴ ǎǘǊŜǎǎ ƻǊ ǎǘǊŀƛƴ [225]. 

Figure 3-6 Constant Direction Diagram by APC International Ltd [224] 

 

The IEEE defines that PZT is a transversely isotropic material, therefore a piezoelectric 

material exhibits symmetric the 3-axis, which as previously described is the axis in which the 

material is poled.  

 

The field variable is the stress components (Ὕ ), strain components (Ὓ ), electric field 

components (Ὁ ) and the electric displacement components (Ὀ). It is then possible to 

evaluate a piezoelectric system with two of the four variables as independent variables. These 

equations can be written as equations (3.30) and (3.31). Where equation (3.29) is the actuator 

equation and equation (3.30) is the sensor equation. The latter is of use for this work as it 
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determines the electrical displacement, dependant on the stress applied to the piezoelectric 

material. 

 Ὓ ί Ὕ Ὠ Ὁ 3.30 

  

Ὀ Ὠ Ὕ ‐ Ὁ 3.31 

 

Where:  S is the strain 

  ί is the elastic compliance of the material under a constant electric field 

  T is the stress applied 

  d is the dielectric constant 

  E is the electric field 

  ‐ is the complex permittivity 

  Superscript t is the transpose of that matrix 

These equations 3.30 and 3.31 can then be written in matrix form that becomes:  
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To simplify the below equation can be used to identify the charge produced by a piezoelectric 

material.  

In the case of this work the force is always applied in the Ὠ  direction and therefore no other 

directions are needed and can be neglected for this work.    

 Ὀ Ὠ  „ 3.34 

 

Where: Ὠ is the dielectric constant of a piezoelectric material whose units are C/N. 

  „ is the applied stress to the piezoelectric materials units N/mm2 

To further simplify the electric displacement D can be equated to. 

 ὗ

ὃ
 Ὠ   

Ὂ

ὃ
 3.35 

 

Simplifying further results in. 

 ὗ Ὠ   Ὂ 3.36 

 

Where the charge produced by the piezoelectric material is equal to the dielectric constant 

multiplied by force applied. Experimentally charge is difficult to measure and identify. A much 
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easier method is to measure the voltage produced by the piezoelectric material. Therefore 

the equation 3.35 can be arranged to break charge down into its respected components which 

is capacitance multiplied by voltage substituting this into the equation 3.36 results in the 

below equations. 

 ὅ ὠ  Ὠ   Ὂ 3.37 

  

ὠ
Ὠ   Ὂ

ὅ
 3.38 

 

If the capacitance was to be turned into its components that final equation can be observed. 

 
ὅ  

‐ ὃ

Ὠ
 3.39 

  

‐  ‐ ‐ 3.40 

  

ὠ
Ὠ

‐

„

ὸ
 3.41 

Where: 

 Ὠ  is the tangential piezoelectric charge constant 

  ‐ is the relative permittivity of the material 

„ is the stress applied to the piezoelectric which in this case is tangential to the 

polarisation field  

t is the thickness of the piezoelectric material  
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Where  is equal to another piezoelectric constant g33. The piezoelectric constant g33 will be 

used throughout this work to identify the voltage, thus the power output of the energy 

harvester.  

 ὠ Ὣ Ὂ 3.42 

 

The piezoelectric charge constant (dij) is the most important constant for energy harvesting. 

This identifies the amount of charge per unit of force a material will produce. The units for 

this constant are Coulombs per Newton (C/N). However, the amount of Coulombs produced 

are minute and are known as Pico (10-12) and can be seen in the text as pC/N. There are three 

main dij constants used; d33, d32 d31. The most common is d33. The subscript identifies induced 

polarisation parallel to the direction that the material is polarised with mechanical stress 

being applied in the same direction [225]. 

Ὀ Ὠ  „ 3.43 

 

The g coefficient is the voltage constant for piezoelectric materials. It can be defined as the 

voltage generated per unit of mechanical stress. Much like the other coefficients, g is followed 

ōȅ ǘǿƻ ǎǳōǎŎǊƛǇǘǎ ΨƛΩ ŀƴŘ ΨƧΩΣ ǿƘƛŎƘ ŘŜŦƛƴŜ ǘƘŜ ŘƛǊŜŎǘƛƻƴ ƻŦ polarisation and the direction of the 

applied stress to the material. 
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The k coefficient can be argued the most important factor for energy harvesting. This 

coefficient defines the efficiency that a piezoelectric material converts mechanical inputs to 

an eleŎǘǊƛŎŀƭ ƻǳǘǇǳǘΦ ¢ƘŜ ƪ ƛǎ ŦƻƭƭƻǿŜŘ ōȅ ǘǿƻ ǎǳōǎŎǊƛǇǘǎ ΨƛΩ ŀƴŘ ΨƧΩ where the first subscript 

indicates the direction that the electrodes are applied to a material and the second indicates 

the direction of the applied force to the material. 

 

To identify what material should be used for energy harvesting, the kij coefficient should be 

taken into account. This is important as it may make materials with lower dij coefficients more 

appropriate to be used when designing energy harvesting devices. An example would be if 

the input force is low and therefore, a material with a high k coefficient would be more 

appropriate and that of a material with a high dij and a low k coefficient.  Ultimately a material 

that possesses a high dij of 500pC/N and a high k factor would be what is desired for a 

piezoelectric energy harvester. 

 

A domain can be characterised as a small region within a material where all-electric dipoles 

follow the same direction. Within a material, there are countless domains, all in varying size 

and orientation. Due to the randomised nature of domains, it is usually found that a 

ferroelectric material shows little to no polarity. The effect of no polarity is caused by positive 

to positive or negative to negative domains. This orientation leads to the cancelling of charges 

when the material is stressed, with a result of neutral polarity across the material. 
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As with all materials, ferroelectric materials possess different properties at different 

temperatures. The most important to acquiring the highest piezoelectric constants would be 

the ferroelectric stage; in this temperature range, the material possesses the highest possible 

ǇƛŜȊƻŜƭŜŎǘǊƛŎ ǇǊƻǇŜǊǘƛŜǎΦ ¢Ƙƛǎ ǊŀƴƎŜ ƛǎ ǳǎǳŀƭƭȅ ŦƻǳƴŘ ǘƻ ǎǘŀǊǘ ōŜƭƻǿ лх/ ŀƴŘ ŘŜǇŜƴŘƛƴƎ ƻƴ ǘƘŜ 

ƳŀǘŜǊƛŀƭ ƻǾŜǊ мллх/. This is beneficial for energy harvesting proposes as the materials need 

not be cooled or heated to harvest optimum amounts of energy, improving the efficiency of 

the devices. 

 

Following the ferroelectric stage is the paraelectric stage. When a ferroelectric material is in 

its paraelectric stage, it is still able to polarise spontaneously. However, due to it occurring at 

higher temperatures, the more internal energy is present in the material, this causes some of 

the orientation of the domains to reverse resulting in a reduction in the net polarisation of 

the materials. 

 

The Curie point is the temperature where all ferroelectric materials lose their spontaneous 

polarization. This is because there is too much energy within the material and causes all 

domains to become disorganised, leading to the cancellation of charges. The result being zero 

net polarisation of the material when an applied strain is present. 

 

The glass transition point or (GTP) is a critical temperature where a polymer transfers from a 

hard, brittle material like glass to a soft, flexible material like rubber. Piezoelectric polymers 
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need to be heated above this temperature to maintain the desirable characteristics needed 

to harvest energy. 

 

3.5 Piezoelectricity ς The Poling Process 

Poling can be described as the orientation of domains within a material. This is achieved by 

the application of force and application of a high voltage. This process is essential for 

increasing the output of piezoelectric and ferroelectric materials, thus allowing for larger 

amounts of energy to be converted from mechanical inputs. 

 

The main factors identified affecting the output of a material can be linked to variables during 

the poling process, these are; mechanical strain applied to the material, poling voltage, poling 

time, temperature and rate of cooling. These factors differ depending on material properties. 

The poling process can be considered to be the same for each classification of material. 

However, when compared polymers and ceramics, one vital process differs. For piezoelectric 

ceramics, the material is usually subjected to a compressive strain, whereas polymers are 

subjected to tensile strain. Having said this, no material is the same and tailored poling should 

always be considered to improve properties. 
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3.6 Piezoelectricity ς Identification 

The relationship between dielectrics, piezoelectricity, pyroelectricity and ferroelectricity can 

be likened to Matryoshka dolls (Russian nesting dolls) where the largest group contains all 

other groups. This can be related to dielectrics, as shown by Figure 3-7. The dielectrics group 

ƛǎ ƳŀŘŜ ǳǇ ƻŦ он ŎƭŀǎǎŜǎ ƻŦ ŎǊȅǎǘŀƭΦ ¢ƘŜ ŎƭŀǎǎŜǎ Ŏŀƴ ōŜ ƛŘŜƴǘƛŦƛŜŘ ōȅ ǘƘŜƛǊΤ άcentre of symmetry, 

the axis ƻŦ ǊƻǘŀǘƛƻƴΣ ƳƛǊǊƻǊ ǇƭŀƴŜǎ ŀƴŘ ƳǳƭǘƛǇƭŜ ŎƻƳōƛƴŀǘƛƻƴǎ ƻŦ ǘƘŜǎŜ ŎƘŀǊŀŎǘŜǊƛǎǘƛŎǎΦέ [226]. 

The next group is piezoelectricity. The piezoelectric group makes up 21 of the 32 classes of 

dielectric materials and can be identified by being non-centrosymmetric. In other words, the 

crystal must not be mirrored through its centre.  The next layer is pyroelectricity; only ten 

crystal types of the 21 non-centrosymmetric crystals show signs of pyroelectricity [226]. The 

final group is ferroelectricity. Ferroelectric crystals show spontaneous polarization when an 

external force or charge is applied. Ferroelectricity is a subclass of both piezoelectric and 

pyroelectric classes because of this; it exhibits both piezo and pyro characteristics [225].  It 

should be noted that ferroelectric materials exhibit the highest piezoelectric charge 

coefficient (d33). However, this can only be achieved by orientating the domains of a material. 
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Figure 3-7 Relationship between Dielectric, Piezoelectric, Pyroelectric and Ferroelectric 

classification. 

 

Having identified that for a material to exhibit piezoelectric properties, it must be non-

centrosymmetric, it becomes easier to identify materials that would be piezoelectric by 

recognising their composition and structure.  The first structure to be discussed is the 

perovskite. 

 

The perovskite group can easily be identified. The perovskite structure generally follows the 

formula ABO3 [226], for example, Barium Titanate is a perovskite, and its chemical structure 

is BaTiO3. Perovskites can be more complicated than just three elements. An example of this 

ƛǎ t½¢Φ t½¢Ωǎ ŎƘŜƳƛŎŀƭ ŦƻǊƳǳƭŀǘƛƻƴ ƛǎ tō (Zr-Ti) O3, PZT produces a very high piezoelectric 

constant. Many researchers have tried to increase the output by modifying the composition 

of the material by altering the ratio of Zr to Ti and doping with other materials. The Perovskite 

Dielectric

Piezoelectric

Pyroelectric

Ferroelectric
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structure can be observed from the network of 6 oxygen atoms making the shape easily 

identifiable, as shown in Figure 3-4. 

 

Due to the electromechanical properties of piezoelectric materials, both mechanical and 

electrical analysis will need to be performed to assess the performance of the proposed 

systems. To ensure consistency the following chapter 4 will investigate passive signal 

processing and storage. This circuitry has been used throughout the work to validate the 

proposed structures.  
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  ς  Energy Harvesting Circuit 

Summary 

In this chapter, the energy harvesting circuit has been investigated. This circuit has been 

optimised and used in later chapters to validate the power produced by the two novel 

piezoelectric energy harvesters. This work focuses on two passive energy harvesting circuits, 

a full wave bridge rectified and a voltage doubler. These have been compared using multiple 

diode types to achieve the most effective method to extract energy from the piezoelectric 

energy harvester. Findings show that a full wave bridge rectifier using 1000V Schottky diodes 

is the most effective circuit to use. Further to this, 10µF tantalum capacitor is the most 

effective form of energy storage; this is due to large amount of energy stored and very low 

leakage.  
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4.1 Introduction 

A series of tests have been performed to identify the signal conditioning circuit with the 

lowest energy losses. This is to ensure that the maximum amount of useable energy is 

extracted, allowing for higher power applications. First, the impedance of the energy 

harvester must be identified, using a datasheet for the piezoelectric transducers, it was found 

ǘƘŀǘ ǘƘŜ ƛƳǇŜŘŀƴŎŜ ƻŦ ŀ ǎƛƴƎƭŜ ǘǊŀƴǎŘǳŎŜǊ ǿŀǎ Ŝǉǳŀƭ ǘƻ уллʍ (Table 4-1), as the harvester 

uses three transducers in series this was multiplied by 3, giving a total impedance of 2,пллʍ 

όнΦпƪʍύΦ ¢ƻ ŎƻƴŦƛǊƳ ǘƘƛǎΣ ŀƴ ƛƳǇŜŘŀƴŎŜ analyser (LCR) has been used, producing the following 

Figure 4-1. This works by calculating the resistance of a circuit through transmitting an AC 

single and measuring the change in resistance, which is derived from the voltage and current 

of the signal.  

 

Figure 4-1 identifies the power dissipated by the resistor. To achieve the maximum power 

from the harvester, the impedance of both the transducer and conditioning circuit should be 

equal. To show this, The maximum of the graph identifies the matching input impedance, 

where the impedance matches and maximum power is achieved. The power dissipated in the 

load resistor was calculated using the following equation 4.1. Where; Rload is the resistance 

όʍύ ƻŦ ǘƘŜ ǎƛƎƴŀƭ ŎƻƴŘƛǘƛƻƴƛƴƎ ŎƛǊŎǳƛǘ, and Vload is the voltage across the load resistor.  
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Figure 4-1 Impedance vs Dissipated Power 

Following the identification of the ideal load resistor, different passive signal conditioning 

circuits have been tested both open circuit and with DC smoothing. The following circuits have 

been identified as passive signal conditioning circuits; half-wave rectifier (Figure 4-2), voltage 

doubler (Figure 4-3), full-wave bridge rectifier (Figure 4-8) and MOSFET full-wave rectifier 

(Figure 4-5). Further to this, a comparison of Silicon (P-N), Schottky and super-barrier diodes 

has been performed for full-wave bridge rectification. Where equation 4.2 was used to 

identify the efficiency of the conditioning circuit. Where Voutput is the AC signal observed 

across the load resistor and VInput is the AC signal generated by the harvester. 

 
ὉὪὪὭὧὭὩὲὧώ  Ϸ –  

ὠ ὠ

ὠ ὠ
ρππ 

4.2 

 

However, to identify the efficiency of a circuit that has implemented a storage capacitor. The 

input voltage must be converted to an RMS (root mean square) value. This is done through 

the following equation 4.3, which can be simplified to equation 4.4. 
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Figure 4-2 Half-wave rectifier 

 

Figure 4-3 Voltage Doubler 
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Figure 4-4 Full Wave Bridge Rectifier 

 

 

Figure 4-5 MOSFET Full Wave Rectifier 

 

4.2 Method 

Six diode bridges have been tested to optimise the energy harvesting circuit; these are; 

1N4148 Switching Diode, Fairchild 1N4003, Germanium, Bourns CD2320-B11000, 100v 

Schottky chip and a Vishay B2M-E3/45. The details of the diodes have been displayed in Table 
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4-2. A buckling piezoelectric buzzer (BPB) was used as the source of energy, which was 

actuated by hand. Therefore, to remove any statistical anomalies, each circuit was tested with 

a minimum of 100 actuations of the BPB as shown by Figure 4-6 with a signal shape displayed 

in Figure 4-7. Furthermore, the circuit was tested with and without two 10µF series storage 

capacitors.  

 

Schottky diodes are commonly used in energy harvesting; this is because of the low voltage 

drop, typically between 0.15 and 0.4 V. Furthermore, these diodes have high switching speeds 

[222]. These diodes are made with a semiconductor metal junction. The metal acts as an 

anode and the semiconductor the cathode; this reduces the depletion zone and provides the 

fast switching characteristics. A fast switching diode with low forward voltage is ideal for 

energy harvesting using piezoelectric materials, as often the energy generated is over a short 

time and of both positive and negative sign. Of course, these diodes do have drawbacks. A 

Schottky diode has a low reverse leakage. This means that when loaded in the reverse 

direction, a Schottky diode would allow more current to pass when compared to a silicon 

diode [223]. The depletion zone in the Schottky diodes are much smaller, meaning that less 

reverse voltage is needed until voltage can flow. Therefore, they should only be used in low 

power situations. 

 

A full-wave bridge rectifier is commonly used to harvest energy for piezoelectric devices. This 

device is made of four diodes in the shape of a diamond. A full-wave bridge rectifier corrects 

a sinusoidal waveform into only positive peaks [227]. This, when used in conjunction with a 
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capacitor, can provide a smoothed DC voltage, which in turn can be used to power circuits. 

For this part of the experiment, Schottky diodes have been chosen for the full-wave bridge 

rectifier for the high reverse voltage, quick switching and low forward bias. 
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Figure 4-7 Average Peaks with Standard Deviation for Single Actuation of BPB, silicon rectifier 

circuit 

 

Table 4-2 Diode Properties 

Diode Name Diode Type Peak Forward Voltage (Vf) 

@ 200mA 

Maximum Reverse 

Peak Voltage 

(VRRM) 

1N4148 Silicon 1 100 

1N4003 Schottky 0.8 200 

 Germanium   

CD2320-B11000 Schottky Chip 0.8 1000 

 Schottky Chip   

Vishay B2M-E3/45 Silicon 0.85 200 

 

To compare, a bridge rectifier circuit to a voltage circuit, storage capacitors must be used. The 

voltage doubler circuit uses two capacitors in series. Therefore, testing will be completed with 

two 10 µF capacitors in series for both the full-wave bridge rectifier and voltage doubler 
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circuits. A single buckling piezoelectric transducer has been actuated and the energy stored 

in two storage capacitors for the P-N, Schottky and Germanium full-wave bridge rectifiers 

(Figure 4-8). The results of which will confirm the best choice of diodes for a harvesting circuit 

as well as a comparison to the voltage doubler (Figure 4-9). 

 

Figure 4-8 Full Wave Rectifier Test Circuit 

 

Figure 4-9 Voltage Doubler Test Circuit 

 

4.3 Results: Open Circuit Full Wave Bridge Rectifier 

A piezoelectric material has similar to characteristics, much like a capacitor. Therefore, to 

analyse the open circuit energy, produced by the buckling piezoelectric transducer (BPT), 

equation 4.5 Ƴǳǎǘ ōŜ ǳǎŜŘΦ Ψ/Ω ƛǎ ǘƘŜ ŎŀǇŀŎƛǘŀƴŎŜ ƻŦ ǘƘŜ ƳŀǘŜǊƛŀƭΣ ƛƴ ǘƘŜ ŎŀǎŜ ƻŦ ǘƘŜ .tT this is 

40nF, ŀƴŘ Ψ±Ω ƛǎ ǘƘŜ ƳŀȄƛƳǳƳ ǾƻƭǘŀƎŜ ǇǊƻŘǳŎŜŘΦ ¢ƘŜ ǊŜǎǳƭǘǎ ǎƘƻǿƴ ƛƴ Table 4-3, Figure 4-10 

and Figure 4-11 suggest that the silicon signal diode has the highest efficiency as it produced 
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the largest amount of energy. This has been attributed to a lower forward voltage than the 

other bridges that have been tested. However, when a comparison between the P-N type and 

Schottky type rectifiers, it is found that the Schottky rectifiers allow for more energy to be 

captured.  
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Table 4-3 Full-wave bridge rectifier results. 
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Silicon 93.64 6.35 175 93.07 7.25 173 348 

Schottky  93.23 4.68 174 93.25 4.17 173 347 

Germanium 90.12 3.68 162 91.87 3.81 169 331 

Silicon Chip 88.39 1.90 156 92.39 2.57 170 326 

1000V Schottky 93.25 3.95 174 94.12 3.74 177 351 

Schottky chip 91.49 3.96 167 94.00 3.45 177 344 
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Figure 4-10 Peak One Open Circuit 

Error has been obtained from one standard deviation of the average voltage measured.  

Figure 4-11 Peak 2 Open Circuit 

 

4.4 Results: Full Wave Bridge Rectifier and Voltage Doubler Circuit with Storage Capacitor 

Following the open circuit testing, the full-wave bridge rectifier and voltage doubler were 

then evaluated with two series capacitors. It is clear from the results that a voltage doubler 
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gives significantly lower output than a full-wave bridge rectifier, as shown in Table 4-4 and 

Figure 4-12. The results suggest that implementing a voltage doubler over the use of a full-

wave bridge rectifier would result in a 67.2% reduction of the energy captured. Furthermore, 

the silicon signal diode rectifier has been found to store 8% more energy, when compared to 

the Schottky diode full-wave rectifier. This is attributed to the lower forward bias of these 

diodes and faster switching between positive and negative signals. 

 

Table 4-4 Bridge and Doubler Results 
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Schottky Bridge 157 3.06 0.16 23.44 67.39 

 Schottky Doubler 101 1.75 0.04 7.65 

Germanium Bridge 179 3.15 0.18 24.82 69.08 

 Germanium Doubler 222 1.75 0.09 7.67 

Silicon Bridge 104 3.18 0.16 25.34 65.17 

 Silicon Doubler 144 1.88 0.14 8.82 
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Figure 4-12 Bridge and voltage doubler comparison 

 

Tantalum capacitors have been chosen for the storage capacitor for their low leakage 

properties, ensuring that the maximum amount of charge is stored, with minimal losses 

during signal capture and storage. Using the same experimental setup as before a buckling 

buzzer was actuated multiple times to reduce any statistical anomalies to produce reliable 

data. To identify the best storage system, capacitors of various sizes were tested. Results for 

1µF, 2.2µF, 4.7µF, 6.8µF and 10µF are displayed in Figure 4-13. Following this, the signal was 

captured and used to calculate the energy that is stored, shown in Table 4-5.  
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Figure 4-13 Storage Voltage 

Table 4-5 Storage Energy 

Capacitor Size (µF) Average Voltage (V) Average Energy (µJ) 

0.1 78.06 ± 1.727 304.668 

0.34 41.58 ± 1.272 285.268 

0.47 32.81 ± 1.051 252.977 

1 17.5 ± 0.369 153.125 

2.2 8.7 ± 0.198 83.259 

4.7 4.35 ± 0.311 44.468 

6.8 3.4 ± 0.0947 39.304 

10 2.16 ± 0.0646 23.328 
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4.5 Discussion and Conclusion 

It is clear from the results that using a full-wave bridge rectifier is the better technique for 

capturing energy from piezoelectric devices when compared to a voltage doubler. Initially, a 

voltage doubler appeared to be a more appropriate method of harvesting energy; this was 

attributed to the use of fewer diodes; furthermore, a larger voltage spike would allow for 

more energy to be stored into a capacitor. However, this was found not to be the case. The 

energy harvester output is approximately half that of the full-wave bridge rectifier.  

 

In conclusion, a full-wave bridge rectifier using 1000V Schottky diodes should be used to 

improve the efficiency of an energy harvesting circuit. Furthermore, when characterising the 

samples produced, a more accurate assumption of the energy available can be achieved. 

However, there are still improvements that can be made to the testing circuit. This can be 

achieved using operation amplifiers (op-amp). The high impedance of an op-amp provides 

greater accuracy of the signal being produced from a piezoelectric device; these circuits can 

be made simply and adapted depending on input voltages they can also be purchased 

commercially. 
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  ς  Buckling Piezoelectric 

Elements 

Summary 

Within this chapter and investigation into the two methods of buckling for piezoelectric 

energy, harvesting has been performed. The first to be investigated is a pre-formed mono-

stable piezoelectric energy harvester. The second is a preloaded energy harvester. Both 

methods have been shown to significantly increase efficiency of a commercially available 

piezoelectric transducer, creating an opportunity to produce low-cost power units for low 

power electronics. To validate the findings, three methods have been performed, numerical 

evaluation, simulation and experimental.  A diaphragm structure can increase both efficiency 

and power output with an increase of efficiency from 0.522% to 3.765%. The observed power 

output increase from 191.686µJ to 644.16µJ. The findings for the preloaded structure 

demonstrate that efficiency can be increase from 0.522% to 16.813% while achieving a 

greater power output from 191.686µJ to 208.577µJ. Furthermore, this work identifies that a 

monostable structure as opposed to a bi or multi-stable structure can significantly produce 

higher power outputs, whilst achieving long life within a small compact area. This work 

contributes to a peer-reviewed paper άtƻǿŜǊƛƴƎ ƭƛƎƘǘǎ ǿƛǘƘ tƛŜȊƻŜƭŜŎǘǊƛŎ ŜƴŜǊƎȅ-harvesting 

ŦƭƻƻǊǎέ ǇǳōƭƛǎƘŜŘ ƛƴ the journal Energy Technology. [236]. One world patent 

WO2020095064A1: Improvements in or relating to energy generation in a piezoelectric 

switch. Published in May 2021 with a Priority date 09-11-2018.   



Nathan Counsell University of Hertfordshire Page 119 
 

5.1 Introduction 

Recently, the demand for wireless sensors has gained significant interest from researchers; 

this has been attributed to development of the internet of things (IoT) [155]. A self-powering 

wireless switch is the most desired device as this will eliminate the need for regular 

maintenance yet collect information that can allow systems to be optimised [14, 155, 158]. 

Furthermore, a self-powering unit will allow for placement anywhere within the built 

environment without the need or restriction of electrical wiring [228, 229], thus, allowing 

buildings to become more versatile for disabled users. As a result, sensors have been 

developed that recharge batteries through the use of thermoelectric or photovoltaic modules 

[230, 231], however, batteries have a limited number of charge ς recharge cycles [14, 232]. 

This is not ideal for long term use. Within this chapter, research has been performed on 

preformed and preloaded buckling piezoelectric transducers. This work pays attention to 

achieving a mono-stable structure that buckles under a low load. This is a highly desired 

characteristic for an energy harvester as this replicates a push-button, allowing for easy 

integration into existing systems. This has been broken down into seven sections that 

investigate numerical, simulation and experimental methods for both preformed and 

preloaded piezoelectric transducers.  

 

5.2 Material identification 

To ensure that the correct material properties are used throughout this work, the material 

properties of the metallic substrate and piezoelectric ceramic have been investigated.  
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A d33 meter is used to determine the amount of charge for a known force applied to the 

material. The charge is then measured, giving units in pC/N. The data from using a d33 meter, 

shown below (Figure 5-1), and the product specification for the piezoelectric ceramic was 

found to be PZT-5A (350pC/N ±23) [233].  

Figure 5-1 D33 meter by Sinocera 

 

The product specification states the material used for the substrate is brass. However, the 

properties of brass such as elastic modulus vary from 99GPa to 120GPa[234]. Through the use 

of a scanning electron microscope, the exact composition can be found. The images below 

(Figure 5-2) show the results of the test, using the rule of mixtures it was possible to identify 
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that the brass was made from 65% copper and 35% zinc. Using this data, the elastic modulus 

was found to be 112GPa and PoƛǎǎƻƴΩǎ ratio to be 0.34 [234].  

Figure 5-2 Scanning electron microscope image and material identification of brass substrate 

for the piezoelectric energy harvester 

 

5.3 Manufacture 

In this section of the chapter, the manufacture methods for the buckling piezoelectric 

elements are explained. 

 

5.3.1 Preformed Piezoelectric Element 

Through experimentation during the developments of described in the previous chapter 4 on 

ŜƭŜŎǘǊƛŎŀƭ ŎƛǊŎǳƛǘǎΣ ƛǘ ǿŀǎ ŦƻǳƴŘ ǘƘŀǘ ƛŦ ŀ ŎƻƳƳŜǊŎƛŀƭƭȅ ŀǾŀƛƭŀōƭŜ ǇƛŜȊƻŜƭŜŎǘǊƛŎ ǘǊŀƴǎŘǳŎŜǊΩǎ 

substrate was to buckle, a bistable structure could form. The result of this is a significant 

increase in the piezoelectric power output; however, this was at the cost to the lifetime of 

the piezoelectric ceramic. To gain a deeper understanding of this mechanism, the following 

work has been performed to identify how to achieve a mono-stable device that causes no 

damage to the ceramic. 
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To achieve a controlled preformed structure, the best method is to use a punch a die system 

that forms under uniform pressure. This is a common method of forming metals, most notably 

with vehicle bodywork such as car panels. To achieve the formation of the piezoelectric 

energy harvester, the piezoelectric transducer must be first placed into a die and clamped. 

Following this, a punch is used to compress the transducer into the die, shaping the structure. 

Commercially available piezoelectric transducers have been purchased from Rapid Electronics 

(product number: 51-7481). The dimensions have been displayed below in Figure 5-3 and 

listed in Table 5-1. 

 

Figure 5-3 Piezoelectric transducer dimensions 
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Table 5-1 Piezoelectric Transducer Properties  

Piezoelectric Transducer  

Substrate material Brass 

Substrate Diameter 50mm 

Substrate Thickness 0.23mm 

Piezoelectric Material PZT (Lead Zirconate Titanate) 

Piezo Diameter 25mm 

Piezo Thickness 0.2mm 

Capacitance 40±30% nF 

Impedance  уллҠ 

 

The transducers have then been formed in a die shown in Figure 5-4, creating a buckling 

mono-stable structure shown in Figure 5-5. This structure amplifies the mechanical stresses 

within the PZT, thus, producing a significant increase in energy produced over a single 

actuation. The design allows for the structure to buckle, however, once the force has been 

removed it will return to its original state, allowing for the structure to be actuated multiple 

times without the need for complex mechanisms, once again reducing the cost of the product. 

Didomenico and Nussbaum suggested that the maximum poking force exerted by a human is 

45.95N with a standard deviation of 17.8N [235]. Therefore, the mean force needed to 

actuate the switch will be 28.15N. 
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As discussed previously, the piezoelectric transducers have been formed using a punch and 

die, to achieve a mono-stable buckling structure. This is the most desired structure as it 

enables the structure to return to its original position after actuation, critically, the stresses 

associated with ǘƘŜ ǎǘǊǳŎǘǳǊŜΩǎ ōǳŎƪƭƛƴƎ ŀǊŜ ōŜƭƻǿ ǘƘŜ ƳŀǘŜǊƛŀƭ ƭƛƳƛǘ ƻŦ ǘƘŜ ŎŜǊŀƳƛŎΦ ¢Ƙƛǎ 

means that the energy harvester can be actuated multiple times in comparison to a bi-stable 

system. It was found that a mechanically actuated bi-ǎǘŀōƭŜ ǎȅǎǘŜƳΩǎ ǎǘǊŜǎǎŜǎ ŀǊŜ ǘƻƻ 

significant to achieve repeated use without damage to piezoelectric ceramic.  

 

Figure 5-4 shows the setup of the punch and die. It has been mounted on the tensile machine 

so that the forces and displacements can be monitored for the different parameters. A soft 

compressible surface is placed in the centre of the punch. This is to protect the piezoelectric 

ceramic from abrasion or doming. From over 500 tests, it was found that a maximum 

displacement of 2.0mm ±0.1mm and a minimum displacement of 0.6mm ±0.1mm would 

achieve a monostable buckling transducer, shown by Figure 5-5. The lower limit is important 

as anything less than this, and the stress is not enough to achieve plastic deformation of the 

flange.     
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Figure 5-4 Punch and die setup 

Figure 5-5 Before forming (left) and post-forming (right) piezoelectric element 

 

5.3.2 Preloaded Piezoelectric Element 

To manufacture a preloaded piezoelectric element the previous piezoelectric elements where 

used. However, to make them easier to clamp and smaller they were processed using a 

bespoke guillotine, creating uniform 25 by 25mm elements, this not only reduced the size of 

the elements making it easy to fit with other applications but also lighter. Figure 5-6 depicts 

the tooling used to produce such items.  
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 Figure 5-6 Manufacture of preloaded piezoelectric elements 

 

Through further development of the monostable energy harvester, a new method of buckling 

was investigated, which involved simple supporting a piezoelectric transducer between two 

walls and applying a preload. This resulted in a significantly more times increase energy being 

extracted when the two methods are compared [236]. To achieve this, a flat piezoelectric 

transducer is placed between a moving wall and a fixed wall the distance between them can 

then be adjusted, which compresses the piezoelectric until it buckles. At this stage a curved 

piezoelectric transducer can be observed such as in Figure 5-7. 

Figure 5-7 Preload piezoelectric element using solid walls to create a buckled transducer. 

[236] 
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It was found that movement in the walls was essential for achieving a long last piezoelectric 

element. However, this movement caused the walls to fail due to large stresses associated 

with the buckling of the piezo. To avoid this, multiple iterations of the harvester were 

designed and tested, these can be observed in Figure 5-8 a and b.  

Figure 5-8 a. Buckling test equipment b. The power unit (25mm by 35mm and 3mm thick) 

 

Figure 5-8 a. Shows a piece of bespoke equipment that was used to create the buckling 

structure and test for initial buckling forces. To achieve an optimised structure as shown by 

Figure 5-8 b. the bespoke clamp compresses the transducer using M1.8 bolts, which are 

threaded though the edges of the clamp to M1.8 nuts. This ensured that the piezo is mounted 

correctly that with a low pitch of 0.35mm excellent control of the walls can be achieved, 

meaning that one complete revolution of the bolt will result in the clamps moving 0.35mm. 

This provides accurate control over the curvature of the structure. 

 

 

 

 

A

. 

B

. 
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5.4 Theoretical Calculations 

In this section of the chapter, numerical calculations have been performed to give a 

benchmark to validate both the simulation and experimental aspects of the work. Structural 

equations have been used to evaluate the buckling forces, forming forces and energy output. 

 

5.4.1 Preformed Buckling Element 

To ensure that the piezoelectric element does not break during the forming process the 

limiting drawing ratio (LDR) has been used. This is a ratio between the size of the work piece 

versus the size of the punch, shown in equation 5.1 [243, 244, 245]. 

 
ὒὈὙ

Ὠ

Ὠ
ὛὸὩὩὰ ςȢχ ὥὲὨ ὄὶὥίίςȢτ 

5.1 

 

The substrate of the transducer is a copper alloy (Brass); therefore, an LDR of 2.4 will be used, 

to ensure that the substrate does not cause any failure. Further to this, the maximum punch 

force has been evaluated to ensure that during the forming process, the substrate is not 

damaged. This can be found using equation 5.2 [243, 244, 245]. 

 Ὂ „ ὸ“Ὠ πȢχὨ  5.2 

  

Ὂ ςρφςȢωψχὔ 5.3 
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Therefore, to ensure the repeatability of the forming process, the punching force will not 

exceed 2162.987N a safety factor of 2 (1081.494N) will also be used to ensure that the 

structure is not close to the failure force.  

 

To calculate the force needed to cause the structure to buckle, two methods have been 

ƛƴǾŜǎǘƛƎŀǘŜŘ ǘƘŜ ŦƛǊǎǘ ƳŜǘƘƻŘ ƛƴǾŜǎǘƛƎŀǘŜŘ ƛǎ ¢ƛƳƻǎƘŜƴƪƻΩǎ ŎƭŀǎǎƛŎ ǇƭŀǘŜ ōǳŎƪƭƛƴƎ ǘƘŜƻǊȅ [237], 

this forms the foundation of buckling diaphragms. The buckling shear force needed to achieve 

the buckling of a simply supported plate can be obtained using the below equation 5.4. 

 
†  

Ὧ

ρ

“Ὁ

ρςρ ’

ὸ

Ὤ
 

5.4 

 

 Where 

†   is the critical shear force needed to achieve buckling 

Ὧ is the buckling coefficient defined by the boundary conditions [238]. 

Ὁ ƛǎ ¸ƻǳƴƎΩǎ ƳƻŘǳƭǳǎ ƻŦ ǘƘŜ ǎǳōǎǘǊŀǘŜ 

’ ƛǎ tƻƛǎǎƻƴΩǎ Ǌŀǘƛƻ ŦƻǊ ǘƘŜ ǎǳōǎǘǊŀǘŜ 

ὸ is this thickness of the panel 

Ὤ is the web height of the panel 
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Completing the above equation 5.4, the buckling force of the diaphragm is found to be equal 

to 18.228N 

 

¢ƘŜ ǎŜŎƻƴŘ ƳŜǘƘƻŘ ǿƘƛŎƘ Ƙŀǎ ōŜŜƴ ƛƴǾŜǎǘƛƎŀǘŜŘ ƛǎ 9ŀǎƭŜȅΩǎ ōǳŎƪƭƛƴƎ ƳŜǘƘƻŘ [239, 240]. The 

most suitable method is the buckling for a simply supported diaphragm, which can be 

described by the below equation.  

 ὔ Ὧ Ὀ Ȣ Ὀ
Ȣ
 Ⱦὦ 5.5 

  

Ὀ
Ὁὸὰ

ρςί
 5.6 

  

Ὀ
ὉὍ

ὰ
 5.7 

 

Where 

 ὔ  is the buckling shear load per unit length 

ὰ is the length of the diaphragm 

ί is the total length of the diaphragm 

ὸ is the thickness of the diaphragm 

Ὅ is the Second moment of inertia/area of the diaphragm 

Ὁ ƛǎ ¸ƻǳƴƎΩǎ ƳƻŘǳƭǳǎ ƻŦ ǘƘŜ ǎǳōǎǘǊŀǘŜ 
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The below Figure 5-9 can be used visualise the design and geometry of the diaphragm. The 

labelled parameters have been then used to calculate ί, ὰ and ὍȢ   

 

  

Figure 5-9 Simplified diaphragm design and geometry 

 

The below equations 5.8 and 5.9 ƘŀǾŜ ōŜŜƴ ǳǎŜŘ ǘƻ ƛŘŜƴǘƛŦȅ ǇŀǊŀƳŜǘŜǊǎ ŦƻǊ 9ŀǎƭŜȅΩǎ ŜǉǳŀǘƛƻƴΦ 

 ί ςὥ ὦ ὧ υπάά 5.8 

  

ὰ τψȢψάά 5.9 

 

 

 

To complete the calculation of the buckling force, the second moment of area must the by 

calculated. For this, the diaphragm was broken into six rectangular squares, where three are 

used due to symmetry of the structure depicted by Figure 5-10. 

.  

a a 

b 
c 

ὰ 
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Figure 5-10 Diaphragm second moment of area assumption and breakdown 

  

Ὅ  
ὦὨ

ρς
 
σ πȢς

ρς
ς πȢππτάά  5.10 

  

Ὅ
ὦὥ

ρς
ὦὧέί— ὥίὭὲ— ς πȢπρτφτχψάά  

5.11 

  

Ὅ
ὦὨ

ρς

σψπȢς

ρς
πȢπςυσάά  5.12 

  

Ὅ Ὅ Ὅ Ὅ πȢπυψυωυφάά  5.13 

 

With all unknowns calculated, it is now possible to calculate the buckling force for the 

diaphragm.  

 
Ὀ

Ὁὸὰ

ρςί
φψȢσς 5.14 

  

Ὀ
ὉὍ

ὰ
ρςφȢπχχ 5.15 

a 

b 

c 
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ὔ Ὧ
Ὀ Ȣ Ὀ

Ȣ

ὦ

ωχσȢυτφὔ

υπάά
ρωȢτχρὔ 5.16 

 

A small difference Ŏŀƴ ōŜ ƻōǎŜǊǾŜŘ ōŜǘǿŜŜƴ ǘƘŜ ¢ƛƳƻǎƘŜƴƪƻ ƳŜǘƘƻŘ ŀƴŘ 9ŀǎƭŜȅΩǎ ƳŜǘƘƻŘ. 

TƘƛǎ Ƙŀǎ ōŜŜƴ ŀǘǘǊƛōǳǘŜŘ ǘƻ ǘƘŜ ƛƴŎǊŜŀǎŜŘ ǎǘƛŦŦƴŜǎǎ ǘƘŀǘ Ƙŀǎ ōŜŜƴ ƛƴŎƭǳŘŜŘ ƛƴ 9ŀǎƭŜȅΩǎ ƳŜǘƘƻŘΦ 

These findings will be used to verify the simulation model of the preformed buckling 

transducer, where the percentage error can be calculated. This identifies the error between 

the two methods the below equation has been used. 

 
ὉὶὶέὶϷ

ρωȢτχρρψȢςςψ

ρψȢςςψ
ρππφȢψρωϷ 5.17 

 

The error observed between the two methods displays a good fit for both methods of 

modelling and evaluating the diaphragm model.  

 

With the buckling force calculated, the below equation can be used to predict the voltage 

produced by piezoelectric material during buckling.  

 
ὠ
τ Ὣ Ὂ ὸ

“Ὀ
 5.18 

  

ὠ φπȢχτωυὠ 5.19 

  

ὠ υφȢψχρτὠ 5.20 
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Where  

 F is the force acting over the whole element 

 t is the thickness of the piezoelectric element 

 Ὣ  is the voltage constant for PZT-5A 

 

Assuming that the piezoelectric element returns to its original position a half the energy is 

lost during this process can be increased by 1.5 providing ŀ ǇŜŀƪ ǘƻ ǇŜŀƪ ǾƻƭǘŀƎŜ ŦƻǊ 9ŀǎƭŜȅΩǎ 

ŀƴŘ ¢ƛƳƻǎƘŜƴƪƻΩǎ ƳŜǘƘƻŘǎ ƻŦ 91.124V and 85.307V, respectively. 

 

To evaluate the energy that is being produced the below capacitor equation can then be 

implemented. 

 
Ὁ
ὅὠ

ς
 5.21 

  

Ὁ
τπὲὊ ωρȢρςτ

ς
ρφφȢπχς‘ὐ 5.22 

  

Ὁ
τπὲὊ ψυȢσπχ

ς
ρτυȢυτφ‘ὐ 5.23 
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The result of the energy calculations highlights that a small difference in the actuation force 

can lead to approximately two times the error in the energy calculation. Therefore, any model 

developed to predict this behaviour much to be highly accurate.  

 

5.4.2 Preloaded Buckling Element 

To enhance the power output of a piezoelectric transducer, a curved structure must be 

produced. In the case of this research commercially available piezoelectric transducers have 

been purchased and cut to 25mm by 25mm squares around the piezoelectric material, using 

a bespoke punch and die set. To create a curved structure, a clamping force is applied to the 

plate. Initially, the structure is stable, however, when a critical force is achieved the structure 

buckles into its first mode, as shown by Figure 5-11 a), the second buckling mode by b) and 

the third c). To identify the critical force for the three different buckling modes, the Euler-

.ŜǊƴƻǳƭƭƛΩǎ Ŝǉǳŀǘƛƻƴ Ƙŀǎ ōŜŜƴ applied as shown by equation 5.28, where ὲ is the mode 

number. It should be noted that other buckling modes can only be achieved through webs 

within the structure; therefore, this application will only focus on the first buckling mode for 

a simply supported, pinned-pinned beam.  

 

Figure 5-11 Buckling modes (1,2 and 3) for a perfect slender beam 
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Euler-.ŜǊƴƻǳƭƭƛΩǎ Ŝǉǳŀǘƛƻƴ Ŏŀƴ ōŜ ǳǎŜŘ ƛŦ ǘƘŜ ōŜŀƳ ƛǎ ŀ ǎƭŜƴŘŜǊ ōŜŀƳΦ ¢Ƙƛǎ Ŏŀƴ ōŜ ƛŘŜƴǘƛŦƛŜŘ 

using equation 5.24. 

 ὲὒ

ὶ

“Ὁ

„
 

5.24 

  

τσσȢπωωσςȢυυπ 5.25 

  

Ὅ
ὦὨ

ρς
πȢππςσυάά  5.26 

  

ὶ
Ὅ

ὃ
 

5.27 

 

Where 

  Ὧ effective length factor that is determined by the clamping conditions 

  L is the length of the beam 

  ὦ is the breath of the beam 

  Ὠ is the depth of the beam 

  Ὅ is the second moment of area 

  ὃ is the cross-sectional area 

  ὶ is the radius of gyration 
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  Ὁ is the elastic modulus 

  „ is the yield stress 

 

 
ὖ  

ὲ“ὉὍ

Ὧὰ
 

5.28 

 

Where 

 Ὧ is the effective length factor that for a simply supported structure is equal to 1 

 ὰ is the original length of the beam.  

 

To achieve the first buckling mode, a compressive force of 16.66N must achieve this which 

corresponds to 3.332 . As the force increases, the different buckling modes can be 

observed at 66.64N and 149.94N. Although these buckling modes resemble the modes of 

buckling for the harvester, they are not applicable as the force is in-plane with the structure. 

This said, the clamping force must be between 16.66N and 66.64N, or with a stress of 

3.332  and 13.328 , respectively to achieve the correct shape for the higher output 

energy of the harvester. 

 

Once an initial structure has been calculated the second stage of calculations can be 

ǇŜǊŦƻǊƳŜŘ ǘƻ ƛŘŜƴǘƛŦȅ ǘƘŜ ŦƻǊŎŜ ƴŜŜŘŜŘ ǘƻ ōǳŎƪƭŜ ǘƘŜ ǎǘǊǳŎǘǳǊŜΦ CƻǊ ǘƘƛǎΣ ¢ƛƳƻǎƘŜƴƪƻΩǎ 

method has been used [237] shown by equation 5.29 and Figure 5-12. 
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ὖ

ὉὍ

Ὑ

τ“

—
ρ  

5.29 

 

Figure 5-12 Hinged- Hinged shallow arch with uniformly distributed load 

 

The below Table 5-2 has been used to identify the critical buckling force for a hinged-hinged 

arch the results of this shows the minimal change to the buckling force will be achieved from 

ƛƴŎǊŜŀǎƛƴƎ ǘƘŜ ƘŜƛƎƘǘ ƻŦ ǘƘŜ ŀǊŎƘΩǎ ŎǳǊǾŀǘǳǊŜΦ  CƻǊ ŀŘŘƛǘƛƻƴŀƭ ŎƻƳǇŀǊƛǎƻƴ, this calculation has 

been calculated for fixed-fixed in-plane loading using equation 5.30 with results shown in 

Table 5-3. 

.  

  

— 

Pcrit 

R 



Nathan Counsell University of Hertfordshire Page 139 
 

Table 5-2 Hinged- hinged loading of a shallow arch with uniformly distributed load 
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0.6 130.108 24.961 0.192 1.184 

0.8 97.522 24.931 0.256 1.578 

1 77.958 24.893 0.320 1.972 

1.2 64.903 24.845 0.385 2.366 

1.4 55.569 24.789 0.449 2.760 

1.6 48.559 24.724 0.514 3.153 
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ὑ ςρȢπσχπȢσςςτσω— πȢππςττπρ— ωȢφωσςωρπ—

ρȢωτρυυρπ— ρȢυσψωςρπ — 

 

[237] 

5.31  
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Table 5-3 Fixed-fixed in-plane loading of a shallow arch 

 

 

The results from Table 5-2 and Table 5-3 show that the buckling force for this structure is 

equal to 1.97N for a 1mm increase in height. From this buckling data shown and the equations 

5.18 and 5.21 the energy output of this form of buckling energy harvester. Table 5-4 visualises 

visualises the power output of the system depending on the curvature of the harvester. 
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0.6 130.11 0.19 20.98 0.56 

0.8 97.52 0.26 20.95 1.32 

1 77.96 0.32 20.93 2.57 

1.2 64.90 0.39 20.91 4.45 

1.4 55.57 0.45 20.89 7.08 

1.6 48.56 0.51 20.87 10.58 
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Table 5-4 Energy output of the preloaded buckling piezoelectric transducer 
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0.6 1.184 0.555 2.012 28.314 0.081 16.034 

0.8 1.578 1.317 4.774 37.750 0.456 28.501 

1 1.972 2.573 9.327 47.178 1.740 44.516 

1.2 2.366 4.450 16.131 56.603 5.204 64.078 

1.4 2.760 7.077 25.654 66.021 13.162 87.174 

1.6 3.153 10.584 38.366 75.431 29.439 113.796 

  

5.5 Numerical Simulation  

The use of computer-aided engineering tools has allowed engineering to technology to grow 

rapidly. To understand the need for this study, first, an understanding of finite element 

analysis (FEA) is needed. Using computer-aided design (CAD), a structure or geometry can be 

produced. This should be an accurate representation of the object or structure that is to be 

evaluated; this being said, the use of symmetries can be used to reduce the size of the 

component. This model can then be inputted into the solver. For this work, COMSOL 

Multiphysics 5.3a has been used. Once imported, the material properties and boundary 



Nathan Counsell University of Hertfordshire Page 142 
 

conditions for the system are defined. Following this, the mesh should be defined. Mesh is a 

critical aspect of any FEA study. 

 

A mesh is made up of small domains. These domains are known as elements; these break a 

large object down into smaller parts and are used to approximate governing equations. The 

dependency of mesh is linked to the size of the elements used and their location with regards 

to the critical aspects of geometry. Increasing the size or number of elements increases the 

accuracy of the analysis. However, this comes at the expense of computational power and 

time. Therefore, particular attention should be paid to mesh when analysing and validating 

models. For this research, one simulation model has been produced, which uses two varying 

geometries. These have been evaluated with respect to the critical buckling force and the 

stress generated during the buckling phase. Using the results, it is possible to predict the 

power output of a piezoelectric energy harvester theoretically. The buckling force method 

can be used to calculate the actuation force. This is critical for applications involving human 

motion, such as finger actuation, as low forces are required to enable a broad spectrum of 

ǳǎŜǊǎΦ tǊŜǾƛƻǳǎ ǎǘǳŘƛŜǎ ƘŀǾŜ ƛƴǾŜǎǘƛƎŀǘŜŘ ǘƘŜ άǎƴŀǇ-ǘƘǊƻǳƎƘέ ōǳŎƪƭƛƴƎ ƻŦ ōƛ-stable systems. 

This method of energy harvesting generates a single pulse of energy and occurs due to the 

instability between the system switching phases. The scope of this work is to focus on the 

mono-stable region, in which, bi-stable buckling beams return to their original position. The 

use of this mono-stable region is an effective way to generate electrical power without 

damaging the piezoelectric element. The theory behind the mono-stable buckling is that two 

pulses of energy will be created equal to or greater than a bi-stable system. Furthermore, the 
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use of low buckling forces will ensure that the piezoelectric elements are not damaged, with 

the desire of ensuring that the harvesters have a long service life.  

 

To ensure that the models provide accurate predictions for the buckling behaviours and 

stress, careful consideration of the geometry must be made. This includes; dimensions, the 

height of curvatureΣ ǘƘƛŎƪƴŜǎǎΣ ¸ƻǳƴƎΩǎ ƳƻŘǳƭǳǎΣ PoƛǎǎƻƴΩǎ ratio, spring stiffness, clamping 

conditions, force application, mesh type and mesh size.  

 

5.5.1 Preformed Piezoelectric Element 

To create an accurate simulation model of the preformed piezoelectric element. CATIA V5 

was used to draw the geometry used in the numerical evaluation of the preformed element. 

This was achieved through surface modelling. Surface modelling was selected over solid 

modelling for its ease of use when creating thin-skinned items such as the substrate of the 

element, plastic containers or objects with complex surface profiles. The profile of the 

diaphragm was modelled using lines and points (Figure 5-13). Following this, a revolve 

operation was used to create the completed model (Figure 5-14). This was then saved as a .stl 

file allowing it to be imported into COMSOL Multiphysics.  
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Figure 5-13 Points and lines for the buckling piezoelectric element 

Figure 5-14 Full revolved model of a preformed buckling element 

 

A linearized buckling study has been performed on this structure to identify the critical force 

needed to achieve the structure to buckle. This is a predefined study that is made of two 

steps. The First is a stationary solver where a load is applied to the centre of the diaphragm, 

and the second step is an eigensolver that is used to identify the critical buckling load. 
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This simulation works by solving for a stationary load known load (F) based on the stiffness of 

the structure. The following equation can be used to identify  

 ὑ● ὑ╛ ὑ ● ╕ 5.32 

 

Where 

 ὑ is the total stiffness of the structure 

 ὑ is the linear stiffness of the structure  

 ὑ  is the nonlinear stiffness of the structure 

 

A relationship between the linear and nonlinear stiffness shows it to be proportional to the 

stress in the structure due to an external load (F), therefore if the linear part is solved an initial 

value for F can be obtained. The nonlinear problem can then be written as 

 ὑ ‗ὑ ● ● ‗╕ 5.33 

  

Where 

 ‗ is the load multiplier 

For the first step to be completed the equation must become singular, at this stage, the 

displacement tends toward infinity. The value of F at this value is then used in the second 

study step, where the eigenvalue problem can then be solved for ‗. 
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 ὑ ‗ὑ ● ● π 5.34 

 

The output of this study shows a value for ‗ȟ which is a load multiplier for the load applied 

given the boundary conditions. This is a factor to find the critical buckling force of the 

structure. If ‗ is larger than 1 then the applied load is smaller than the buckling force; if the 

force is applied in the opposite direction ‗ will become negative. Simply multiply the applied 

load by ‗ will provide the critical buckling load for the structure.  

 

Boundary conditions for the preformed harvester show simple support on the internal ring of 

the flange with a point load act in the negative Z-direction at the centre of the diaphragm 

shown by Figure 5-15. 

Figure 5-15 Boundary conditions for the preformed piezoelectric element 
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5.5.2 Preloaded Piezoelectric Element 

Before gathering data and solving, computer-aided design (CAD) must be used to generate a 

structure that represents the structure of the piezoelectric transducer that is to be tested. In 

the case of this study, various geometries have been produced for two models of a 

piezoelectric transducer. Models for the 25mm by 25mm transducer have been generated in 

CATIA V5 using surface modelling.  

 

Surface modelling is the most appropriate method of generating a reliable import file for 

COMSOL. As this system only uses point and lines, the resulting imported mesh is accurate, 

thus increasing the accuracy of the simulated model.  

 

To create the geometry, a circle was drawn with a dependant radius. This is critical as the only 

known length is the original length of the piezoelectric transducer, which is equal to 25mm. 

From the centre point, three construction lines are added to the vertical drawing one, 

intersecting the circle and to that are mirrored either side of this axis (Figure 5-16). On these 

lines, points are added that coincide with both the circle and the mirror lines. From this, the 

outer part of the circle is removed, leaving only an arc. A horizontal line is now added to the 

drawing to measure the arc height. This will then be used to control the geometry for later 

designs.  
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Figure 5-16 CATIA V5 modelling of the arc with reference dimensions and controlled 

dimensions. 

 

Figure 5-17 Extruded quarter model, creating a complete curved arch 
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This method of design has been chosen as it allows simple adaptation of geometry, 

furthermore, the desired modelling technique in COMSOL has used a shell structure that can 

only be generated in the generative shape design module of CATIA. Using this geometry, it is 

possible to ensure the length of the product does not change in keeping with a physical 

specimen, where one was limited to 25mm. The above figures; Figure 5-16, Figure 5-17 and 

Figure 5-18 demonstrate the geometry critical to the analysis. Various heights have been 

generated and saved as .stp files to ensure that they can be imported into COMSOL.  

 

To solve a problem like this, a stationary study has been performed with a nonlinear solver. 

The solver selecting used damped Newtonian method. This can be written as 

 █╤ π 5.35 

 

Where 

 ὪὟ  is the residual vector  

 Ὗ is the solution vector 

This method works by selecting an initial solution for Ὗ. COMSOL then produces a linearized 

model using Ὗ as the linearized point. Giving the form of equation 5.36 for a Newton step of 

 .Ὗ‏

 Ȣɳ█╤ ╤‏ █╤  5.36 

 

Following this, a second iteration is performed that introduces a damping factor 
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 ╤ ╤  5.37 ╤‏‗

Where  

 ‗ is a damping factor between 0 and 1 

The next step is then used to estimate the error from the new iteration in comparison to the 

previous. This is completed using the below equation 5.38 

 █╤ Ὁ █╤  5.38 

 

Where E is the difference between the previous step, this enables a visualisation of the 

convergence of the solver. If the error calculated is larger than the error previously calculated 

the software continues to reduce the damping factor (‗) trending towards zero and 

recomputes for Ὗ. This continues until a solution is smaller than the previous error or when 

the minimum damping factor is met. If the later is achieve termination of the computation 

will occur. If a smaller error is found, the computation moves on to the next Newtonian step.  

 

Once imported into COMSOL, the boundary conditions for the simulation can be defined. This 

includes the clamping and test setup. To ensure repeatability, all tests have been performed 

under the same conditions. The below image depicts that original conditions where a point 

load is applied to the centre of the curved structure, which is also the highest point. The two-

parallel edges are simply supported in the Z direction allowing for the structure to move in 

both the X and Y axis, however, due to the location and direction of the point load no 

movement can be observed in the X-direction, this setup can be observed from Figure 5-18. 

A final condition represents the hyperelastic material, which for this simulation is Silicone 
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rubber. The purpose of this material is to behave like a spring, in which, resistance to travelling 

in the Y direction is achieved creating both the snap-through at a higher input force, more 

importantly, a snap-back motion desired for energy harvesting. It was found that if this 

material is too stiff or the structure is clamped, it becomes too stiff and prevents a snap-back 

motion that is most desired as shown by the below Figure 5-19, where the blue line shows 

that a reduction in force to approximately 1.3N will result in the snapback of the structure. 

However, with the orange line, a pulling action is needed of -0.5N is needed, meaning that no 

return will be observed.  

 

Figure 5-18 Imported model of buckling arc with boundary conditions applied 
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Figure 5-19 Demonstrates how buckling force related to the stiffness of the structure. High 

stiffness increased the buckling force, resulted in a bi-stable system, however with elastic 

walls simply support, system is transformed into a mono-stable system, this can be observed 

with the blue plot. 

 

The simulation uses a 1mm curvature height 25 X 25mm piezoelectric transducer. Following 

the orange plot for which in this case is a ridged beam, it can be observed that the stiffness 

of the structure is increased, this is attributed to the increased gradient prior to the critical 

buckling force (0-0.5mm displacement). The first peak observed on the plot shows that critical 

buckling force for the structure. This can also be observed to be more significant when the 

stiffness is increased. Following this phase, a steep decline is observed (0.7-1.7mm 

displacement). This gradient shows that the rate of the snap-through of the beam. If this is 

too steep damage can occur in the piezoelectric element. The minimum point of the plots 

shows the force at which the snap-back of the beam will occur. If this point is greater than 

zero, enough energy is retained into the system for it to return to its original position, 
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however, if the force becomes negative a second stable state has been reached, causing the 

mono-stable region to cease to occur. To ensure that the stiffness is represented 

appropriately for the simulation model, experiments have been performed on Silicone rubber 

to identify the compressive properties which have then been used to inform the model 

correctly. 

 

Through integrating (operator intop1) the centre point for the given displacement of the 

model it is then possible to identify the force being applied to the structure throughout each 

of the time steps and then generated a plot of the buckling behaviour.   

 

The edges of the simply supported system were clamped along the edge, this then prevented 

any in-plane translation of the structure under load. 

 

A nonlinear method for solving the problem has been applied. The method used is the 

Newton method. This was used for the highly nonlinear behaviour of the model. To control 

this method, three constants can be used; initial damping factor, minimum damping factor 

and restriction for the step-size update. The initial damping factor is the value used for the 

first Newton method. This was set to 1.0E-4. The minimum damping factor is used to specify 

the smallest allowable damping factor that is was set to 1.0E-8. Restriction of step-size update 

is used to limit how much the damping factor can change in an iteration and was set to 10. It 

should be noted that if the solver was to get stuck, resulting in no convergence of the system, 

a recovery damping factor should be used. This allows the solver to recover the damping 
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factor and continue to solve the equation with extra steps with the view of the solution 

converging; this was set to 0.75.  

 

As stated previously, the mesh of any FEA is critical to the validity and accuracy of any results 

obtained. As a result, a mesh convergence study has been performed. A mesh convergence 

study involves reducing the mesh size until the results converge; it is then a matter of 

identifying a point where results are close while still maintaining a fast solution speed. This is 

a particularly effective method when using computers with low processing speeds.  
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Figure 5-20 Mesh optimisation for buckling preloaded piezoelectric square element a. 

12.5mm (4 elements) b. 2.5mm (100 elements) c. 0.625mm (160 elements) d. 0.4167mm (200 

elements) 

 

Using a 25mm model imported from CATIA V5 as a .stp file, a mesh convergence study was 

performed using mapped mesh, where a sweep from 4 to 200 elements in steps of 4 was 
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performed, this is equal to a maximum and minimum element size of 15.625mm2 to 

0.0625mm2. A mapped mesh was chosen as the object; in this case, the curved structure is 

reasonably rectangular; it is a solid unit. Therefore, there was no need to change mesh around 

holes within the structure, the shape of each of the four domains are equal, and the use of a 

н5 ǎƘŜƭƭ ƳƻŘŜƭ ŀƭƭƻǿǎ ŀ Ŧŀǎǘ ŀƴŘ ŀŎŎǳǊŀǘŜ ǇǊŜŘƛŎǘƛƻƴ ƻŦ ǘƘŜ ǎǘǊǳŎǘǳǊŜΩǎ ōŜƘŀǾƛƻǳǊ ǳƴŘŜǊ ƭƻŀŘΦ 

It can be observed in Figure 5-20 that as the number of elements increases as does the 

curvature of the structure, therefore, the higher the number of elements, the higher the 

accuracy of the analysis. 

 

The results of the study have been displayed below (Figure 5-21). It can be observed that as 

the number of elements increases the closer the result, this is the convergence of the mesh. 

It has been identified that the most accurate and fastest mesh geometry is 1600 elements. 

Therefore, to ensure that reliability and repeatability of results, this is the number of elements 

that will be used throughout the further studies to be performed on the curved buckling 

beams. 
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Figure 5-21 Mesh convergence study results for a buckling beam piezoelectric energy 

harvester. 

 

5.6 Experimental ς Introduction 

To validate the numerical and simulated results, experiments have been performed that 

collect data on the performance of the buckling piezoelectric element. For this, a tensile 

machine and oscilloscope have been used to collect data relating to mechanical and electrical 

forces. The tensile machine that was used was a Tinus Olsen 25ST. This has an error of 5% 

during capture with sample rates at 20Hz. The Oscilloscope used to capture the voltage 

output of the piezoelectric transducer was from Keysight  (Keysight MSOX3014T), due to the 

speed that the signals generate a high sample rate of 1GHz was used this ensured a smooth 

capture of the signal with minimal loss in the peak voltage due to sampling. Both pieces of 

equipment have been calibrated by the manufacture and were within date during use.  
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The setup for the system involved using the tensile machine in compression where a bespoke 

adapter was used to create the structures of the piezoelectric element and later actuate them 

to generate power. This can be observed in Figure 5-22. 

Figure 5-22 Tensile machine testing equipment 

 

5.6.1 Preformed Piezoelectric Element 

This section has been broken down into three subjects; the first is the experimental method 

that investigated the formation of the preformed piezoelectric element. The second is the 

data collection of the force needed to actuate the preformed piezoelectric element. The third 

is the data collection for the power output of the piezoelectric elements.  

 

During the initial stages of this project, it was found that buckling piezoelectric harvesters 

produced significantly greater amounts of energy than commercially available counterparts. 
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However, most methods of creating a buckling structure are uncontrollable. Therefore, the 

manufacturing method of pressing has been investigated to produce repeatable and 

reproducible buckling structures that can be used commercially for energy harvesting. This 

initial involved designing a punch and die shown by the below Figure 5-23. 

Figure 5-23 Punch and die set up on tensile machine ready for forming 

 

To form the piezoelectric elements, the top plate is removed; following this, the element is 

placed ceramic side down into a milled hole with a tolerance of 0.1mm (Figure 5-24).  

 

Figure 5-24 Die layout for clamping the piezoelectric element 
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Once secure, the top plate is returned to its original position. Toggle clamps are then applied, 

applying pressure to the element which prevents warping of the edges of the piezo.  The 

below Figure 5-25 shows both a clamped and unclamped piezoelectric element, on the edges 

of the piezoelectric element wrinkling can be observed. This is due to a low clamping force of 

the flange during pressing.  

 

Figure 5-25 a. Clamped piezoelectric element b. unclamped piezoelectric element 

 

The procedure used to evaluate the optimised structure of the preformed piezoelectric 

element involved pressing ten different elements to the same distance and rather than a 

target load. Due to the speed of the operation 10mm/min, it was found that the use of the 

micro switch set on the tensile machine would ensure safe and repeatable production of the 

elements. The below Table 5-5 displays the findings of this experiment.  
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Table 5-5 Preformed piezoelectric element diaphragm height and buckling behaviour 

Displacement (mm) Buckling method 

0.2 NA 

0.4 NA 

0.6 NA 

0.8 Monostable (minimal) 

1.0 Monostable (minimal) 

1.2 Monostable 

1.4 Monostable 

1.6 Monostable 

1.8 Monostable (strong) 

2.0 Monostable (strong) 

2.2 Bistable 

2.4 Bistable 

2.6 Bistable 

2.8 Bistable 

3.0 Bistable (structure too stiff) 

 

Findings from this experiment show that when the structure transitions from its monostable 

region into a bistable region, the energy store is significantly higher, this was observed from 

ceramic being shattered and thrown off the brass substrate. In contrast, the monostable 

region showed no signs of this even after 100 actuations. 
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To further test the setup and the structures being formed tests were done at an elevated 

temperature, using a heat gun and with various punch heads. The findings show temperature 

does not affect the structure through heating, and that symmetry or a-symmetry make no 

difference to the structures monostable region that has been formed. However, the use of a 

sloped punch head such as the one shown in Figure 5-26 e. created a larger monostable 

region; however, failure of the piezo was found to occur within 100 actuations.  

Figure 5-26 Punch heads used to press piezoelectric elements into monostable structures a. 

original punch head with a missing notch to prevent solder damage b. male and female 

forming cup c. two-notch symmetric punch head d. Three-notch symmetric punch head e. 

Sloped punch head 

 

a b c b

d e
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Having identified from Table 5-5 a region in which buckling can occur without damaging the 

piezoelectric ceramic the experimental method has moved to identify the force needed to 

actuate the buckling structure and the corresponding power output of the system.  

 

During this stage the ten piezoelectric transducers were actuated 100 times each, this is to 

reduce any statistical anomalies that may occur during testing. 

 

To produce this data, the die layout used in Figure 5-24 was adapted, where the steel plate 

was removed, allowing the element to buckle freely. To cause the element to buckle a point 

load that is electrically isolated from the tensile machine has been used. To replicate a 

scenario of someone actuating the piezoelectric element the speed of approach was set to be 

700mm/min, once the system buckles the tensile machine then returns to its original position 

at a speed of 1200mm/min this ensures that the point load does not interfere with any data 

capture. At the same time as this, single capture and save had been set on the oscilloscope 

that captures the voltage being generated by the piezoelectric element allowing for the 

results to match the actuation force and the power output of the element.  

 

5.6.2 Preloaded Piezoelectric Element 

To produce a valid numerical and simulation model, experimental data has been gathered. 

This section has been once again broken down into three sections; the first is in the initial 

buckling force of the piezoelectric element, the second is on the actuation force for the 

preloaded element, and the third is on the power output of the piezoelectric element 
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To identify the initial buckling force of the piezoelectric element the tensile machine used in 

compression was used in conjunction with a bespoke grip that clamps the elements to ensure 

that stay vertical and are comparable to the numerical and simulation methods as they show 

in Figure 5-27. The tensile machine was used at 10mm/min, creating a quasi-static test to 

identify the forces needed to actuate the piezoelectric element. To ensure the reliability and 

repeatability, this was repeated 20 times, thus reducing any statistical fluctuations that may 

occur during testing.  

 

The bespoke holder clamps the piezoelectric element vertically and uses two steel rods to 

guide the compression of the piezoelectric element. This experiment was repeated with and 

without silicone rubber (Figure 5-27), to show the effect of damping the silicone has on the 

initial buckling of the element. It was found that the buckling force did not change for the 

element; however, the displacement did. This has been attributed to the silicone compressing 

due to the pressure of the element.  

 

Figure 5-27 Pinned-pinned initial buckling setup using a bespoke holder and point load 
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Once the initial buckling force was achieved, calibrated electronic callipers were used to 

identify the height of curvature compares to its original position. It was this distance that was 

controlled in later experiments that allowed for the identification of an optimised structure 

that produces large amounts of power at a low actuation force.  

 

To identify the force needed to actuate and the power produced by the piezoelectric element, 

the below set up used. It is an adapted vice that bolts to the tensile machine (Figure 5-28). 

This ensures that the system stable, minimising and deflection in the holder. Through using 

only one bolt, complete control of the clamping conditions can be achieved. An M8 bolt has 

been used with a pitch of 1.25mm, meaning that per revolution the vice closes 1.25mm. A 

lock nut has also been used to mitigate any play in the system. The holder is made of 

aluminium with a slot insert for silicone rubber. This is used to store energy which enables a 

greater amount of energy to be harvested, it also minimises the amount of stress in the 

system, thus prolonging the lifetime of the element.  
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Figure 5-28 Preloaded piezoelectric element clamping device for evaluation of curvature on 

structural stiffness and power output. 

 

The tensile machine was then used to identify the height of the flat piezoelectric element. 

This acted as the datum to evaluate the height of the arch, and this was found to be more 

reliable as the system did not move. Therefore the same systematic error was kept 

throughout the experiments to reduce any statistical errors this was repeated with 20 

different piezoelectric elements. The below results shown in Table 5-6 the findings of the 

curvature test, highlighting the monostable region in which safe buckling can occur without 

damage to the piezoelectric element yet yield a high energy output.  
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Table 5-6 Preloaded buckling piezoelectric element parameter optimisation arch height 

Arch Height (mm) Buckling method 

0.0 NA 

0.2 NA 

0.4 Monostable (minimal) 

0.6 Monostable (minimal) 

0.8 Monostable  

1.0 Monostable 

1.2 Monostable (strong snap-through) 

1.4 Monostable (strong snap-through) 

1.6 Bistable 

1.8 Bistable 

2.0 Bistable 

 

To identify the power output of the piezoelectric element conductive copper tape was used 

instead of soldered joints this was to reduce stress concentrations on the ceramics surface, 

thus increasing the service life of the piezoelectric element. 
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5.7 Results  

This section has been separated into four parts: Initial buckling force for preloaded shape 

generation, buckling force for the preformed and preloaded elements, the power output of 

flat, preformed and preloaded elements and power output into various capacitors. 

 

5.7.1 Unmodified Piezoelectric Element 

To understand the performance and efficiency of the new structures, an initial investigation 

was conducted on the performance of unmodified piezoelectric elements. This will act as a 

benchmark in which the other structures will be compared. This evaluation will justify the 

work that has been performed. In this section, the force versus displacement of unmodified 

piezoelectric elements has been explored. Using the same experimental setup as the 

preformed piezoelectric element, ten unmodified piezoelectric elements were actuated to 

achieve a target displacement of 1.6mm. This value was selected as it was found to be 

comparable to the energy needed to displace the preformed piezoelectric elements, thus 

providing a reliable prediction for the input energy. To identify the efficiency of the harvester, 

this input energy has been calculated  by integrating the area under the curve using the 

trapezium rule this provides a more accurate prediction of the input energy to the system. 

Equation 5.39 Ŏŀƴ ōŜ ǊŜŦŜǊǊŜŘ ǘƻ ŀǎ bŜǿǘƻƴΩǎ ƳŜǘƘƻŘ, and 5.40 is integral for force versus 

displacement. 

 Ὁ ὐ Ὂ ὔ Ὀ ά  5.39 

  5.40 
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ὊὨὼ
Ȣ

 

 

Where 

  F is equal the force applied to the transducer in Newtons  

  D is the displacement of the transducer in meters. 

Both the force and the displacement of the input has been identified from the tensile 

ƳŀŎƘƛƴŜΩǎ Ǉƭƻǘǎ ǎƘƻǿƴ ƛƴ Figure 5-29. 

 

Figure 5-29 Flat piezoelectric element force vs displacement  
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Figure 5-29, the average peak force of 79.38 ±6.15N and displacement of 1.65 ± 0.2 have been 

identified. Subsequently, the input energy was calculated using equation 5.40. It was found 

that the average input energy was found to be; 130mJ for the unmodified piezoelectric 

element. 

  

Ὁ  σφȢφωςφάὐ 5.41 

 

To confirm this finding, the data has been average and integrated finding the energy under 

the graph using the trapezium rule, which is equal to the energy in the system.  
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With the input energy identified, the study continues with the identification of the power 

output of the piezoelectric element. These readings were taking the same time as the force 

versus displacement. Using the capacitor equations discussed in the previous section, it is 

possible to identify the amount of energy outputted by the unmodified piezoelectric elements. 

The below image portrays the average power output for ten unmodified piezoelectric 

elements. A very close voltage can be observed from this data showing repeatability and 

consistency during testing. An average peak to peak voltage of 106V ± 2V was calculated from 

the data presented in Figure 5-30.  

 

Figure 5-30 Open circuit voltage for ten unmodified piezoelectric elements 

 

To calculate the power out the capacitance of the elements must be calculated; this was 

achieved through the use of a multimeter that was set to read the capacitance of the 

elements. Readings were taken at three different points on the element and averaged to 

provide an accurate prediction for the capacity. This can then be used for calculating the 
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energy output of the element. For the total number of unmodified elements tested an 

average capacitance of 34.12nF was found. This information will then be used in the next 

section to identify the energy output pf the unmodified piezoelectric elements.    

 

Using the equations in the numerical section, it is possible to identify the amount of energy 

produced by the unmodified piezoelectric elements. 

 
Ὁ
ὅὠ

ς

στȢρςὲὊ ρπφ

ς
ρωρȢφψφ‘ὐ 5.42 

 

Completing the calculations, it can be observed that 191.686µJ of electricity is produced. To 

calculate the efficiency of the system the below equation 5.43 has been used.  

  

–
ὡ

ὡ
ρππ

ρωρȢφψφ‘ὐ

σφȢφωςφάὐ
ρπππȢυςςϷ 

5.43 

 

It has been found that this system has an efficiency of 0.522%, meaning that 99.4% of the 

mechanical energy is lost. This is a very inefficiency system, and therefore any improvement 

to the efficiency will increase the likelihood of this technology being adopted into the industry.  

 

5.7.2 Preformed Piezoelectric Element 

The first structural modification that has been explored by this work has investigated the 

effect that a preformed diaphragm structure has of the actuation force for a piezoelectric 
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element. This has been broken into three sections, and the first is simulation predictions 

which have been made using COMSOL Multiphysics. The second part of this section is the 

experimental results for the actuation force needed to actuate the diaphragm. The final 

section is the comparison of the simulation, numerical and experimental results for the force 

needed to actuate the diaphragm. This is a critical piece of work as it identifies the amount of 

force needed to actuate a preformed piezoelectric element and the reliability of the 

numerical and simulated work.  

 

Following the simulation setup described in the previous chapter, a preformed piezoelectric 

element with a 2mm height has been modelled, and simulated using CATIA V5 and COMSOL 

Multiphysics. A 2mm height has been selected as this is the region that is closed to a bistable 

system yet still in the monostable region. It is predicted that as the structure becomes more 

stiff, due to the increasing height, the more force needed to actuate increases. Therefore, for 

the largest yield of power, a preformed element closest to the bistable region will produce 

the largest amount of power. Within COMSOL a linear buckling study has been performed 

finding a critical buckling force of 20.487N is need for the structure to buckle. The image 

below (Figure 5-31) was taken from the study. It is clear from this image that the two clamping 

locations from the point load and boundary clamping conditions that this is the location of 

the highest stresses in the structure. 
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Figure 5-31 Linear buckling analysis of a preformed piezoelectric element 

 

Within this section, the buckling force for the preformed piezoelectric element has been 

ƛƴǾŜǎǘƛƎŀǘŜŘΦ !ƭƭ ǘŜǎǘƛƴƎ Ƙŀǎ ōŜŜƴ ǇŜǊŦƻǊƳŜŘ ǳƴŘŜǊ ǘƘŜ ǇǊŜǾƛƻǳǎ ǎŜŎǘƛƻƴΩǎ ŜȄǇŜǊƛƳŜƴǘŀƭ 

procedures. The results for the buckling force have been averaged out for each of the 

actuations finding a consistent buckling force of 20.6N ± 0.4N, shown by Figure 5-32. It can be 

concluded that from these results that the forming process is highly repeatable and 

consistent.  

Figure 5-32 Buckling force for preformed piezoelectric elements 

 

Further analysis of this work has been performed to identify the error between the methods 

used. The results for the buckling force have displayed good agreement between the 
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simulation and experimental method with an error of 0.55% (equation 5.44 ). This shows that 

the simulation model used it highly arcuate at predicting the buckling force needed to 

accurate the preformed piezoelectric element.  

‏ 
ὺ ὺ

ὺ
ρπππȢυυϷ 

5.44 

 

Further to this, the efficiency of the system has been calculated. This is to identify if by 

changing the structure of the piezoelectric element it is possible to improve the efficiency, 

thus producing an increase in the power output in relation to the input energy. To identify 

the input energy, equation 5.45 have been used. The results from the graph show a buckling 

force of 20.6 ±0.4N with an average displacement of 1.65 ± 0.08mm.  

  

Ὁ  ρχȢρρτράὐ 5.45 

 

To verify this a second method shown by equation 5.45, which integrates the area under using 

the trapezium method. This method is more accurate as the graph is highly non-linear, and 

therefore a more accurate power prediction will be obtained. 

 

During the capture of the buckling force, the voltage was also recorded where  each element 

was actuated ten times. The overlaying results in Figure 5-33 show very good consistency; this 

once again shows the reliability of the manufacturing method for the preformed piezoelectric 

elements. In total, an average peak to peak voltage can be observed of 183.76V ± 1.3V.  
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Figure 5-33 Open circuit voltage for the preformed piezoelectric elements 

 

Using this data, it is then possible to calculate the energy output of the piezoelectric element 

shown by equation 5.46. Once again, a multimeter has been used in the same manner to 

measure the capacitance for the elements that have been preformed elements, finding the 

average capacitance to be 38.8nF.   

 
Ὁ
ὅὠ

ς

σψȢρψπὲὊ ρψσȢχφ

ς
φττȢτρφ‘ὐ 5.46 

 

From this, the efficiency of the system can then be calculated using equation 5.47. 

 

 
–
ὡ

ὡ
ρππ

φττȢτρφ‘ὐ

ρχȢρρτράὐ
ρππσȢχφυϷ 

5.47 
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Through altering the structure to a preformed diaphragm, it is possible to increase the 

efficiency of the system to 3.765% from 0.522%. Furthermore, a significant increase in energy 

output can be observed from ρωρȢφψφµJ to 644.416µJ. This means that for every preformed 

piezoelectric element, it would take three piezoelectric elements to achieve a comparable 

energy output. This is a significant step to achieving battery-less electronics.  

 

5.7.3 Preloaded Piezoelectric Element 

Within this section, the results and comparison to numerical calculations for the force needed 

to buckle the preloaded piezoelectric element into its curved shape are presented. Following 

the test procedures described in the previous section (experimental ς preloaded piezoelectric 

element), the following results were collected. The findings show that after 20 tests with 

different elements, the initial buckling force of 16.533N can be observed with an error of ± 

1.14N. This can be found in the below Figure 5-34. The data was found to have an error of 

6.89% this is acceptable due to the error associated with the load cell used on the tensile 

machine.  
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Figure 5-34 Initial buckling force averaged over 20 elements 

Figure 5-35 Comparison of initial buckling with and without silicone walls 

 

It should also be noted that the buckling load of the element did not change between silicone 

and none silicone test setups. However, a change in the displacement data can be observed 
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due to the compression of the silicone depicted in Figure 5-35. Therefore, it can be concluded 

that silicone walls do not affect the buckling force associated with the structure; this is 

ōŜŎŀǳǎŜ ƛǘ ŘƻŜǎ ƴƻǘ ŀŦŦŜŎǘ ǘƘŜ ŜƭŜƳŜƴǘΩǎ ǎǘƛŦŦƴŜǎǎΦ  

 

To verify the work performed, a comparison of the experimental buckling force and numerical 

calculation has been completed. Using equation 5.48, the percentage error between the two 

values has been found. The results from this show excellent conformance with a calculated 

error of 0.762% between the numerical and experimental results  

‏ 
ὺ ὺ

ὺ
ρππ  πȢχφςϷ 

5.48 

 

Where 

 ὺ is the observed value  

 ὺ is the calculated value 

 is the percentage error between the two values ‏ 

 

A simulation model of the preloaded piezoelectric energy harvester with an arch height of 

0.8mm has been modelled within COMSOL Multiphysics the results have been shown in the 

below figure, Figure 5-36. The results show a very close fit between averaged testing and the 

simulated model. The maximum displacement point identifies the point of the graph there 
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the snapback occurs this has been marked to identify the maximum stress produced by the 

buckling structure shown by Figure 5-37.  

Figure 5-36 COMSOL Multiphysics results for 0.8mm arch preloaded piezoelectric element 

 

Figure 5-37 Buckling stress of a 0.8mm arch height preloaded piezoelectric element 

 

The mono-stable buckling structure of the harvester generates significantly higher amounts 

of stress upon actuation compared to the force applied. Therefore, equation 5.18  can be used 
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to identify the voltage produced by the mono-stable buckling piezoelectric element, which 

considers the stress applied to the piezoelectric material rather the force applied. The Ὣ  

constant has been taken from literature, which was found to be ςτρπ ὠάȾὔ [241, 242]. 

The stress used for this calculation has been taken from the simulated stress vs displacement 

data shown in  

Figure 5-37. A polynomial trend line has been fitted to the simulated data, equation 5.49, to 

identify the induced stress as a function of displacement equation.  

 „  ςσȢςσρὼ  ψπȢψρχὼ  ρψψȢπτὼ  πȢπρτφ 5.49 

 

Where 

x is the displacement of the preloaded piezoelectric element 

„ is the stress-induced due to buckling to the piezoelectric material 

 

The results displayed in Figure 5-36 shows that the maximum displacement occurs at 2.11mm, 

which corresponds to 255.699MPa of induced stress due to buckling. Therefore, the peak 

voltage was found to be 53.1 ὠ for the initial peak of the mono-stable buckling element. 

 
Ὁ

ὅ
Ὣ
ρ

„
ὸ

ς
πȢτρτψφ

ὅ
Ὣ
ρ

„
ὸ

ς
 5.50 

 

Where 

C is equal to the measured capacitance of the piezoelectric element. 
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t is equal to the thickness of the piezoelectric element 

 

Through the application of equation 5.50, the estimated output energy of 112.87µJ has been 

calculated. Simulations for 0.6mm, 0.8mm, 1.0mm and 1.2mm arches have been performed 

and compared to experimental results. The results of these simulations show good conformity 

for the buckling force needed to actuate the preloaded piezoelectric elements. This can be 

observed in Figure 5-38.  

 

Figure 5-38 Simulation results compared to experimental results from COMSOL simulation of 

the preloaded piezoelectric element 

 

Having identified the initial buckling conditions of the preloaded piezoelectric energy 

harvester, the force needed to actuate the structure has been investigated. Following the 
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procedures documented in the experimental section, the piezoelectric element was testing 

at 0.2mm intervals, starting 0.2mm and concluding at 1.4mm any further increase in arch 

height resulted in a bistable system and therefore was not of use for this study. The results 

from the testing can be observed in the below Figure 5-39. The 0.2mm arch can be seen with 

the blue dotted line, following the shape of this graph shows no instability with only a linear 

deflection of the beam. The 0.4mm shown to be a solid orange line shows a slight instability; 

this can be seen due to a plateauing behaviour seen between 0.4mm and 1 mm displacement. 

This can also be said for 0.6mm. At 0.8mm arch height, clear buckling behaviour can be 

observed this is the same until 1.4mm where the graph trend changes again, a significant 

force reduction can be observed tending towards a negative force. It is at this crossing point 

that a bistable system can be observed. In addition, the initial loading is nonlinear; this is due 

to the silicone walls absorbing the energy being applied to the system, allowing more energy 

to be stored and reducing the stress on the piezoelectric ceramic. 
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Figure 5-39 Experimental force vs displacement data of mono-stable buckling structures with 

different arch heights 

 

Using this empirical data, a theoretical model can be developed to estimate the energy output 

for a given arch height for the energy harvester. This behaviour can be seen in Figure 5-39, 

which shows the effect of arch height on force vs displacement characteristics of the buckling 

structure. In order to predict the buckling load accurately, the following empirical relationship 

has been developed. This relationship is nonlinear to due the use of hyper elastics silicone 

walls. These walls deflect and change the profile of the graph. However, it does not change 

the buckling force needed to actuate the structure. For this reason, a third-order polynomial 

can be used to describe the buckling force of the preloaded piezoelectric elements. This can 

be observed in equation 5.51, where the constants are equal to equations 5.52, 5.53, and 

5.54. 
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 Ὂ ὃὼ ὄὼ ὅ 5.51 

 

 ὃ ρρȢτψσÈ τσȢφωρÈ υψȢςσψÈ σπȢωυσὬ σȢπχςω 5.52 

  

ὄ ρφȢυχυὬ χρȢπφφὬ ρπυȢρὬ φχȢτσψὬωȢχψςχ 5.53 

  

ὅ υȢχχπφὬ φȢχυωσὬ τȢσωπρὬ ρτȢψχτὬςȢπςχ 5.54 

Where  

ὼ is the displacement at the centre of the buckling harvester 

Ὤ is the arch height of the harvester 

 

Using the above equations and the appropriate values of constants A, B and C  has been 

calculated and plotted in Figure 5-40. From this work, it is possible to predict the buckling 

force (i.e. the actuation force) needed for the preloaded piezoelectric element to buckle as 

shown. 
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Figure 5-40 Predicted force vs displacement of preloaded piezoelectric element buckling 

structures with different arch heights 

Differentiating equation 5.51 yields the following expression 

 ώ σὃὼ ςὄὼ ὅ 5.55 

 

By finding the roots of it is possible to find the maxima and minima of the force vs 

displacement graph which correspond to the critical buckling and return force of the 

preloaded buckling structure, respectively. The points at which the lines cross the x-axis 

signify the real roots. The below Figure 5-41 displays the first derivative of the buckling data. 
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Figure 5-41 Plots of force vs displacement 1st derivative for mono-stable buckling structures 

with different arch heights 

 

The real roots of the mono-stable preloaded structure of different arch heights have been 

identified and listed in Table 5-7. Using the information obtained from the roots, it is possible 

to calculate the buckling and return forces using equations 5.55, as shown in Table 5-7.  
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Table 5-7 Buckling and return force calculations for the preloaded buckling element with 

different arch heights 

Arc Height (h) Displacement (roots) Buckling 

Load 

Return 

Force 

(mm) + (mm) - (mm) (N) (N) 

0.5 0.607 0.811 0.872 0.861 

0.6 0.609 1.014 1.122 1.040 

0.8 0.683 1.396 1.705 1.328 

1.0 0.753 1.785 2.418 1.401 

1.2 0.835 2.060 3.535 1.794 

1.4 0.949 2.565 5.749 1.759 

1.5 1.006 3.384 7.616 -3.445 

1.6 1.049 6.156 10.228 -60.769 

 

Table 5-8 compares the measured and predicted buckling and return forces. Although the 

percentage error for the arch height of 0.60mm is 10%, it remains within ±5% for other arch 

heights which confirms the validity of the predictive model.   

 

 

 

 



Nathan Counsell University of Hertfordshire Page 189 
 

 

Table 5-8 Comparison of the predicted and measured buckling and return forces 

Number this equation 6.8 and 6.9 

 
New Model Experimental Error 

Arc 

Height 

Buckling 

Load 

Return 

Force 

Buckling 

Load 

Return 

Force 

Buckling 

Load 

Return 

Force 

(mm) (N) (N) (N) (N) % % 

0.60 1.122 1.040 0.960 0.933 -14.455 -10.280 

0.80 1.705 1.328 1.688 1.288 -1.017 -2.992 

1.00 2.418 1.401 2.406 1.449 -0.465 3.422 

1.20 3.535 1.794 3.395 1.699 -3.971 -5.285 

1.40 5.749 1.759 5.770 1.779 0.367 1.114 

 

The results from this work show accurate predictions for the buckling force of a preloaded 

piezoelectric energy harvester. This information is vital for developing commercial power 

units as it allows the manufacturer to develop technology for the userΩǎ needs.  

 

To identify the efficiency of the system the input energy has to be computed, this is done by 

taking the distance to the peak buckling force shown by equation finding the roots following 

this it has been verified by integrating using equation 5.41 results shown in Table 5-9 depict 

the input energy using both methods for the various arch heights.  
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Table 5-9 Input energy calculations for preloaded piezoelectric elements of varying arch 

heights 

Arch height Trapezium rule 

(mm) (mJ) 

0.6 0.4113 

0.8 0.7612 

1.0 1.2406 

1.2 2.0090 

1.4 3.6922 

 

To calculate the energy output of the piezoelectric energy harvester voltage data was 

collected at the same time as that of the force data. This was repeated ten times per element, 

with the averaged results displayed in Figure 5-42. 
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Figure 5-42 Voltage output of different arch heights for a preloaded piezoelectric element 

 

To create a predictive model for the power output for the preloaded buckling piezoelectric 

elements, the following empirical correlations have been derived to predict the maximum 

and minimum output voltages.  

 ὠ ψυȢωωσὬ σσπȢσωὬ  τςφȢρςὬ  ρπρȢωτ 5.56 

   

 ὠ ρψὬφȢω 5.57 

 

Where 

 h is the height of the arch between 0.4 and 1.8mm 
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Using the above equations, it is possible to predict the power output of a mono-stable 

buckling preloaded piezoelectric element as a function of arch height.  

 

In Table 5-10, below the peak to peak voltages and error can also be observed for the differing 

arch heights. Before testing a multimeter has been used to measure the average capacitance 

of all ten elements, the findings show an average of 38.2nF this will be used to calculate the 

output energy of the preloaded structure.  

 

Table 5-10 Preloaded piezoelectric element voltage and energy output 

Arch height Peak to peak voltage Error Output energy 

(mm) (V) (V) (µJ) 

0.6 70.4 1.2 94.663 

0.8 94.5 2.2 170.568 

1.0 104.5 1.4 208.577 

1.2 108.8 3.6 226.095 

 

Using the information in Table 5-10, the efficiency of the system can be computed. Once 

again, this will be completed using equation 5.45. The results for the efficiency of the system 

have been listed in the below Table 5-11. 
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Table 5-11 Preloaded piezoelectric element energy efficiency 

Arch height Efficiency Trap 

(mm) (%) 

0.6 23.016 

0.8 22.408 

1.0 16.813 

1.2 7.206 

 

The results show that through using a preloaded piezoelectric element with a silicone wall the 

efficiency of the energy harvester can be significantly improved through this a combination 

of the low buckling force need and the increased power caused by increase stress due to 

buckling. 

 

The below Table 5-12 has been used to compare experimental results from the work that has 

been performed.  
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Table 5-12 System efficiency and power output 

 Unmodified Preformed Preloaded 

 

0.6 0.8 1.0 1.2 

 

Trapezium rule (́ ) (%) 0.522 3.765 23.016 22.408 16.813 7.206 

 

Energy Output (µJ) 191.686 644.416 94.663 170.568 208.577 226.095 
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 ς  Conclusion 

 

 

 

Summary 

This chapter is presents concluding remarks regarding the work that has been performed to 

further the area of knowledge regarding piezoelectric energy harvesting and buckling 

structures which increase the power output of low-cost commercial piezoelectric elements.  
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6.1 Concluding remarks 

Throughout this project, an in-depth literature review has been performed, to develop and 

understand the unique ideas, applications and developments within the field of 

piezoelectricity. This review commences with an outline of the history of piezoelectricity, 

giving an insight into major contributors since its discovery in the 18th century until the late 

1990s. Following this, the review investigates the properties of piezoelectric materials where 

an understanding of constitutive equations has been outlined, laying a foundation of 

knowledge to the enhancement of piezoelectric energy harvesting (PEH) outputs. To further 

develop upon this knowledge, an investigation into recent developments for PEH was 

performed, identifying bi-stable systems as an excellent method for enhancing the power 

output of a PEH through the use of buckling. This knowledge has led to the investigation and 

development of the knowledge that a mono-stable buckling piezoelectric element is capable 

of producing large amounts of energy without the need for push back actuation, increasing 

the efficiency of the system. 

 

This work initiated with the development of a preformed buckling structure. This was found 

to generate large amounts of stress, thus increased power output. It was found that the 

diaphragm shaped preformed energy harvester was able to create a mono-stable system that 

produces three times the power of commercially available piezoelectric transducers. 

However, it was found that this novel method of energy harvesting had a critical buckling load 

that was high, reducing its industrial application. Further to this initial force, a significant noise 

is generated that would not be desirable for most applications. On the other hand, this work 
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demonstrated that increased efficiency could be achieved from 0.552% energy conversion of 

an unmodified piezoelectric element to 3.765% for the preformed piezoelectric transducer. 

This increased efficiency has resulted in enough power to enable wireless communication 

using radio signals. 

 

Following the development of a preformed buckling harvester, a novel piezoelectric 

preloaded piezoelectric element was produced. It was identified from work performed 

previously and the literature that a preloaded element would involve little modification to 

the piezoelectric transducers. Further to this, significantly more energy can be generated at 

lower buckling forces and without damaging the piezoelectric ceramic. Further investigation 

into this method of energy harvesting identified that the arch height plays a significant role in 

the generation of energy and return snap for the mono-stable preloaded structure. An arch 

that is too high generates a bi-stable system which requires a push back mechanism. In 

contrast, a low arch causes the system to behave like a cantilever. Using the obtained 

experimental data, it was possible to develop two equations that can be used to predict the 

buckling force of a preloaded element and the power output of the buckling energy harvester. 

The theoretical models have been verified using both experimental and numerical results. 

Through the use of COMSOL, it was possible to generate a finite element model for a 25mm 

square. These models were then run using various arch heights, giving an accurate prediction 

of the buckling force and stresses generated in the mono-stable buckling structure. Using 

established equations, it was then possible to predict the power output of a given geometry. 

A single preloaded piezoelectric energy harvester how shown to increase the efficiency from 
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0.522% to 22.408%. Furthermore, it is possible to stack the elements, enabling higher power 

output and efficiency.  

 

A critical part of any energy harvester is the circuit used to harvest, rectify and store energy. 

This work has investigated different circuits that can be used to convert the alternating 

current to direct current. Through a review of existing work, it was determined that the use 

of passive components would ensure that the circuits are simple and therefore easy to 

implement into existing products and structures. Two circuits were identified; a full-wave 

bridge rectifier and a voltage doubler. The tests performed identified that a full-wave bridge 

rectifier allowed more energy to be captured. 

 

Moreover, an investigation into the diodes used for this circuit was performed, once again 

this was to ensure that the optimal amount of energy could be harvested from a single 

actuation. It was found that Schottky diodes achieved this; this was attributed to the high 

switching speed and low forward bias. Finally, storage capacitors where investigated. The size 

and composition play a major part in how much energy can be captured and the time that it 

is stored for. It was found that as the capacitance of the capacitor reduces more energy can 

be stored; however, the time that it can be stored for also reduces. Furthermore, the 

composition of the component changes these characteristics. From testing, it was identified 

that a Tantalum capacitor stored energy for the longest period of time and size between 2µF 

and 10µF provides a good trade-off for discharge and energy. 
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Finally, through the course of this research, a patent has been developed and applied for. This 

shows the novelty of the work performed and one published paper.  άtƻǿŜǊƛƴƎ ƭƛƎƘǘǎ ǿƛǘƘ 

piezoelectric energy-ƘŀǊǾŜǎǘƛƴƎ ŦƭƻƻǊǎέ ǇǳōƭƛǎƘŜŘ ƛƴ 9ƴŜǊƎȅ ¢ŜŎƘƴƻƭƻƎȅ [236] and one world 

patent WO2020095064A1: Improvements in or relating to energy generation in a 

piezoelectric switch. Published in May 2021 with a Priority date 09-11-2018. 
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 ς Recommendations 

 

The presented research work has opened new avenues into piezoelectric energy harvesting, 

which provides an opportunity to replace disposable batteries within low power electronics. 

To continue this research, optimisation of the hyperelastic wall can be performed. The 

purpose of this work is to relate the wall stiffness to the curvature of the harvester. It was 

identified during simulation that the wall stiffness is closely linked to the buckling force and 

power output, thus the energy in the system.  

 

During the development of the patent and the preformed piezoelectric harvesters, it was 

found that stacking piezoelectric transducers generated significantly more energy. Simulation 

and experimental work can be performed on multilayer stacked piezoelectric transducers, 

coupled to the electrostatics module of COMSOL. The behaviour such as buckling force and 

power output can be identified for various arch heights, geometries and hyperelastic 

materials.  

 

Finally, an investigation into an ultra-low energy radio transmitter circuit can be performed 

to develop a battery-less transmitter where a human interaction such as a finger press can 

generate significant amounts of energy for smart home devices. 
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